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METHOD AND GETTER DEVICES FOR USE IN DEPOSITION OF 
THIN LAYERS 

The present invention is related to a method for increasing the yield in 

5 processes of deposition of thin layers onto a substrate and to the getter devices for 

carrying out this method. 

Processes for depositing thin layers onto a substrate are wideJy applied in 

various industrial branches. For example on these processes is based the 

production of integrated electronic circuits (also known in this field as ICs); of the 

10 supports for storing information, such as the CDs (wherein a thin layer of 

aluminum is deposited onto a substrate of tl'ansparent plastics) or the hard-disks 

for computers (wherein a magnetic material is deposited onto a support, generally 

of aluminum); of the flat displays; finally the processes for depositing thin layers 

are adopted in the developing field of micromechanical devices> being 

15 manufactured with techniques quite similar to those utilized in manufacturing ICs. 

The main industrial processes of deposition of thin layers are the chemical 

deposition from vapour phase a11d physical deposition from vapour phase, better 

known in the field as "chemical vapour deposition" and ''physical vapour 

deposition" respectively or by their acl'Onyms "CVD" and "PVDu. 

20 Jn the CVD processes, two or more gaseous species are caused to react in an 

evacuated chamber in which there is a substrate; in the reaction a solid product is 

formed which deposits onto the substrate in the form of a thin layer. The pressure 

at which the chamber must be evacuated may be sensibly different in various 

CVD processes; some of them (being defined of the low-pressure or ultra-high 

25 vacuum type) may require initial evacuations of the chamber to pressure values of 

1 O~ - 10-9 mbar; in the following the indication of CVD processes will be always 

referred to these latter. 

With the abbreviated name PVD a series of possible alternative techniques 

are actually indicated. However all these teclmiques show the following common 

30 features: 

- to obtain the thin layer a target of the material that is i11tended to be 

11nmu 
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deposited is used, having generally the shape of a· short-height cylinder, 

which is positioned in the chamber in front of the substrate and parallel 

thereto; 

- · the· chamber is firstly evacuated and thereafter filled with an atmosphere 

5 of a noble gas, generally argon, at a pressure of 10-2 
- 1 o-5 mbar; by 

applying a potential difference of some thousands volts between the 

supports of the substrate and of the target (so that the latter will have a 

cathodic potential), a plasma of electrons and ions Ar+ is generated in 

the space between substrate and target; these ions are accelerated by the 

10 electric field towards the target, thus causing its erosion by impact; the 

species (generally atoms or "clustel's" of atoms) resulting from the target 

erosion will deposit onto the substrate (as well as the other available 

surfaces) thus forming the thin layer. 

Each process may comprise a number of steps of deposition of thin layers, 

15 and there are also hybrid processes, comprising both CVD and PVD steps. 

It is known that the properties of the thin layer devices, particularly in the 

case of !Cs, are strongly dependent on the presence of defects within the deposited 

layers. These defects are mainly due to the presence of atoms of chemical species 

different from those which form the layer. Consequently it is necessary to reduce 

· 20 to a minimum the possible pollution sources in all steps of the process, by using 

reactants of the maximum possible purity (reactive gases in case of CVD and the 

target i11 case of PVD) and ensuring the highest cleanness of all the surfaces in the 

process chamber and of the prot?ess atmosphere. 

Furthermore, even if it is possible to carry out the deposition at the same 

25 time onto several substrates (in both cases of CVD and PVD) the industrial trend 

is in the direction of processes with a single substrate which allow a better control 

of the deposit features. 

To meet the above-mentioned requirements, the processes of deposition of 

thin layers are performed in systems comprising at least one chamber, but 

30 generally a plurality of chambers, each of which being designed for a specific 

operation; for example there are actual process chambers wherein the deposition 
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steps are carried out, or conditioning chambers~ being employed e.g. for cleaning 

or heating the substrates before the deposition. h1 the following, the process and 

conditioning chambers will be generally indicated as treatment chambers. In case 

of several treatment chambers, these can be positioned in line, directly connected 

S to one another; alternatively, these chambers can be positioned around a central 

transferring chamber. Each chamber is com1ected with the contiguous ones by 

means of valves which are normally closed and are opened only to allow the 

transfer of the substrates from a chamber to the other during the various steps of 

the process. 

10 In order to guarantee the highest cleanness possible, in general all the 

chambers are kept under vacuum, with the best values of vacuum in the deposition 

chambers. The substrates are handled from a chamber to the subsequent ones 

through automated means, in general mechanical arms. In a simple operational 

example of a process system (of the type comprising chambers positioned around 

15 a transfer chamber}, the substrates are introduced into a first chamber at the inside 

of suitably shaped boxes, the inner walls of which are provided with tangs whose 

purpose is that of keeping the substrates separate from each other in order to 

simplify the automated handling operations. A vacuum of about 10"5 
- 10"6 mbar 

is made in this first chamber and a first valve is opened to communicate this 

20 chamber with a transfer chamber; a mechanical arm takes a substrate from the box 

and carries it to the transfer chamber, where the pressure is at lower levels than in 

the first chamber, generally of about 10-7 mbar, and the first valve is closed; a 

second valve is then opened for communicating the transfer chamber to a process 

chamber, the substrate is brought to the position at which the deposition will talce 

25 place and the process chamber is closed by closing the second valve. Upon 

completion of deposition of the thin layer, the substrate can then be transferred, 

again by means of mechanical arms and through transfer chambers, to the outside 

of the system or to another chamber thereof. 

Ideally, the systems for depositing thin layers should always be kept isolated 

30 from the atmosphere. However the treatment chambers must be periodically 

opened for operations concerning the maintenance of the automated equipments, 
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the cleanness of inner surfaces or, in case of PVD, for replacing the target when 

this is exhausted or a di_fferent material· has to be deposite~. At each opening the 

chamber is brought to ambient pressure and its inner walls, the surfaces of the 

equipments and of the target adsorb the atmospheric gases, in particular water 

5 vapour. These gases are then released into the chamber during the manufacturing 

steps. During manufacturing, a continuous pumping is maintained in the chambers 

so as to remove impurities therefrom, and particularly the atmospheric gases 

released by surfaces as described above. The balance between the degassing flow 

from . the surfaces and the gas removal speed of the pumps during the 

10 manufacturing processes is determinant for the basic pressure of the system; the 

lower this basic pressure, the lower the amount of possible contaminants for layers 

under deposition. Typically, in order to improve the basic pressure, after each 

opening the chambers are caused to undergo a pumping under heating at 

temperatures of about 100-300°C (this step is known in the field as "baking"). 

15 This treatment has the purpose of increasing the degassing of all the surfaces in 

the· chamber and removing as much as possible of the gases initially adsorbed on 

these surfaces; the higher is the pumping speed during the baking step, the more 

efficient is such a removal. In this way the residual quantity of adsorbed gases is 

reduced and, consequently, the degassing flow during the manufacturing steps; 

20 with the pumping speed being the same during manufacturing, a lower basic 

pressure of the chamber is obtained and consequently a lower quantity of 

impurities in the process atmosphere. After baking the evacuation is caused to go 

on; the chamber cleanness is considered acceptable for starting a new cycle of 

depositions when the pressure reaches a preset value, generally comprised 

25 between about 10~7 and 10-9 mbar. The surface of target used in PVD processes is 

cleaned by a treatment in which the same deposition step as in the manufacturing 

process is carried· out on a dummy substrate that is then discharged; this 

conditioning step of the target is known in the field with the definition "bum-in". 

With the present technology, the pumping step for bringing back the 

30 chamber pressure from about 1000 to about 10·8 mbar, requires a time varying 

between about 4 and 12 hours; for the burn-in step a time varying between half an 
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hour and 4 hours is required. These two preparatory steps are necessary to obtain 

devices of high quality, ~ut they involve dead times as to productivity. 

Another possible sow:ce of contamination of the deposition chambers is the 

repeated opeii.ing of these for the transfer of substrates. As said above, the transfer 

5 chambers are normally maintained at pressures higher than the treatment 

chambers, and in tum, chambers with the boxes holding substrates are kept at 

pressures higher than the the transfer chambers. Whenever valves communicating 

chambers are opened, there's a transfer of gases from the higher pressure to the 

lower pressure chamber, resulting in a continuous transfer of contaminant gases 

10 from the substrate boxes chambers to the treatment chambers. Moreover, the 

surface of the substrates themselves is generally "dirty", having atmospheric gases 

adsorbed thereon; these gases are released in the low-pressure environment of the 

treatment chambers. 

According to the above, there is a number of possible sources of 

15 contamination of thin layers under fonnation, that can lead to production wastes. 

The yield of devices produced by using techniques of thin layer deposition can be 

increased either reducing pump-down times of chambers or reducing overall 

contamination of the working atmosphere, or better, by acting on both these 

process features. 

20 It is an object of the present invention to provide a method for increasing the 

yield in the processes of depositing thin layers onto a substrate, as well as to 

provide a getter device for carrying out this method. 

These objects are achieved according to the present invention, which in a 

first aspect thereof deals with a method for increasing the yield of processes for 

25 depositing thin layers, comprising contacting a getter device in activated fon11 

with the working atmosphere within a process chamber when the sum of partial 

pressures of reactive gases in the chamber is lower than about 10·3 mbar, and 

when no actual production substrate is being processed, by using the automated 

substrate handling equipments and procedures used in the manufacturing steps. 

30 The above indicated reactive gases are those gases, well-known in the 

gettering art, towards which getter materials are highly reactive; these gases 
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mainly include oxygen, water, carbon dioxide, carbon monoxide, hydrogen and in 

some cases nitrogen. A~ is known, getter materials require for their operation. an 

activation heating treatment at temperatures between about 250 and 900°C and 

during a time comprised between few minutes and about an hour, according to the 

5 chemical composition of the specific material. In case an activated getter device is 

exposed to an atmosphere where the sum of partial pressures of reactive gasses is 

higher than about 10-3 mbar, violent reactions can take place, potentially 

dangerous for the equipments present in the chamber. On the other hand, ·getter 

materials are totally inert to noble gasses, that are normally employed as the 

l 0 working atmosphere in the processes of deposition of thin layers. So, as will be 

described in the following, the method of the invention foresees the possibility 

that a getter device is present in activated fonri in the treatment chamber when the 

total pressure therein is well above 10-3 mbar, provided this is the maximwn 

pressure obtained by summing up the partial pressure of the above defined 

15 reactive gases. 

20 

The invention will be described in the following in some of its embodiments 

with reference to the drawings wherein: 

Figures 1-4 show, as flow-charts, some possible alternative 

embodiments of the method according to the invention; 

Figures 5-7 show some possible embodiments of getter devices 

according to the invention; 

Figure 8 shows two curves representing the pressure in a PVD chamber 

during its evacuation, recorded respectively according to known 

procedur.es and according to the method of the invention. 

25 The use of getter materials and devices at the inside of thin layers depositing 

chambers has been already disclosed in the patent application EP-A-693626, the 

publications of international patent application WO 96/13620 and WO 97/17542 

and in US Pat. No. 5.778.682. However, all these documents describe getter 

systems which remain in the chamber also during the manufacturing process. The 

30 method of the invention is different from the use of getter systems according to 

these docmnents, since these latter require substantial modifications of the 
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configuration of the ijlrocess chambers, in particular io ~rovide suitable heating 

means for activating and operating the getter materials. The European patent 

application EP-A-926258, in the name of the applicant, discloses a further 

utilization of getter systems in PVD processes; however, in this case too, the 

5 getter system is kept in the chamber during the process. 

The presence of an activated getter device in a treatment chamber according 

to the invention can help both in increasing evacuation speed thereof and in 

reducing overall contamination, thus contributing in different ways to the 

production yield. 

10 These results can be accomplished by the use of getter devices in a number 

of ways. 

In a first possible embodiment of the method of the invention, a non­

activated getter device is introduced in an open chamber, on the substrate holder; 

the chamber is then closed and its evacuation is begun. As soon as pressure has 

15 reached a value of about 10-3 mbar, the getter device previously introduced in the 

chamber is thermally activated, for instance by using the heating means in the 

substrate holder. At the same time, the flushing of the chamber with a noble gas 

such as argon, and possibly the baking procedure, are started; the pumps 

connected to the chambers are always working during these operations. Flushing 

20 with argon is continued until the level of contaminants is below a give value, as 

can be checked with sensors or analyzers, such as a mass-spectrometer, connected 

to the chamber. In alternative, and upon calibration of the evacuatio11 chamber 

parameters, flushing with argon can be continued for a given time. When the 

contamination level is suitable for production, the getter device is removed :from 

25 the chamber and a new production run is started. At this point, the chamber is 

already filled with argon, the process medium. According to this procedure, the 

pressure in the chamber never goes down to 10·7 mbar or lower, and removal of 

contaminants from the chamber atmosphere is perfonned by the washing action of 

the flushing noble gas in cooperation with the activated getter device. 

30 As an altemative, the same process above can be carried out by closing the 

chamber and starting its evacuation with no getter device present. In this case, a 
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pre-activated getter device is introduced in the chamber (not necessarily on the 

substrate holder) from a _transfer by Jl1eans of the mechanical arms. 

The getter devices of the invention can also be re-introduced and perform 

their function at fixed ti.mes during process operations, for instance to help . 

5 reducing contamination introduced by repeated openings of the chamber valves or 

by outgassing of the surface of substrates. According to this possible application 

of the method of the invention, a getter device is introduced into the chamber at 

fixed times. In this case a step of cleaning of the process chamber atmosphere can 

be provided for after a given number of substrates have been processed; for 

I 0 instance, this can be done· after all substrates in a box have been processed, and 

before the use of substrates of a new box. To this end, it is sufficient to transfer in 

the treatment chamber a getter device of the invention (pre-activated or to be 

activated) in place of a production substrate, and between the processing of two 

such substrates. 

15 As said above, a new production run could be started after a chamber 

opening without previously reaching pressures in chamber of 10-7 mbar or lower. 

However, reaching very low pressures .in the chamber before a new production 

run is the most common procedure adopted in the industry. In this case, the 

method of the invention is particularly useful in reducing the time required for 

20 bringing a chamber back to its operational condition after any opening, with the 

getter devices contributing to eliminating the atmospheric gases. In the following 

description, by "pressure necessary to begin the production" it is meant a pressure 

ofl0-7 mbar or lower. 

According to this prefen·ed way of implementation, the method of the 

25 invention comprises the steps of: 

30 

introducing a getter device into the treatment chamber after its opening, 

before or during its evacuation, operating so ·that the getter device is. 

present in the chamber in activated form only when the pressure therein 

has reached values of I 0"3 mbar or less; 

continuing the chamber evacuation while maintaining therein the getter 

device activated until reaching the pressure necessary for starting the 
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manufacttfrmg process; and 

removing the getter device from the chamber by using the same 

automated substrate handling equipments and procedures used in the 

manufacturing steps. 

5 In a variation of the process outlined above, it is possible to keep the getter 

device in the chamber even upon reaching the pressw·e necessary to begin the 

production, when some operations are carried out which are preliminary to the 

actual manufacturing steps. 

Figures 1-4 represent, in the form of flow-charts, some possible alternative 

10 embodiments of the preferred way of implementing the method of the invention. 

With reference to figure I, after each opening of the process chamber, this is 

closed again and its evacuation starts (step l); for the evacuation low-vacuum 

mechanical pumps (e.g. rotary pumps) are generally used at the beginning and 

subsequently, when the pressw-e in the chamber is at values of about 1-10·2 mbar, 

15 medium and high-vacuum pumps are used, such as turbomolecular or cryogenic 

pumps. When the pressure has reached values of 10·3 mbar or less and still under 

pumping, the getter device is taken :from the box and brought into the process 

chamber (step 2) by means of the same automated substrate handling equipments 

and procedures used in the manufacturing steps; the getter device is thus 

20 positioned in the same zone, in the following defined as deposit zone, usually 

occupied by the substrates during the manufacturing of thin layers. This is 

generally formed of a substrate-holder supported by a possibly movable pedestal 

that locates the substrate at about the chamber center. The possibility of heating 

the deposit zone is generally provided in the thin layer deposit chamber: in fact 

25 the substrate heating during the manufacturing steps allows to obtain more 

homogeneous thin layers; furthennore, during the initial steps of evacuation it is 

11ecessary that the pedestal can be heated to allow its degassing. To this purpose 

heating means are provided in the pedestal such as electrical resistors, or infra-red 

lamps that heat the deposit zone either from the inside or from the outside of the 

30 chamber, through quartz windows. 

The getter device, positioned in the deposit zone, is subjected to a thermal 
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activation treatment (step 3) at temperatures comprised between about 300 and 

700°C during a time ~omprised between about ten minutes and one hour 

according to the getter material employed, by the means provided for the heating 

of the substrate. 

S The thus activated getter device increases the speed of the subsequent 

pumping of the chamber until the pressure required for starting the manufacturing 

process, generally of about 1 o-s mbar, and improves the base pressure of the 

system due to the residual degassing of the walls. 

The getter device is then removed from the chamber (step 4), by using 

10 handliug means and procedures as adopted in manufacturing for transportation of 

the substrates, and the manufacturing process is caused to start by introducing the 

manufacturing substrates into the chan1ber. 

Figure 2 shows a possible alternative way of carrying out the method of the 

· invention. After starting of evacuation (step 5), upon reaching the pressure of I 0-3 

15 mbar, a pre-activated getter device is introduced into the process chamber (step 6); 

the device can for example be activated in another treatment chamber, such as a 

chamber provided for the pre~heating of the manufacturing substrates. 

Subsequently, upon reaching the desired pressure for starting the manufacturing 

steps, the getter device is removed from the chamber (step 7). 

20 Figure 3 sh:ows another possible alternative embodiment of the method of 

the invention. In this case the getter device is introduced into the process chamber 

(step 8) before the beginning of the evacuation step (step 9); in this case, the getter 

device may be introduced into the chamber immediately after its closure, by 

making use of the automated handling means of the system or even by hand 

25 before such a closure. When the pressure in the process chamber has reached 

values of 10-3 mbar or less, the device is activated by heating at temperatures 

comprised between about 300 and 700°C by making use of means and procedures 

adopted in manufacturing for heating the substrates (step 10). Thereafter the 

evacuation is caused to go on with the activated getter device in the chamber until 

30 · I"eaching the desired pressure for the starting of the manufacturing processes, at 

which pressure the getter device is removed from the chamber (step 11) a.11d the 
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i. ' 

manufactuiing process begins. 

Finally, when the_ process provides for steps preliminary to the actual 

manufacturing steps, it is also possible during the first ones to keep the getter 

device at the inside of the chamber. The possibility is represented in figure 4: 

5 according to this embodiment of the method of the invention, the initial steps of 

any one of the method described with reference to Figs. 1-3 are repeated, but, 

upon reaching the vacuum level desired, a step (12) preliminary to the 

tttanufacturing ones is carried out before removing the getter device from the 

chamber (step 13). An example of processes of this type is given by PVD 

10 processes wherein, upon evacuation of the chamber at pressures of less than about 

10·1-10·8 mbar, the above-described bum-in step is generally carried out by 

introducing in the chamber argon at a pressure of 10-3 mbar and simulating a 

manufacturing process. Under these conditions the getter device is coated with the 

target material and quickly loses its efficiency of gas sorption; on the other hand, 

15 the gas sorption action is still present in the first stage of the treatment, thus 

contributing to keeping the process atmosphere clean, and in any case the 

presence of the getter device saves a transfer step of a dummy substrate from the 

box to the chamber. 

According to a second aspect thereof: the i11vention relates to getter devices 

20 for carrying out the previously described method. 

As said before, the getter devices of the invention are charged in the same 

boxes of the substrates used in manufacturing and are handled by the same 

automated equipments which handle said substrates. To this purpose, the getter 

deV'ices must have essentially the same size of the manufacturing substrates; in 

25 fact, getter devices of greater size could not be positioned in the containers and 

cotild not pass through the valves which close the transfer chambers, while getter 

devices of smaller size than the substrates could not be caught by the automated 

handling equipments. Another reason for using getter devices of the same size as 

the substrates is that the surface available for the getter material and thereby also 

30 the gas sorption properties of the device are thus brought to a maximum. The 

getter devices of the invention can consequently have a thickness comprised 
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between about 0.5 and, 5 mm, and lateral dimensions varying between about 10 

and 100 cm; to give so~e examples, in case of I Cs, devices of essentially round , 
shape will be used, with a thickness between about 0.5 and 1 mm and diameter 

from about 150 to 300 mm, while in case of manufacttiring flat displays, the 
5 devices are generally rectangular with a thickness between about 1 . and 5 mm and 

lateral size varying between 10 cm and one meter. 

The getter devices of the invention can be made of getter material only, e.g. 

sintered powders. However, considering their particular geometry, with lateral. 

dimensions much greater than the thickness, sintered bodies exclusively made of 

10 powders could result in low mechanical resistance giving rise, in consequence of 
possible breaking, to portions no longer adapted to be handled by the automated 

equipments and to :fragments or powders being present in the process chambers. 

In consequence, it is preferable to use getter devices formed of a layer of 
getter material deposited onto a support, which ensures the. necessary mechanical · 

15 resistance. As support it is possible to use.whichever material on which the getter 

materials have a good adhesion and showing good features of. mechanical · 
resistance and of resis~ce to the conditions that the devices must undergo in the 
chambers, in particular the activation treatment of the getter material. It is also 

preferable that the support material does not release large quantity of gas w1der 

20 vacuwn at the temperatures reached during activation in order to give no 

appreciable contribute ·to the quantity of gases in the chamber. The materials 

which are the best in meeting these conditions are metals and metallic alloys, e.g. · 

steel, titaniwn, nickel-chromiwn alloys, or silicon, ceramic or glass. 

The devices formed of getter. materials on a support can have the deposit on 

25 both faces or a single one of them. In some thin layer depositing processes, the 

substrates are handled in a vertical position within the system, being only in 

contact with a guide by which they are supported through an edge portion and 

having· both faces essentially free: an example is the manufacturing of hard disks 

for computers which are coated with magnetic material for storing information on 

30 both faces. In this case it is preferable to use devices with getter material 

deposited on both faces, what allows to render maximum the surface of active 
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material. In case instead that the use is intended in ch!trti'3ers wherein the substrate 

is treated in horizontal position, with a face resting on a sample holder, the 

devices to be used have preferably the getter material deposit on a single face 

only; in fact in this configuration a possible deposit of getter material on the face 

5 in contact with the sample holder would involve the possibility of particles losses 

thereon without however contributing to the gas removal. Examples of processes 

adopting this substrate con:fig\iration are the manufacturing oflCs and of CD. 

In both cases it could also be preferable that the suppo1t surface is not 

completely coated with the getter material,. but that at least a portion of the support 

10 edge is left free of the deposit. This prevents the possibility that the getter device 

may lose particles by rubbing either when it is in the substrate box, wherein it is 

kept in vertical position by suitable tangs, or when it is handled by the automated 

means provided in the process chamber, which can comprise clamps holding the 

substrates by their edge. 

15 Figures 5-7 reports some examples of possible getter devices of the 

invention. 

The figure 5 shows in a cut-away representation a getter device 50 suitable 

for use in systems for manufacturing hard-disks of computers. The device consists 

of a support 51 of circular shape, coated on both faces with deposits 52, 52' of 

20 getter material; the deposits 52, 52' do not completely coat the support faces, but 

leave two :free areas, 53 and 53 ', corresponding to the support edge on both faces. 

A device of this type is handled in vertical position in a process system by means 

of automated systems e11ding with clamps holding the device at the edge. 

Figure 6 represents a. getter device (60) suitable for use in the systems for 

25 manufacturing of integrated circuits. There is exemplified the case in which, as 

support 61, a manufacturing substrate is used, being fonned as a "slice" of 

monocrystalline silicon; these substrates have an essentially circular shape except 

for a portion subtended by an arc, which allows to recognize and keep constant the 

orientatio11 of the substrate in the process system. The deposit 63 of getter 

30 material is present on one face only, 62, of support 61; the deposit leaves clear an 

edge 64 of face 62 for the purposes described above. 
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Finally, figure 7 shows a getter device 70 to. be used in the system for 

manufacturing flat displays. The device consists of a support 71 coated ·on one 

face only, 72, with a deposit 73 of getter material that leaves uncoated an edge 74 

of the support. 

5 The getter materials that can be used for the production of the devices 

according to the invention' are various and comprise e.g. metals such as Zr, Ti, Nb, 

Ta, V; the alloys among these metals or of them with one or more other elements 

chosen among Cr, Mn, Fe, Co, Ni, Al, Y, La and rare-earths, such as the binary 

alloys Ti-V, Zr-V, Zr-Fe and Zr-Ni or ternary alloys Zr-Mn-Fe or Zr-V-Fe; and 

· 10 mixtures of metals with the previously indicated alloys. Getter materials suitable 

to the purposes are the alloy manufactured and sold by applicant under the name 

St 787 and having the percent composition by weight Zr 80,8% - Co 14,2% - A 

5%, where with A it is meant any element chosen among yttrium, lanthanum, rare 

earths or mixtures thereof; the alloy of percent composition by weight Zr 84% "' 

15 Al 16% manufactured and sold by the applicant under the name St 101®; the 

alloy of percent composition by weight Zr 70%-V 24,6% - Fe 5,4% manufactured 

and sold by the applicant llllder the name St 707; or mechanical mixtures of the 

two last cited alloys with metals Zr or Ti; these mixtures are preferable, thanks to 

their good mechanical characteristics, particularly in respect to particle loss. 

20 Particularly suitable for the purposes of the invention are the devices obtained 

through the mixture manufactured and sold by the applicant llllder the name St 

121, formed by 700/o by weight of powders of titanium and .by 30% by weight of 

powders of alloy St 101®. 

Getter devices formed as a getter material layer on a support can be obtained 

25 following various different techniques. A first possibility is that of depositing the 

layer onto the support with the PVD technique. The preparation of getter devices 

with the PVD technique is described for example in the publication of 

international patent application WO 97/49109. This technique provides the 

advantage of allowing the deposition of getter material onto many kinds of 

30 supports, glass and ceramics included; moreover, deposits obtained through the 

PVD technique do not present the possible drawback of possible lose of particles~ 
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Other techniques coriSisf in depositing onto a supporffii~ getter material in fonn 

of powders. The deposi~on of powders can be carried out by cold rolling; this 

technique is widely known in the field of the powders tec1mology, but can be 

adopted only· with metallic supports. Another possibility is spraying a suspension 

5 of getter particles in a suitable solvent onto the support kept hot, as described in 

the patent application WO 95/23425 to which reference is made for the details of 

this technique. Furthermore the support may be coated with particles of getter 

material by the electrophoretic technique. In this case it is required that the 

support is electrically conducting: for the details of this technique reference is 

10 made to the US Pat. No. 5,242,559. Finally, the deposition of powders of getter 

material onto the support can be carried out by the serigraphic technique, as 

described in the publication ofintemational patent application WO 98/03987. The 

serigraphic technique is particularly convenient, since it allows to deposit getter 

material onto supports of different nature (metals, silicon, glass, ...... ) and to 

15 obtain shaped deposits, thus rendering easier, for instance, the manufacturing of 

the getter devices exemplified in the figures 4-6, where a portion of the support 

surface is free of deposit. 

The invention will be further illustrated by means of the following 

examples. These non-limiting examples show some embodiments designed to 

20 teach those skilled in the ait how to practice the invention and to represent the best 

considered mode for putting into practice the invention. 

EXAMPLE 1 (COMPARATNE) 

This example is representative of a known evacuation procedure of a 

process chamber. A standard PVD chamber evacuation run is performed, 

25 monitoring pressure variations throughout the run. The chamber comprises a 

pedestal supporting a sample-holder which, in tum, comprises heating means in 

the form of an internal electrical resistance. The chamber comprises, as further 

internal heating means, two quartz lamps located on two opposed side walls. For 

evacuation, the chamber is ported to a pump-down group comprising a rotary 

30 pump and a cryogenic pump. At pressures below 10-5 mbar, pressure in chamber 

is measured by a Bayard-Alpert mauometer. 
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At the beginning of the test the chamber is closed, and pumping is. started. 

When pressure hr the ~hamber reaches a value of about 10-6 mbar, the: baking 

procedure is begun, heating the interior of the chamber by turning on the quartz 

lamps and the heater provided inside the sample-holder, that is brought to 500 °C; 

5 as discussed before, this procedure has the fimction of causing release of gases, 

mainly H20, adsorbed onto all surfaces inside the chamber; so as to remove these 

to the maximum possible extent during the pump-down step, and avoid that the 

same are subsequently released in the chamber atmosphere during manufacture. 

Baking lasts 2 hours. At the end of the baking procedure, heating is turned off, 

10 and the.chamber is allowed to cool down, always wider pumping. The.values of 

pressure measured in chamber during the test are reported in Fig. 8 as curve I. 

EXAMPLE2 

This example is representative of a preferred way of implementation of the. 

method of the invention. In particular, this example is an embodiment of the 

15 method described with reference tp Fig. 3. It is provided a non-activated getter 

device consisting of a silicon wafer of diameter about 200 mm, on a face of which 

is deposited by screen printing a layer (thickness 150 µm) of the St 121 getter 

material described above. The getter device is placed onto the sample-holder. of 

the chamber. The evacuation procedure depicted in example 1 is then repeated. 

20 During the baking procedure, the sample holder brings the temperature of the 

getter device at about 500 °C, .thus activating the getter material. The values of 

pressure measured in chamber during the test are reported in Fig. 8 as curve 2. 

As can be easily seen by the comparison of curves 1 and 2 in Fig. 8, the use 

of a getter device according to the method of the invention helps getting rid of the 

25 amowit of gases released . by all surfaces present inside the chamber (chamber 

walls and surfaces of any parts and devices present in the chamber). In particular, 

curves in Fig. 8 show a pressure increases in test 1, due to the balance of the speed 

of gasses release from surfaces and speed of gasses removal from the pumping 

group; a similar pressure increase is not seen in the test according to the invention, 

30 as in this case the getter device contributes to overall gas sorption. At the end of 

baking, the pressure in the chamber is lower in the invention test than it is in the 
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~:.·., - ;·,_, . '. 
test according to the prior art; similarly, the method of the invention allows 

i·eaching values of final pressure lower than with the test run according to prior 

techniques. Looking at things from another standpoint, possibly even more 

interesting for the semiconductor industry, the invention offers the relevant 

5 advantage that it allows reaching a given base pressure (e.g., a preset value of 

pressure at which a new production run can be started) in shorter time. This is 

shown by the dotted line (indicated as Preset P) in Fig. 8: a pressure value of 

about 2 x 10"8 mbar is reached in little more than 4 hours with the method of the 

invention, and in more than 5 hours with normal procedures. 

10 The method of the invention can be easily implemented in all the known 

deposition processes, as it uses for transferring the getter devices the same 

handling means used for moving the manufacturing substrates into and out from 

the treatment chan1bers, while for activating tbe getter devices it employs the 

same substrate heating means already norm.ally present in the chamber; therefore 

15 the method does not require that additional suitable equipments are made 

available. In addition, the accomplishment of the method is earned out during the 

usual preparatory steps of the manufacturing processes, thus 11ot requiring 

substantial modifications and in particular prolongation of these steps. 
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1. Method for increasing the yield of the processes of deposition of thin layers 

onto a substrate, comprising contacting: a getter device in . activated form with the 

working atmosphere within a process chamber when the sum (>f partial pressures of 

reactive gases in the chamber is lower th.an about 10-3 mbar,' and when no actual 

production substrate is being processed, by using the automated substrate handling 

equipments and procedures used in the manufacturing steps. 

2. Method according to claim 1, wherein the getter ·is exposed to the process 

chamber atmosphere when the total pressure in said chamber is higher than 10-3 mbar · 

and said atmosphere mainly comprises noble gases. 

3. Method according to claim 2, comprising the step of: 

starting evacuatiOn of~ .process chamber; 

when the pressure has reached a value of about 10·3 or· lower, introducing in 

the chamber a pre-activated getter devfoe or, alternatively, thermally activating 

a getter device previously introduced in the chamber; 

flushing the chamber with the same noble gas that will be used as the process 

atmosphere; 

when the level of contaminants in the chamber atmosphere is below a given 

value, starting the deposition procedures. 

4. Method according to claim 1, wherein a getter device is re-introduced in the 

process chamber and caused to: perform its gettering function at fixed times during 

process operations. 

5. Method according to claim 4, wherein a getter device is re-introduced in the 

process chamber after all the substrates in a box have been processed and before starting 

processing the substrates of a new box. 

6. Method according to claim 1, comprising the steps of: · 

introducing a getter device into the process chamber (2; 6; 8) after its opening, 

before or during the evacuation thereof ( 1; 5; 9), while operating in such a way 

that the getter device is present in an activated form in the chamber only when 

the pressure therein has reached values of 10·3 mbar or less; 

continuing the evacuation in said chamber, while keeping therein the activated 

This Sheet Has Been RepJ d 
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getter device, until reaching a pressure of 10-7 mbat' ot, lower; and 

removing the getter device from said chamber (4; 7; 11) by using the 

automated substrate handling equipments and procedures used in the 

manufacturing steps. 

7. Method according to claim 6 comprising the steps of: 

starting the evacuation (1) of the process chamber; 

upon reaching a pressure value in said chamber of 10-3 mbar or less, 

introducing (2) a getter device iu a non-active form by means of the automated 

substrate handling equipments and procedures used during the manufacturing 

steps; 

activating (3) the getter device in said chamber by means of the equipments 

and procedures as used for heating the substrates during the manufacturing 

steps; 

upon reaching a pressure 10-7 mbar or lower, removing (4) the getter device 

from the chamber by means of the automated substrate handling equipments 

and procedures used for moving the substrates during the manufacturing steps. 

8. Method according to claim 6 comprising the steps of: 

starting the evacuation (5) of the process chamber; 

upon reaching in said chamber a pressure value of 10·3 mbar or less, 

introducing into said chamber ( 6) a getter device, p1·e-activated in a different 

chamber of the system, by means of the automated substrate handling 

equipments and procedures used for moving the substrates during the 

manufacturing steps; 

upon reaching in said chamber a pressure 10·7 mbar or lower, removing (7) the 

getter device from the chamber by means of the automated substrate handling 

equipments and procedures used for moving the substrates during the 

manufacturing steps. 

9. Method according to claim 6 comprising the steps of: 

introducing (8) into the process chamber a getter device in a non-activated 

form; 

starting the evacuation (9) of said chamber; 

iii ii if 
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upon reaching in said chamber a pressure value of 10·3 mbar or less, thermally 

activating (10) the g~tter device by the means and procedures as used during 

manufacturing for heating the substrates; 

upon reaching in said chamber a pressure of 10-7 mbar or lower, removing 

(11) the getter devjce: from chamber by means of the automated substrate 

handling equipments" ~d procedures used for moving the substrates during the 
··; 

manufacturing steps.· 

10. Method according to claim 6 wherein, upon reaching a pressure of 10-7 mbar 

or lower, the getter device is removed from said chamber (13) only after the carrying 

out of steps preliminary to deposition of thin layers (12). 

11. Method according to claim 10, wherein ·the deposition process for thin 

layers is of the PVD type and said preliminary steps comprise the step of cleaning a 

target. 

12. Getter device (50; 60; 70) for carrying out the method of claim 1, having 

essentially the. sa.m:e size as the substrates used in the deposition process to which the 

method is applied. 

13. Getter device according to claim 12 having a thickness comprised between 

about 0,5 and 5 mm and lateral sizes comprised between about 10 and 100 cm. 

14. Getter device (60) 'according to claim 12 to be used in systems for 

mai1ufactwing integrated circuits," having an essentially circular shape, possibly except 

for an area subtended by an arc, thickness· comprised between about 0,5 and 1 mm and 

diameter comprised between.150 and 300 mm. 

15. Getter device (70) according to claim 12 to be used in systems for 

manufacturing flat displays, having a rectangular shape, thiclmess comprised between 

about 1 and S mm and lateral sizes comprised between about 10 and 100 cm. 

16. Getter device according to claim 12 formed of powders of getter material 

only. 

17. Getter device according to claim 12 formed of at least one deposit of getter 

material on a support. 

18. Getter device according to claim 17 wherein the support is formed of a 

material chosen among metals, metallic alloys, silicon, ceramic or glass. 
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19. Getter device accofding to claim 17, wherein said deposit is present on both 

faces of the support. 

20. Getter device (50) according to claim 19 wherein said deposit (52, 52') 

leaves uncoated two corresponding areas (53, 53') on the opposite faces of support (51). 

21. Getter device according to claim 17 wherein said deposit is present on one 

face only (62; 72) of the support (61; 71). 

22. Getter device (60; 70) according to claim 21 wherein said deposit (63; 73) 

leaves uncoated an area (64; 74) of said face of support. 

23. Getter device according to claim 22 wherein said uncoated area is the 

support edge. 

24. Getter device according to claim 16 wherein the getter material is chosen 

. among: metals Zr, Ti, Nb, Ta, V; the alloys of these metals or of them with oue or more 

other elements chosen among Cr, Mn, Fe, Co, Ni, Al, Y, La and Rare Earths; mixtures 

of metals with said alloys. 

25. Getter device according to claim 17, wherein the getter material is chosen 

among: metals Zr, Ti, Nb, Ta, V; the alloys of these metals or of them with one or more 

other elements chosen among Cr, Mn, Fe, Co, Ni, AI, Y, La and Rare Earths; mixtures 

of metals with said alloys. 


