
Heat-generating elements are formed by depositing at  least a IV A metal
layer or a V A metal layer, followed by  depositing a resistor material
thereupon. Thus, the  reliability of heat-generating elements applied to
thermal  type ink-jet printers, for example, is improved as compared  to
conventional arrangements.    


