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A plurality of semiconductor pillars arranged in an array along a first direction 

and a second direction are formed on a substrate, each semiconductor pillar 

including a first part and a second part on the first part, a maximum diameter 

width of the first part being less than a minimum diameter width of the second 

part, both the first direction and the second direction being parallel to the surface 

of the substrate, and the first direction intersecting with the second direction

The semiconductor pillars are oxidized, so that the first parts are completely 

oxidized into oxide pillars, and  exposed surfaces of the second parts are oxidized 

to form an oxide layer

A support layer covering a side wall of a top region of each of the second parts is 

formed on tops of the semiconductor pillars

A first insulating material is filled in a gap between the oxide pillars, to form a 

first insulating layer on the surface of the substrate
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