
A Varistor and Production Method Thereof 

Abstract 

5 	The present 	Invention 	relates 	to 	a 	product 	and 	fabrication 

method 	for 	a 	varistor 	comprising 	a 	solid phase 	of 	zinc oxide 

particles 	substantially 	uniformly 	dispersed 	within 	a resin 

media. 	The varistor of the present 	invention is 	synthesised by 

mixing 	a 	substantially 	homogenous 	mixture 	of 	solid 	zinc oxide 

10 	particles 	and 	a 	resin 	media, 	and 	heating 	the 	mixture under 

conditions 	to melt 	the 	resin and 	suspend the 	solid 	zinc oxide 

particles therein. 
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