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PLASMA CONFINEMENT RING ASSEMBLY FOR PLASMA
PROCESSING CHAMBERS

Background
[0001) This application claims priorty under 35 UL.S.C. §11%e) to US.
Provisional Application Ne. 61/386,315 entitled Confinement Ring Assembly for
Plasma Processing Chambers, filed September 24, 2010, the entire content of which
i hereby incorporated by reference.
{0002] Plasma processing chambers can include an upper electrode and a lower
electrode. The upper elecirode typically faces a substrate support adapted to support
a semiconductor substrate during plasma processing. During the plasma processing,
power is supplied to one or both electrodes to activate the process gas and produce
the plasma 1o process the substirate,
[0003] Plasma ctching can be performed in plasma processing chambers to eich
selected materials provided as layers on a semicanductor substrate. The processing
conditions are chosen so that the plasma etches desired features in the layers.
[0604]  As described in commonly-assigned U.S. Patent No. 7,430,986, du.r%ng.
plasma etching in parallel plate capacitively coupled plasma chambers with highly
polymerizing process gas chemistries, polymer deposits can form on intemnal
chamber surfaces such as plasma confinement rings. The rings move vertically and
ag described in commonly-owned US. Patent No. 6,936,133, during wafer
processing the confinement rings may be brought closer together with the bottom
ring adjacent the substrate support. The vertical movement creates opportunity for
moving parts to scrape against each other and generate particles which can cause
particie contamination of the processed wafer. Improvements in plasma

confinement arrangements which reduce particle generation would be desirable.

Summary
[3005] A plasma confinement ring assembly useful for controlling wafer area
pressure in a capacitively coupled plasma reaction chamber wherein a wafer is

supported on a lower electrode assembly and process gas is introduced inio the
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chamber by an upper showerhead elecirode assembly, comprises an upper ring, 2
lower ring, hangers, hanger caps, optional spacer sleeves and optional washers
wherein the lower ring is supported by the hangers and is movable towards the upper
ring. The hanger caps engage upper ends of the hangers and fit in upper portions of
hanger bores in the upper ring, the optional spacer sleeves surround lower sections
of the hangers and fit within lower portions of the hanger bores, and the optional
washers fit between enlarged heads of the ha’ngers and 2 lower surface of the lower
ring. The optional spacer sleeves are dimensioned to avoid 1'ub§)ing against the inner
surface of the hanger bore during lifting of the lower ring such as during a gap
adjustment between the upper and lower electrodes.

[0006] In a modified arrangement, the spacer sieeves and washers are omitted and
a middle ring is added to the plasma confinement ring assembly. The hangers
include projections which support the zﬁidd}e ring and the spacer sleeves are
replaced with projections which limit upward travel of the hangers in the stepped
bores of the upper ring, Instead of using washers to support the lower ring, the
hangers include flanges with upward projections at their lower ends which support
the lower ring sits on the upper surface of the flanges and the outer periphery of the

lower ring is inward of the upward projection.

Brief Drescription O Figures
[0607] Tig. 1A shows & conventional plasma confinement ring assembly in the

stowage position,

10608] Fig. 1B shows a convention plasma confinement ring assembly in the

~ deployment position.

[0009] Fig 2A shows a cross sectional view of a plasma confinement ring
assembly in the stowage position, according to an embodiment.

1083106] Fig 2B shows a cross sectional view of the plasma confinement ring

assembly of Fig. 2ZA in the deployment position.

[6011] Fig. 2C shows a perspective view of a plasma confinement ring assembly
of Fig. 2A in the stcm;age posifion.

[0612] Fig. 3A shows a top view of an upper (twist and lock) ring of the plasma

confinemeni ring assembly of Fig. 2A.
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{0013] Fig. 3B shows a cross sectional view of the upper ring of Fig. 3A.

[0014) Fig. 3C shows a top view of a thermal choke in the upper ring of Fig. 3A.
[0613] Fig 3D shows another cross sectional view of the upper ning of Fig. 3A,
through a double counterbored hole.

[0016] Fig 4A chows a top view of a lower ring of the plasma confinement ring
agsembly of Fig. 24,

[0017] Fig. 4B shows a cross sectional view of the lower ring of Fig. 4A.

(0018} Fig. 5A shows a perspective view of a spacer sleeve of the plasina
confinement ring assembly of Fig. 2A.

[6019] TFig. 5B shows a cross sechonal view of the spacer sleeve of Fig. 5A.

(00207 Fig. 6A shows a perspective view of a hanger of the plasma confinement

ring agsembly of Fig. ZA.

-[0021] Fig 6B shows a side view of the hanger of Fig. 6A.

[0022] Fig 6Cshowsa mp; view of the hanger of Fig. GA.

[0023] Fig 7A shows a top view of 2 hanger cép of the plasma confinement fing
assembly of Fig. ZA.

[062-4] Fig. 7B shows a perspective view of the hanger cap of Fig. 7TA.

{0625] Fig. 7C shows a cross sectional view of the hanger cap of Fig. 7TA.

[6026] Fig. 8A shows an enlarged view of the of the plasma confinement ring
assembly of Fig. 2A in the deployment position.

{60271 Tig. 8B shows an enlarged view of the of the plasma confinement ring
assembly of Fig. ZA in the stowage position.

[6G28] Figs. 9A-C show details of a modified upper ring 1300 wherein Fig. 84 is 2
top view, Fig. 9B is a cross sectional view taken in a radial plane passing through
the center axis of the upper ring, and Fig. 9C is a cross sectional view in the radial
plane at a location of a stepped bore 1350,

[0629] Figs. 10 A-B show details of a modified lower ning 1500 wherein Fig. 10A
id & top view of the lower ring and Fig. 10B is a cross section taken in a radial plane
passing through the center axis of the lower ring.

[0030] Figs. 11 A-D show details of a middle ring 1600 wherein Fig. 10A is a fop
view of the middle ring, Fig. 11Bisa cross section taken in a radial plane passing
through the center axis of the middle ring, Fig. 11C is a perspective view of a top
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portion of middle ring 1600 at a Jocation of a hole 1650, and Fig. 11D isa
perspective view of a bottom portion of middle ning 1600 at a location of a hole
1650.

[6631] Pigs. 12 A-B show details of how the upper, middle and lower nngs
operate wherein Fig. 12A shows the rings in an open position and Fig, 12B shows
the rings in 2 closed position.

[0032] Figs. 13 A-D show details of a modified hanger 1700a having projections
in the form of pins 1760a wherein Fig, 13A is a perspective view of the hanger, Fig.
138 is a top view of the hanger, Fig. 13C is a side view of the hanger, and Fig. 13D
is a front view of the hanger.

[0033] Figs. 14 A-D show details of a modified hanger 1700b having integral
projections 1760b wherein Fig. 13A is a perspective view of the hangér, Fig. 13Bis
a top view of the hanger, Fig. 13C is a side view of the hanger, and Fig. 13D 1s 2

front view of the hanger.

Detailed Descripiion
[0034) Paraliel-plate plasma processing chambers, such as capacitively-coupled
chambers, include an upper electrode, such a3 a showerhead electrode, and a lower
elecirode. The upper electrode typically faces a semiconductor substrate 1o be
processed. During plasma processing, power is supplied to one or both electrodes to
activate the process gas and preduce the plasma to process the substrate.
[9035] Highly-polymerizing process gas chemistries, such as process gases
containing fluorocarbons, hydrofluorocarbons, or precursors of such gases, can be’
used in a plasma processing chamber to etch dielectric materials, such as silicon
oxide. During such piasma etch processes, polymer tends to deposit on some
internal surfaces of the plasma processing chamber. The polymer deposits are
undesirable because they can flake off of the surfaces and contaminate processed
subsirates {e.g., processed wafers), as well as the chamber. However, as device
features continue to shrink, it becomes increasingly desirable to maintain plasma-
exposed chamber surfaces clean from wafer-to-wafer to achieve repeatable process
results. Accordingly, it is desirable to reduce, and preferably to avoid, such polymer

deposits on intemnal surfaces of chamber parts.
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[6036] The problem of polymer deposition on plasma-exposed surfaces of some
parts in plasma processing chambers can be addressed by actively heating the
part{s). For example, chamber walls can be heated {0 keep their plasma-exposed
Iinterior surface(s) at a sufficiently high temperafure to avoid polymer deposition on
the surface(s). Aclive temperature control of showerhead electrode assemblies and
electrostatic chucks can also be used.

{0037] Alternatively, the polymer deposition problem can be addressed by
removing as-formed potymer deposiis from surfaces. For example, polyvmer deposits
can be removed by employing aggressive plasma chemistries, Alternatively, the
plasma chamber can be opened and a wet cleaning technigue can be used to remove
polymer deposits from chamber surfaces. However, such cleaning techniques
reduce process throughput.

[0038] In order to achieve desirable process efficiency and etch uniformity, plasma
can be confined within a plasma confinement zone defined between the upper and
lower electrodes of a parallel-plate plasma processing chamber, Plasma
confinement ring assembliss can be used te provide such plasma confinement.
Exemplary plasma confinement ring assemblies are disclosed in co@monly—.ewned
L1.S. Pat, Nos, 5,534,751, 5,998,932; 6,019,060; 6,178,919, 6,527,911, 7,713,379,
7,430,986, 6,936,135 and 6,926,803, each of which is incorporated herein by
reference in its entirety. B

100391 A conventional plasma confinement ring assembly 10 as shown in Figs. 1A
and 1B can include an upper ring 11 and a pharality of lower rings 13, The upper

ring 1} and the lower rings 13 are arranged in a stack to define a plurality of gas

‘passages extending radially between the upper and lower rings 11 and 13, Charged

particles in the plasma are neutralized as the particles pass through the passages,
thereby minimizing the tendency for a discharge outside a plasma confinement zone
{i.e., "unconfinement” of the plasmay} defined by the space between an upper
electrode assembiy 20 and a Jower electrode assembly 30, The upperring 11 has a
plurality of holes aligned with a plurality of holes of each of the lower rings 13. A
plurality of hangers 14 are disposed through the aligned holes in the upper ring 11
and the lower rings 13. The hangers 14 are held in place by a plurality of retainers
12. The lower rings 13 can slide axially along the hangers 14. Each hanger 14 has
5
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an enlarged section at its lower end. A plurality of washers 15 are disposed around
each hanger 14 to separate adjacent rings 11 and 13. The lowest lower ring 13 is
separated from the enlarged sections of the hangers 14 by pads 16.

[0040] Figs. 1A and 1B show the plasma confinement ring assembly 10 ata
stowage position and a deployment posttion, respectively, When the plasma
confinement ring assembly 10 moves from the stowage position {o the deployment
position, the plasma confinement ring assembly 10 moves downward.” At a certain
point, the pad 16 engages the lower electrode assembly 30. The plasma confinemsnt
ring assembly 10 continues to move downward until the lower rings 13 fully
collapse together and are pushed towards the upper ring 11 by the lower electrode
agssembly 20

10041] Plasma processing is conducted when the plasma confinement ring
assembly 10 is ai the deployment position, wherein a portion of the hanger 14
between the rings 11 and 13 (1.e. in the passages) is exposed to plasma and can have
polymer deposition over time. As the plasma confinement ring assembly 10 moves
between the stowage position and the deployment position, the washers 15, the pads
16 and the lower nngs 13 shide along and can rub against the hangers 14, which can
disiodge the polymer deposition thercon and cause particulate contamination of
semiconductor substrates processed in a plasma processing chamber equipped with
the plasma confinement ring assembly 10,

0042] Described herein is a plasma confinement ring assembly 20, which
climinates the undesirable rubbing in the plasma confinement ring assembly 10 and
thus reduces particulate contamination caused thereby. In one smbodiment as
shown in Figs. 24, 2B and 2C, the plasma confinement ring assembly 20 comprises
an upper ring 300, a lower ring 500, a plurality of hangers 700, a plurality of spacers
sleeves 400, a plurality of hanger caps 200 and a plurality of washers 600. In this
embodiment, the upper ring 300 has a plurality of bores and the lower ring 500 has
plurality of bores corresponding o the piurality of bores in the upper ring 300. The
hangers 700 are disposed through these bores in the upper ring 300 and the lower
ring 500. The hanger caps 200 are attached to the hangers 700 and prevent the
hangers 700 from being pulled out in the direction from the upper ring 300 to the
lower ring 500. The hangers 700 each have an enlarged botiom section extending
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below a bottom wall of the upper ring 300, The lower ring 500 is supported on the
washers 600 that are disposed around the hangers 760, The spacer sleeve 400 are
disposed around the hangers 700 and are supported on the lower ring 500. The
spacer sleeve 400, the lower ring 500 and the washers 600 can slide in the axial
direction along the hangers 700 without an outer wall of the spacer sleeve 400
contacting the upper ring 300. The enlarged bottom sections of the hangers 700
support the lower ring 500, the spacer sleeve 400 and the washers 600.

[0G43] Figs. 3A-3D show details of the upper ring 300 according to an
embodiment. The upper ring 300 has an upper wall 310, an onter wall 320, g lower
wall 330 and an inner wall 340. The upper ring 300 has three double counterbored
holes 350 extending between the upper wall 310 and the lower wall 330, the double
counterbored holes 350 each having an upper section 3502 in the upper wall 310, 2
fower section 350c in the lower wail 330 and a muddle section 350b with a smalier
diameter than the upper and lower sections 350a and 350c. The holes 350 preferably
are evenly spaced azimuthally, The upper ring 300 preferably has three twist-and-
lock bores 360 in the upper wall 310, the twist-and-lock bores 360 adapted ic engage
with vertically movable plungers mounted in & top wall of a plasma processing
chamber such that the plasma confinement ring assembly 20 is supported by the
plungers by inserting free ends of the plungers in the twist-and-lock bores 360 and
rotating the plasma confinement ring assembly 20 to lock the plungers in nammow
ends of the twist-and-leck bores 360. Details of a cam-based arrangement for
supporting and operating the plungers can be found in commoniy-owned U.5. Patent
No. 6,019,060, the disclosurs of which is hereby incorporated by reference., The |
bores 360 have an internal depth sufficient to allow heads of the plungers to move
vertically down into the bores to accommodate vertical movement of the upper ring
300 when the lower ring 500 engages the lower ¢lectrode assembly during a gap
adjustment and lifts the upper ring 300 when upper ends of the sleeves 400 reach the
limit of their travel in the lower section 350c of bores 350, See, for example,
commonly-owned U.S. Patent No. 6,926,803, the disclosure of which i1s hereby
incorporated by reference. The upper ring 300 further preferably has a thermal choke
370. The thermal choke 370 comprises a plurality of inner slots 371 amranged in a
discontinuous first civcular pattern, and a plurality of outer slots 372 spaced
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sutwardly from the inner slots 371 and amranged in a concentric discontinuous
second circular pattern. Adjacent inner slots 371 are separated by inner regions 373,
and adjacent outer slots 372 are separated by outer regions 374. As shown in Fig,
3A, the inner regions 373 and outer regions 374 &ré offset from each other around
the upper plasma confinement ring 300. The inner slots 371 and the outer slots 372
preferably extend completely through the thickness of the plasma confinement ring
300 {i.e. between the upper wall 310 and the lower wall 330). This construction and
placement of the thermal choks 370 reduces radial heat dissipation from the inner
wall 320 so that the inner wall 320 reaches a sufficiently high temperature to
su‘osigntiaﬁy prevent polymer deposition thereon during plasma processing. The
irmer slots 161 and outer siots 163 prefarably have a width of from about 0.05 inch
to about 0.2 inch. The upper ring 300 preferably has an inner diameter of about 17
inches and a height from about 1 to 2 inches.
[0G44] TFigs. 4A and 4B show details of the lower ring 500 according to an
embodiment. The lower ring 500 has an upper wall 510, an inner wall 520, & lower
wall 530 and an cuter wall 540. The lower ring 500 further has three through holes
550 extending from the upper wall 510 {o the lower wall 530 and corresponding to
the three double counterbored holes 350 in the upper ring 300. The lower ring 500
preferably has a thickness of about 0.005 to G.1, preferably about 0.01 inch and is
made of a dielectric material such as semiconductor processing compatible PEEK.
The lower ring 500 preferably has about the same inner diameter ag the upper ring
300, The lower ring 500 is preferably made of an electrically insulating material
such as quartz.
[0045] Figs. 5A and 5B show details of the spacer sleeves 400 according 1o an
embodiment. Each spacer sleeve 400 has an upper wall 410, an inner wali 440, an
cuter wall 420, a lower wall 430 and a through hole 450 extending between the
upper wall 410 and the lower wall 430. An upper cuter edge and a lower outer edge
of the spacer sleeve 400 preferably have 45° chamfers. The spacer sleeve 400 15
sized to fit in the lower section 350c of bore 350 in the lower wall 330 of the upper
ring 300. The spacer sleeve 400 preferably has an outer diameter smaller than an
inner diameter of the lower section 35300 o that the spacer sleeve 400 does not rub
against an mner wall of the lower section 350c when the spacer sleeve 400 shides
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along the hanger 700 disposed in the double counterbored hole 350, The spacer
steeve 400 preferably has the same height as the depth of the lower section 350c.
The through hole 450 can have abowt the same diameter as the middle section 350b
of the hole 350,

[0046] Figs. 6A-6C show details of the hanger 700 according to an embodiment.
The hanger 700 has, from top to botiom, a first cyvlindrical section 710, a second
truncated triangular prism section 720, a third truncated triangular prism section 730
which is smaller than the second section 720, a fourth cyiindrical section 740, and a
fifth cylindrical section (i.e. the enlarged bottom section} 750 which is larger in
digmeter than the fourth section. The hanger 700 is preferably made of an
electrically insulating material such as PEEK. Axn outer diameter of the fourth
oylindrical section 740 is preferably slightly smaller than the inner diameter of the
middle section 350b of the hole 350 in the upper ring 300 such that the hanger 700
can slide in the hole 350 without rubbing of opposed surfaces.

[0047] Figs. 7A-7C show details the hanger cap 200 according to an embodiment,
The hanger cap 200 has an upper wall 201, an outer wall 202 and a lower wall 203.
The upper wall 201 preferably has a slot 210 for engaging a tool such as a screw
driver. The hanger cap 200 preferably has the same height as the upper section
350a of the hole 350 in the upper ring 300 and has a smailer outer diameter than that
of the upper section 350a. When the hanger cap 200 fits in the upper section 350a,
the upper wall 202 preferably is coextensive with the upper wall 310 of the upper
ring 300. The cuter diameter of the hanger cap 200 preferably is larger than the
diameter of the middie section 350b of the hole 350 such that when the hanger cap
200 is attached to the hanger 700, it prevents the hanger 700 from being pulled out
of the hole 350. The hanger cap 200 can be secured to the hanger 700 by a suitable
mechanism. For example, the hanger cap 200 can have an intemal cavity 220 open
in the iower wall 203, with a spring 230 disposed in the internal cavity 220; the
cavity 220 has three projections 220a at its opening in the lower wall 203, The first,
second and third sections 710, 720 and 730 of 2 hanger can be inserted into the
cavity 220 and twisted so that the second section 720 loads the spring 230 which

urges the second section 720 against the projection 220a.
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{00481 The washer 600 has 2 through hole with a diameter smaller than an outer
diameter of the fifth section 750 of the hanger 700 and not smaller than the outer
diameter of the fourth section 740 of the hanger 700, The washer is made of an
electrically insulating material such as PEEK.

[0049] Figs. 84 and 8B show enlarged portions of the plasma confinement ring
assembly 20 in the deployment position and the stowage position, respectively. In
the deployment position, a portion of the cuter wall 420 of the spacer slesve 400 as
indicated by the dotied boxes is exposed to plasma during processing and thus can
have polymer deposition. The spacer slecve 400, however, does not rub against the
upper ring 300 as explained hereinabove, therefore particulate contamination from
the polymer deposition is substantially reduced.

[6050] A method of assembling the plasma confinement ring assembly 20,
according to an embodiment, includes (a) inserting each hanger 700 info a washer
600; (b) inserting the hangers 700 mto the hole 550 of the lower ring 500; (¢}
inserting each hanger 700 inio a spacer sleeve 400; {d} inserting the hangers 700 into
the holes 350 of the upper ring 300; (e} atfaching a hanger cap 200 onto each hanger
700 and () rotating the hanger 700 to engage projections of the hanger with seats in
the hanger cap.

{0051] In a preferred embodiment, the upper ring 300 has parallel inner and outer
gidewalls 320, 340 and parallel upper and lower walls 310, 330 which are
perpendicular to the sidewalls. The upper ring 300 with the lower ring 500
supported by the hangers 700 has a vertical length of about 2.155 inches except
when the lower ring 500 is lifted by contact of the washer 600 with an outer upper
periphery of the substrate support 30 during adjustment of a gap between the upper
and lower electrodes. Typically, the gap may be adjusted to vertical digtances of 1
to 6 cm, e.g., 1.6 om, 2.3 cm or 3.6 om. The vertical distance that the lower ring 500
travels before an upper end of the spacer sleeve 400 contacts an upper wall of the
upper section 350¢ 1 the upper ring 300 can be about 0.05 10 0.2 inchés, preferably
gbout (.07 to 0.12 inch. During such movement of the lower ring 500, the upper
ring 300 remains in the same position until the spacer sleeve 400 engages the upper

wall of the lower section 350c after which the upper and lower rings are Jifted.
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{0052} In a preferred embodiment, the upper ring 300m is sized to have a gap
between its inner wall and an outer wail of the upper electrode assembly. For
exampie, the upper ring can have an inner diameter of about 17 inches, an outer
diameter of about 20 inches and a thickness of zbout 2 inches. The twist-and-lock
bores 350 can be located on a radius of about 8.2 inches and the hanger bores 360
can be located on a radius of about 9.4 inches.

[0053] The upper ring 300 includes three twist-and-lock bores 360 aﬁd three
hanger bores 350 adiacent the bores 360. The bores 360 have & wide diameter
portion sized to aliow a plunger to enter the bore 360 and a narrow portion offset
about 5° from the wide portion. The wide portion and narrow portion are connected
by an annular chamel sized to allow movement of an enlarged head of a lower end
of the plunger from the entry position to a locked position at which a smaller
diameter portion of the plunger is located in the narrow portion of the bore 360. To
lock the plunger in the locked position, the channel has a vertical step which
prevents the head of the plunger from moving towards the wide portion of the bore
360 unless the plunger is depressed and moved in a circumferential direction relative
to the upper wall 310 of the upper ring 300.

[0054] Inthe preferred embodiment, the hanger bores 350 extend through the
uppef and lower walls of the upper ning 300, The bores 350 preferably have an
upper section 3502 which is about 0.64 inch deep and about 0.75 inch in diameter, a
lower section 350c which is about 0.38 inch deep and about 0.75 inch in diameter,
and a middle section 350b connecting the sections 350a, 350¢, section 350c¢ being
about $.925 inch in length and about 0.41 inch in diameter.

[0055] The upper ning 300 preferably includes six inner slots 371 and six outer
slots 372 located between the inner wall 340 and the middle radius of the upper ring
300. Each of the slots can extend 40 to 35°, preferably about 48° with ends of the
inner slots being spaced about 12° apart and three pairs of the outer slots spaced
about 4° apart and the other three pairs of outer slots spaced about 20° apart. The
inner slots can be located on a radius of sbout 8.92 inches and the guter slots can be
located on g radius of 2bout 8.86 inches.

[0056] Each of the hangers 700 preferably has a length of about 2 inches and
meludes four vertically spaced sections with different cross sections. The first
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section is an upper cylindrical section about 0.2 inch in length and 0.13 inch in
diameter. The second section is a triangular section about 0.255 inch in length with
three planar walls parailel to a center axis of the hanger located about 0.125 inch
from the center axis, the three walls having equal widths and oriented 60° with
respect to each other. Upper ends of the of the three walls are wider than lower ends
of the walls to form three projections extending about 0.2 inch from the center axis
of the hanger. The planar walls are T-shaped and lower ends of the planar walls are
comnecied by cylindrical wall sections having a vertical length of about 0.145 inch
and a dizmeter of about 0.3 inch. The third section is cylindrical with a length of
about 1.45 inches and a diameter of about 0.4 inch. The fourth section is cylindrical
and has a length of about 0.15 inch and a diameter larger than the third section, e.E
about 0.42 inch. o |

[8087] The spacer sleave 400 preferably is cylindnical with a length of about (.39
inch, outer diameter of about 0.67 inch and inner diameter of about §.41 nch.
Upper and lower edges of the spacer sleeve 400 preferably include 45° chamfers
extending about .04 inch,

[0058] The washers 600 preferably have an outer diameter of about 1.25 inches, an
inner diameter of about 0.42 inch and thickness of ahoat‘ 0.01 inch.

[6059] The lower ring 500 preferably has an outer diameter of about 20 inches, an
inner diameter of about 17 inches, and a thickness of about 0.09 inch. The three
holes to receive the hangers can have a diameter of about .42 inch located on a
radius of 9.44 inches and spaced 120° apart.

[B060] In a further embodiment, the spacer sleeves and washers are eliminated and
a middle ring is added to the plasma ring confinement assembly. Fach hanger is
modified {o include a lower projection which engages a seat in the bottom surface of
the middle ring and an upper projection which limits upward travel of the hanger mn
the stepped bore of the upper ring. Instead of using washers to support the lower
ring, each hanger includes a flange with an upward projection at its Jower end
whereby the lower ring sits on the upper surface of the flange and the outer
periphery of the lower ring is inward of the upward projection. The elimination of
the spacer sleeves and washers minimizes the contact between the hangers and the
confinement ring (o minimize rubbing} and areas that do make contact are located
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on the “backside” of the hanger {opposite side from the plasma fo prevent line of
sight to the plasma). This is useful for certain processes such as the Metal Hard
Mask (MHM) process which creates nonvolatile etch byproducts (T1OF} that deposit
on the PEEK hangers because they are colder than the quartz confinement rings.
The modified arrangement minimizes rubbing between the PEEK hangers and
guartz confinement rings to avoid generation of particles.

[0061] Inthis embodiment, the middie ring includes slots which act as thermal
breaks to keep the part hot and prevent polymer deposition. The thin bottom ring
contains features that allow the hanger and the bottom two rings to mate togsther
when the rings are fully collapsed. To minimize particles, all PEEK to PEEK
contact 15 eliminated by modifying the hanger design. The support arrangement
utilizes 3 hangers and no washers. The hangers can have projections to support the
middle ring and contro! the spacing between the middle and lower rings.

[0062] Figs. 9A-C shows details of the upper ring 300A according to an
embodiment. The upper ring 1300 has an upper wall 1310, an outer wall 1320, a
lower wall 1330 and an inner wall 1340, The upper ring 1300 has three double
counierbored holes 1350 extending between the upper wall 1310 and the lower wall
1330, the double counterbored holes 1350 each having an upper section 13502 in the
upper wall 1310, a lower section 1350c¢ in the lower wall 1330 and a middle section
1350k with a smaller diameter than the upper and lower sections 1350z and 1350c.
The holes 1350 preferably are evenly spaced azimuthally. The upper ring 1300
preferably hag three twist-and-lock bores 1360 in the upper wall 1310, the twist-and-
lock bores 1360 adapted to engage with vertically movable plungers mounted in a
top wall of & plasma processing chamber such that the plasma confinement ring
assembly 20 is supported by the plungers by inserting free ends of the plungers in
the twist-and-lock bores 1360 and rotating the plasmea confinement ring assembly 20
to lock the plungers in narrow ends of the twist-and-Jock bores 1360. Details of a
cam-based arrangement for supporting and operating the plungers can be found in
commonly-cwned U.S. Patent No. 6,019,060, the disclosure of which is hereby
incorporated by reference. The bores 1360 have an internal depth sufficient to allow
heads of the plungers to move vertically down into the bores 1o accommodate
vertical movement of the upper ring 1300 when a lower ring 1500 engages the lower
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electrode assembly during a gap adjustment and Lifts the upper ring 1300 when
upper projections on the hangers reach the limit of their travel in the lower section
1350¢ of bores 1350. See, for example, commonly-owned U.S. Patent No.
6,926,803, the disclosure of which is hereby incorporated by reference. The upper
ring 1300 further preferably has a thermal choke 1370, The thermal choke 1370
comprises a plurality of inner slots 1371 arranged in a discontinucus first circular
pattern, and a plurality of outer slots 1372 spaced outwardly from the inner slots
1371 and arranged in a concentric discontinuous second circular patiern. Adjacent
inner slots 1371 are separated by inner regions 1373, and adjacent outer slots 1372
are separated by outer regions 1374, As shown i Fig. 9A, the inner regions 1373
and outer regions 1374 are offset from each other arcund the upper plasma
confinement ring 1300. The inner slots 1371 and the outer slots 1372 preferably
extend completely through the thickness of the plasma confinement ring 1300 (i.e.
between the upper wall 1210 and the lower wall 1330}, This construction and |
placement of the therma! choke 1370 reduces radial heat dissipation from the mner
wall 1320 so that the inner wall 1320 reaches a sufficiently high temperature to
substantially prevent polymer deposition thereon durtng plasma processing. The
imner slots 1371 and outer slots 1372 preferably have a width of from about 0.05
inch to about 0.2 inch. The upper ring 1300 preferably hag an inner diameter of
about 17 inches and a height from about 1 to 2 inches.

[0063] Figs. 10A-B show details of the lower ring 1500 according to an
embodiment. The lower ring 1500 has an apper wall 1510, an inner wall 1520, a
lower wall 1530 and an outer wall 1540, The lower ring 1500 further has three
through key-hole shaped holes 1550 extending from the upper wall 1510 to the
lower wall 1530 and corresponding to the thres double counterbored holes 1350 in
the upper ring 1300. The holes 1550 have a larger diameter portion with & diameter
of about .42 inch located on a radius of about 8.5 inches from the center of the
lower ring 1500, Each hole 155G includes a narrow slot extending radially mward
with & width of about 0.175 inch and an inner end of the slot has a diameter of about
0.175 inch located on a radius of sbout 822 inches from the center of the lower ring
1500. The lower ring 1500 preferably has a thickness of about 0.005 to 0.1,
preferably about 0.01 inch and is made of a dieleciric material such as
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seniiconductor processing compatible PEEK. The lower ring 1500 preferably has
about the same inmer diameter a5 the upper ring 1300, The lower ring 1500 is
preferably made of an electrically insulating material such as quartz.

{0064} 'Fégs.' 11A- show details of the nmddle ring 1600 according o an
embodiment. The middle ring 1600 has an upper wall 1610, an inner wall 1620, a
lower wall 1630 and an outer wall 1640, The middle ring 1600 further has three
keyhole-shaped through holes 1650 extending from the upper wall 1610 to the lower

wall 1630 and corresponding to the three double counterbored holes 1350 in the

'upper ring 1300. The holes 1650 have a larger diameter portion with & diameter of

about 0.42 inch located on a radius of about 8.5 inches from the center of the middle
ring 1600. AS shown in Fig. 11C, each hole 1650 includes a narrow slot 1650a
extending radially inward with a width of about ¢.175 inch and an inner end of the
glot has a diameter of about 0.175 inch located on a radius of sbout 8.22 inches from
the center of the middle ring 1600, As shown in Fig. 11D, a slot 1650b
diametrically opposite slot 1650a extends into the bottom surface 1630 and partially
through the thickness of the middle ring 1600. The siot 1650b has a width of about
0.23 inch and an outer end of the slot has a diameter of about 0.23 inch located on
radius of about 8.725 inches from the center of the middle ring, The middle ring
1600 preferably has a thickness of about 0.25 to about 0.3 inch, preferably about
0.27 inch and is made of a dielectric material such as semiconductor processing
gompatible PEEK. The middle ring 1600 preferably has about the same inner
diameter as the upper ring 1300, preferably about 8.565 inches. The middle ring
1600 further preferably has a thermal choke 1870, The thermal choke 1670
comprises a plurality of inner slots 1671 amanged in a discontinuous first circular
pattern, and a plurality of outer slots 1672 spaced outwardly from the inner slofs
1671 and arranged in a concentric discontinuous second circular pattern. Adjacent
inner slots 1671 are separated by inner regions 1673, and adjacent cuter siots 1672
are separated by outer regions 1674, As shown in Fig. 11E, the inner regions 1673
and outer regions 1674 are offset from each other sround the middle ring 1600. The
inner slots 1671 and the outer slots 1672 preferably extend completely through the
thickness of the middle ring 1600 (1.e. between the upper wall 1610 and the lower
wall 1630). This construction and placement of the thermal choke 1670 reduces
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radial heat digsipation from the inner wall 1620 so that the inner wall 1620 reaches a
sufficiently high temperature {o substantially prevent polymer deposition thereon
during plasma processing. The inner slots 1671 and outer slots 1672 preferably have
a width of from about 0.05 inch to about 0.2 inch, more preferably about 0.01 inch.
In & preferred arrangement, 36 inner glots and 36 outer slots are arranged such that
cach slot extends 16.53° and ends of adjacent slots are spaced apart by 3.5°, the mner
slots on & radius of about 8.788 inches and the cuter slots on a radius of about 5.65
inches from the center of the rmddle ring 1600. One or both ends of the slots can be
round holes having a diameter of about 0.015 inch. The upper ring 1300 preferably
has an inner diameter of about 17 inches. The middle ring 1600 is preferably made
of an electrically insulating material such as guartz.

[8065] In this embodiment, the spacer sleeves 400 are omitted and instead a
modified hanger 1700 is used which includes projections 1760 for engaging the
middlie ring 1600 and the lower bore 1350c in the upper ring 1300. Fig. 12A shows
the modified hanger 1700 engaging the lower ring 1500, the middle ring 1600 and
the upper ring 1300 in an open position and Fig. 12B shows the same arrangement in
the closed position. The hanger 1700 includes upper and lower projections 1760, the
upper projection engaging the top wall of bore 350¢ when the rings are in the closed
position and the lower projection engaging the slot 1650b in the middle ring 1600,
The projections | 760 can be separate ping which are press fitted in holes in the
hanger 1700 or the projections can be an mtegral part of the hanger 1700,

[0066] Figs. 13A-D show details of hanger 17002 having projections in the form
of separate pins 1760a. The hanger 1700a has, from top to bottom, a first cylindrical
section 1710, a second truncated triangular prism section 1720, a third fruncated
triangular prism section 1730 which is smaller than the second section 1720, & fourth
cylindrical section 1740, and a fifth cviindrical section (i.¢. the enlarged bottom
section} 1750 which is larger in diameter than the fourth section. The hanger 1700a

and the pins 1760a are preferably made of an slectrically insulating material such as

"FEEK. An outer diameter of the fourth cylindrical section 1740 is preferably

slightly smaller than the inner diameter of the middle section 1350b of the hole 1350
inn the upper ring 1300 such that the hanger 17002 can shide in the hole 1350 without
rubbing of opposed surfaces. In contrast to the first embodiment wherein the lower
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ring 18 supported on washers, hanger 1700a includes an L-shaped flange 1770 with a
projection 1770z at its outer end which en gages an outer periphery of the lower ring
1500 and the portion of the hanger 1770a above the flange 1770 fits through the hole
1550 in the lower ring 1500. The projections 176Ca are preferably arranged such
that the upper surface of the lower projection is about 0.3 to 0.4 inch, preferably
about 0.35 inch above the upper surface of flange 1770 and the upper projection can
be located 0.4 to .3 inch, preferably (.45 inch above the upper surface of the flange
1770. The projections 17602 can be cylindrical pins having a diameter of about 0.1
to 0.2 inch, preferably about 6,16 inch and the ping can have a length of about 0.33
inch. The pins can be press fitted into holes in the hanger 1700a such that the pins
extend about 0.15 inch beyond the outer surface of the hanger 1700a. The length of
section 1750 {distance between the bottom and top surfaces of the flange 1770} can
be about 0.2 inch, the length of section 1740 can be about 1.45 inches, the length of
section 1730 can he about 0.145 inch, the length of section 1720 can be about 0.110
inch, and the length of section 1710 can be about 0.2 inch and diameter of section
1710 can be about 0,13 inch.
16067} Figs. 14A-D show details of hanger [700b having projections in the form
of integral projections 1760b. The hanger 1700b has, from top to bottom, a first
cylindrical section 1710, a second truncated triangular prism section 1720, a third
truncated triangular prism section 1730 which is smaller than the second section
1729, a fourth cviindrical section 1740, and a fifih cylindrical section {i.e. the
enlarged bottom section} 1750 which is larger i diameter than the fourth section.
The hanger 1700b with the integral projections 1760b is preferably made of an
elecirically insulating material such as PEEK. An outer diameter of the fourth
cylindrical section 1740 is preferably slightly smalier than the inner diameter of the
middie section 1350b of the hole 1350 in the upper ring 1300 such that the hanger
1700b can slide in the hole 1350 without rubbing of opposed surfaces. In contrastio
the first embodiment wherein the lower ring is supported on washers, hanger 1700b
includes an L-shaped flange 1770 with a projection 1770b at its outer end which en
gages an outer periphery of the lower ring 1500 and the portion of the hanger 1770b
above the flange 1770 fits through the hole 1550 in the lower ring 1560, The
projections 1760b are preferably arranged such that the upper surface of the lower
X
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projection is about 0.3 to 0.4 inch, preferably about 0.35 inch above the upper
surface of flange 1770 and the upper projection can be located 0.4 to 0.5 inch,
preferably 0.45 inch above the upper surface of the flange 1770. To provide
additional strength to the projections 1760b, they can be rectangular in shape with a
width of about 0.1 to 0.2 inch, preferably about 0.14 inch and a length of about 0.1
to 0.2 inch, preferably about 0.16 inch. The length of section 1750 {distance
between the bottom and top surfaces of the flange 1770) can be about 0.2 inch, the
length of section 1740 can be about 1.45 inches, the length of section 1730 can be
about 0.145 inch, the length of section 1720 can be about 0.110 inch, and the length
of section 1710 can be about 0.2 inch and diameter of section 1710 can be about
(.13 inch.

10668] The embodiment shown in Figs. 9-14 minimizes contact between the
hangers and the confinement rings and areas of parts that come into rubbing contact
are located on a side of the hanger opposite to where plasma is generated in the
chamber. The addition of the middie ring with slots acting as thermal brealcs
operates to keep plasma exposed surfaces hot to prevent deposition of etch
byproducts which can lead to particle and wafer contamination problems. The
design of the parts minirmzes contact of parts made of PEEK.

(60691  While the plasma confinement ring assembly and its components have been
described in detail with reference to specific embodiments thereof, it will be
apparent o those skilled in the art that various changes and modifications can be
made, and equivalents emploved, without departing from the scope of the appended

claims.
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CLAIMS:

1. An upper ring of a plasma confinement ring assembly useful for controlling
wafer area pressure in a capacitively coupled plasma reaction chamber wherein a wafer
is supported on a lower electrode assembly and process gas is introduced into the
chamber by an upper showerhead electrode assembly, wherein:

the upper ring has an upper wall, a lower wall, an outer wall, an inner wall, a
series of circumferentially extending slots which pass through the upper and lower walls,
a plurality of twist and lock bores in the upper wall adapted to engage with vertically
movable plungers mounted in a top wall of the plasma reaction chamber such that the
upper ring is supported by the plungers by inserting free ends of the plungers in the
twist and lock bores and rotating the upper ring to lock the plungers in narrow ends of
the twist and lock bores, a plurality of hanger bores extending between the upper and
lower walls, the hanger bores including larger upper and lower sections connected by a
smaller diameter central section;

wherein lower sections of each of the hanger bores are configured to locate a
respective spacer sleeve therein and a respective inner wall of each of the lower sections
of the respective hanger bores are configured to be spaced from the respective spacer
sleeves by at least 0.1 inch when the respective spacer sleeves are located in the

respective lower sections of each of the hanger bores.

2. A hanger assembly of a plasma confinement ring assembly useful for controlling
wafer area pressure in a capacitively coupled plasma reaction chamber wherein a wafer
is supported on a lower electrode assembly and process gas is introduced into the
chamber by an upper showerhead electrode assembly, comprising:

a hanger cap configured to fit in an upper sections of a hanger bore in an upper
ring of the plasma confinement ring assembly, the hanger cap including a stepped bore
in a lower wall thereof and a helical spring press fitted in a small diameter upper section
of the stepped bore; and

a hanger configured to fit in a lower section of the hanger bore in the upper ring
of the plasma confinement ring assembly, the hanger having an upper end configured to

fit in the stepped bore of the hanger cap such that the helical spring is compressed, the
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hanger being movable vertically with respect to the hanger cap and rotatable to a lock
position, the hanger including at least one projection adapted to rotate in the stepped
bore of the hanger cap to engage a seat in the hanger cap, and the hanger including a
lower section having an enlarged lower end;

wherein the hanger includes a spindle section having an axial length of about 1.6
inch and diameter of about 0.4 inch, a flange at a lower end of the spindle section with
an axial length of about 0.15 inch, an upper spindle section with an axial length of about
0.2 inch and diameter of about 0.13 inch, an upper triangular section below the upper
spindle section with an axial length of about 0.11 inch and maximum width of about
0.39 inch, a lower triangular section below the upper triangular section with an axial

length of about 0.145 inch and maximum width of about 0.3 inch.

3. The hanger assembly of claim 2, further comprising:

a spacer sleeve which includes an upper wall, a lower wall, an outer wall, an
inner wall and a through hole extending between the upper and lower walls, the spacer
sleeve configured to fit in the lower section of the hanger bore with the hanger
extending through the through hole.

4. The hanger assembly of claim 2, wherein the hanger includes a projection
configured to fit within the lower section of the hanger bore and during upward
movement of the hanger the projection does not contact surfaces of the hanger bore until
an upper surface of the projection comes into contact with a horizontal surface of the

hanger bore.
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