
Compositions, methods, and kits are provided for
sealing applications. Compositions are prepared by
combining a first cross-linkable component with a
second cross linkable component to form a porous
matrix having interstices, and combining the porous
matrix with a hydrogel-forming component to fill at
least some of the interstices. The compositions
exhibit minimal swelling properties. 


