
Liquid compositions are disclosed that include a
photocatalytic material and a hydrophilic binder that
includes an essentially completely hydrolyzed
organosilicate. Also disclosed are methods of making
such compositions, methods of coating a substrate with
a hydrophilic composition, and substrates coated with
such compositions. The compositions may, for example,
be embodied as stable one-pack compositions. 




