
ABSTRACT 

An evaluation method according to an embodiment is an 

evaluation method for evaluating concrete coated with a finishing 

material, including: a step of acquiring and storing in advance a 

	

5 	relational expression between a diffusion coefficient of gas that 

permeates a known finishing material and a pigment volume 

concentration, the relational expression being specified for the known 

finishing material; a step of acquiring a pigment volume concentration 

of a finishing material to be evaluated; and a step of calculating a 

	

10 	diffusion coefficient of gas that permeates the finishing material to be 

evaluated from the obtained pigment volume concentration. Further, 

the evaluation method according to the embodiment includes a step of 

predicting progress of carbonation of the concrete coated with the 

finishing material to be evaluated, after the step of calculating the 

	

15 	diffusion coefficient of the gas. 
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