
A chemically vapor deposited diamond body which has reduced density and
stress gradients comprises compressed voids and is produced from a low
pressure chemically vapor depositing diamond body by treating the body at
sufficient temperatures and pressures at which diamond is the
thermodynamically stable phase of carbon so as to reduce the size of the
voids and reduce the stresses in the diamond body.    


