
A PROCESS FOR PRODUCING THERMOFORMABLE FOAM SHEET USING A PHYSICAL BLOWING
AGENT   Abstract:   The present invention is a process for producing a
thermoplastic foam sheet comprising contacting a molten  monovinylidene
aromatic or olefinic polymer with a physical blowing agent to form a
polymer/blowing agent mixture, and foaming the mixture into a region of
lower pressure within a sheet extrusion line, wherein the extrudate is
pulled and compressed to form a  thermoplastic foam sheet having a uniform
thickness of less than 3 mm. 


