
A carbon coated polymeric film is produced by Plasma Enhanced Chemical
Vapor Deposition. An amorphous nylon layer having at least one exposed high
energy surface is adhered to a polymeric substrate. Carbon is thereafter
deposited on the exposed high energy surface by vapor deposition of a
decomposable precursor in the presence of plasma.    


