
A process is disclosed for making pigmentary titanium
dioxide through the oxidation of titanium
tetrachloride in the presence of aluminum chloride, in
which aluminum chloride solids are sublimed and
combined with titanium tetrachloride gases and the
combination oxidized in an oxidizer. Also, a process
and apparatus for subliming aluminum chloride solids
at least in part by conductive heat transfer from
inert, thermally conductive solids in a fluidized bed.


