
A bearing member and a dynamic pressure bearing device using the bearing
member includes a cylindrical body constituting a bearing member that
rotatably supports a shaft member. The cylindrical body is made of a copper
metal, and an anti-rust film comprising cupric benzotriazole is formed on
the surface of the cylindrical body.    


