
Disclosed is a polishing pad with excellent planarization properties and
not vulnerable to scratches. The disclosed polishing pad includes a
polishing layer having elliptical gas bubbles, wherein the long axis of the
aforementioned elliptical gas bubbles are inclined at 5-45 degrees to the
thickness direction of the polishing layer. 


