


Process for making a flexible foam by reacting a polyisocyanate composition
having an NCO value of 10-25 % by weight and 30-150 parts by weight, per
100 parts by weight of polyisocyanate composition, of a polyol composition
comprising water at an isocyanate-index of 40-100.    


