
Title: PROCESS FOR PRODUCING BISPHENOL A   Abstract: A process for
producing bisphenol A which comprises using a cation-exchange resin as a
catalyst optionally together  with a free mercaptan as a promoter to
condense phenol with acetone, wherein the acetone/phenol molar ratio is
increased with  deterioration of the cation-exchange resin catalyst to
thereby maintain a conversion of phenol. By the process, bisphenol A can be
industrially advantageously produced efficiently.  


