DESCRIPTION

LEXPOSURE APPARATUS, EXPOSURE METHOD, ARND

METHOD IFOR PRODUCING DEVICE
TECHNICAL FIELD

The present invention relates Lo an exposure
apparatus, an exposure method, and a method for producing a
device in which a substrate is exposed with a pattern in a
state that a liquid immersion area is formed between a

projection optical system and the substrate.
BACKGROUND ART

Semiconductor devices and liguid crystal display
devices are produced by the so-called photolitheography
technigue in which a pattern formed on a mask is
transferred onto a photosensitive substrate. The exposure
apparatus, which is used in the photolithography step,
includes a mask stage for supporting the mask and a
substrate stage fLor supporting the substrate. The pattern
on the mask is transferred onto the substrate via a
projection optical system while successively moving the
mask stage and the substrate stage. In recent years, it is

demanded to realize the higher rescolution of the projection



optical system in order to respond teo the further advance
of the higher integration of the device pattern. As the
exposure wavelength to be used is shorter, the resolution
of the projection optical system becomes higher. As the
numerical aperture of the projection optical system is
larger, the resolution of the projection optical system
becomes higher. Therefore, the exposure wavelength, which
is used for the exposure apparatus, is shortened year hy
year, and the numerical aperture of the projection optical
system is increased as well. The exposure wavelength,
which is dominantly used at present, is 248 nm of the KrF
excimer laser. However, the exposure wavelength of 193 nm
of the ArF excimer laser, which is shorter than the above,
is also practically used in some situations. When the
exposure is performed, the depth of focus (DOF) is also
important in the same manner as the resolution. The
resolution R and the depth of focus § are represented by
the following expressions respectively. "

R = Kk *A/NA cea (1)

§ = xk,*A/NA% eeo{2)

In the expressions, M represents the exposure
wavelength, NA represents the numerical aperture of the
projection optical system, and k; and k, represent the
process coefficients. According to the expressions (1) and
{(2), the following fact is appreciated. That is, when the

exposure wavelength A is shortened and the numerical



aperture NA is increased in order to enhance the resolution

R, then the depth of focus & is narrowed.

g

If the depth of focus § is too narrowed, it is
difficult to match the substrate surface with respect to
the image plane of the projection optical system. It is
feared that the margin is insufficient during the exposure
operation. Accordingly, the liguid immersion method has
heen suggested, which is disclosed, for example, in
International Publication No. 99/49504 as a method for
substantially shortening the exposure wavelength and
widening the depth of focus. In this liquid immersion
method, the space between the lower surface of the
projection optical system and the substrate surface is
filled with a ligquid such as water or any organic solvent
to form a liguid immersion area so that the resolution is
improved and the depth of focus is magnified about n times
by utilizing the fact that the wavelength of the exposure
light beam in the liguid is 1/n as compared with that in
the air (n represents the refractive index of the liquid,
which is about 1.2 to 1.6 in ordinary cases).

The conventional technigue as described above involves
the following problems. “The conventional technique is
effective because the liquid immersion area can be formed
between the projection optical system and the substrate
when the scanning exposure is performed while moving the

substrate in a predetermined direction. However, the



conventional technique is constructed such that the liguid
is supplied at a position in front of the projection area
onto which the image of the pattern of the mask is to be
projected. The conventional technique is constructed such
that the ligquid is allowed to flow in one direction along
with the movement direction of the substrate from the
position in front of the projection area. Further, the
conventional technique is gonstructed such that the
pesition (nozzle), from which the liquid is supplied, is
also switched when the movement direction of the substrate
is switched from the predetermined direction to the
opposite direction. However, when the switching operation
is performed, then the supply of the liguid in one
direction is suddenly stopped with respect to the
projection area, and the supply of the liquid in another
direction is started. Therefore, the following fact has
been progressively elucidated. That is, a problem arises
in some cases such that the vibration of the liquid (so-
called the water hammer phenomenon) is generated between
the projection optical system and the substrate, and the
vibration is generated in the liquid supply unit itself
(for example, the supply tube and the nozzle). AS a
result, the deterioration of the pattern image is caused.
Further, a problem also arises in other cases such that the
liguid immersion area is not formed sufficiently between

the projection optical system and the substrate because of



the construction in witich the liquid is alleowed to flow in
one direction with respect to the projection area.

The conventional technique as described above also
involves the following problem. That is, the liguid cannot
be recovered sufficiently in some cases because the
recovery unit for recovering the liguid is constructed such
that the liguid is recovered on only the downstream side of
the liguid allowed to flow in the movement direction of the
substrate. If the liguid cannot be recovered sufficiently,
it is feared that the liquid may remain on the substrate,
and any exposure unevenness may be caused by the remaining
liquid. I1f the liquid cannot be recovered sufficiently, an
inconvenience also arises, for example, such that the
remaining liguid is scattered to surrounding mechapical
parts, and any rust appears. Further, 1f the liguiqd
remains apd/or the liguid is scattered, then the
enviromnent (for example, the humidity), in which the
substrate is placed, is varied or fluctuated. It is also
feared that any desired pattern transfer accuracy cannot he
obtained, for example, due to the occurrence of the change
of the refractive index on the optical path for the
detecting light beam of the optical interferometer to be
used to measure the stage position.

Wwhen the liguid is recovered from the substrate by
using a liguid recovery nozzle, there is such a possibility

that the vibration is generated in the liguid recovery unit

wn



itself (for example, the recovery tube and the nozzle). IL
the vibration is transmitted, for example, to the
projection optical system, the substrate stage, and/or the
optical member of the interferometer for measuring the
position of the substrate stage, it is feared that the
circuit pattern cannot be formed accurately on the

substrate,
DISCLOSURE OF THE INVENTION

The present invention has been made taking the
foregoing circumstances into consideration, an object of
which is to provide an exposure apparatus, an exposure
method, and a method for producing a device, in which a
liquid immersion area can be stably formed, the liguid can
be satisfactorily recovered, and the exposure process can
be performed accurately while avoiding, for example, the
outflow and the scattering of the liquid to the
surroundings when the exposure process is performed in a
state in which the ligquid immersion area is formed between
a projection optical system and a substrate. Another
object of the present invention is to provide an exposure
apparatus and a method for producing a device, in which the
exposure process can be performed accurately without being
affected by the variation generated during the supply or

the recovery of the liguid when the exposure process is



performed in a ¢tate in which a ligquid immersion area is
formed between a projection optical system and a substrate.

In order to achieve the objects as described above,
the present inveption adopts the following constructions
corresponding to Figs. 1 to 21 as illustrated in
embodiments. However, parenthesized reference numerals
affixed to respective elements merely exemplify the
elements by way of example, with which it is not intended
to limit the respective elements.

According to a first aspect of the present invention,
there is provided an exposure apparatus which exposes a
substrate (F) by projecting an image of a predetermined
pattern through a liquid (1) onto the substrate, the
exposure apparatus (EX) comprising:

a projection optical system (PL) which projects the
image of the pattern onto the substrate; and

a liguid supply mechanism (10, 11, 12, 13, 137, 14,
14a) which supplies the liquid (1) onto the substrate (P)
simultaneously from a plurality of positions which are
apart, in a plurality of different directions, from a
projection area (ARl) of the projection optical system (PL)
te form a liguid immersion area (AR2) on a part of the
substrate (F) including the projection area (AR1).

According to the present invention, the liguid supply
mechanism, which is provided to form the liguid immersion

area, simultaneously supplies the liguid at the plurality



of positions which are apart, in the plurality of different
directions, from the projection area (i.e., from a
plurality of different sides of the projection area, for
example, from at least two sides of the X side, the -X
side, the +Y¥ side, and the -Y side in the case of a
rectangular projection area). Therefore, the desired
liguid immersion area can be formed between the projection
optical system and the substrate. Further, when the
exposure process is performed while moving the substrate,
the liquid immersion area can he always Iormed
satisfactorily even when the movement direction of the
substrate is changed, because the liquid is supplied
simultaneously from the plurality of positions which are
apart in the plurality of directions. When the liquid is
simultaneously supplied on the both sides of the projection
area, it is unnecessary to switch the supply position of
the liguid. Therefore, it is possible to avoid the
ovceurrence of the vibration of the liguid (water hammer
phenomenon), and it is possible to accurately project the
pattern image onto the subsitrate.

According to a second aspect of the present invention,
there is provided an exposure apparatus which exposes a
substrate () by projecting an image of a predetermined
pattern through a liguid (1) onto the substrate, the
exposure apparatus (EX) comprisings:

a projection optical system (PL) which projects the



image of the pattern onto the substrate;

a liguid supply mechanism (10, 11, 12, 13, 134, 14,
14a) which supplies the liguid (1) onte the substrate (P}
to form a liguid immersion area (ARZ) on a part of the
substrate (P) including a projection area (ARLl) of the
projection optical system (PL); and

a liguid recovery mechanism (20, 21, 22, 22A) which
recovers the ligquid (1) from the substrate (B)
simultaneously at a plurality of positions apart from the
projection area (ARl) in a plurality of different
directions.

According to the present invention, the liguid
recovery mechanism, which is provided te recover the
liquid, simultaneously recovers the liguid at the plurality
of positions apart from the projection area in the
plurality of different directions (i:e., from a plurality
of different sides of the projection area, for example,
from at least two sides of the X side, the -X side, the +Y
side, and the ~Y side in the case of a rectangular
projection area). Accordingly, the liguid can be recovered
reliably. Therefore, it is possibkle to avoid the
occurrence of a state in which the liquid remains on the
substrate, it is possible to avold the occurrence of any
uneven exposure and the variation of the environment in
which the substrate is placed, and it is possible to

accurately project the pattern image onto the substrate.



According to a third aspect of the present invention,
there is provided an exposure apparatus which exposes a
substrate (P) by projecting an image of a predetermined
pattern through a liguid (1) onto the substrate, the
exposure apparatus (BEX) comprising:

a projection optical system {PL) which projects the
image of the pattern onto the substrate;

a liquid supply mechanism (10, 11, 12, 13, 13A, 14,
14A) which supplies the liguid (1) onto the substrate (P)
Lo form a liguid immersion area (BR2Z) on a part of the
substrate (P) including a projection area (AR1l) of the
projection optical system (PL); and

a liguid recovery mechanism (20, 21, 22, 223, 22D, 24)
which recovers the liquid (1) from the substrate (P)
simultaneously at a plurality of positions, wherein:

the liquid recovery mechanism (20, 21, 22, 22A, 22D,
24) recovers the liguid with a recovery force which differs
depending on the position for recovering the liguid.

According to the present invention, the ligquid
recovery mechanism, which recovers the liguid
simultaneously at the plurality of positions on the
substrate, recovers the liquid with the recovery force that
differs depending on the position for recovering the
liguid. Accordingly, it is possible to smoothly perform
the operation for recevering the liquid. Therefore, the

space hetween the projection optical system and the
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substrate can be filled with an appropriate amount of the
liquid, and it is possible to form the liguid immersion
area in the desired area on the substrate. For example,
when the recovery force for the liquid, which is used on
the front side {downstream side) in relation to the
movement (scanning) direction of the substrate, is set to
be larger than the recovery force on the back side
(upstream side), it is possible to smoothly perform the
operation for recovering the liguid. Alternatively, it is
possible to smoothly perform the operation for recovering
the liguid as well, when the liquid recovery mechanism,
which is arranged at a position disposed in the movement
{scanning) direction of the substrate, has the recovery
force for the liguid which is larger than the recovery
force for the liquid of the liguid recovery mechanism
arranged at a position disposed in a direction intersecting
the movement direction,

According to a fourth aspect of the present invention,
there is provided an exposure apparatus which exposes a
substrate (P) by projecting an image of a predetermined
pattern through a liquid (1) onto the substrate, the
exposure apparatus (EX) comprising:

a projection optical system (PL) which projects the
image of the pattern onto the substrate;

a liguid supply mechanism (10, 11, 12, 13, 13a, 14,

14a) which supplies the liguid (1) onto the substrate (I)
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to form a liguid immersion area {(ARZ) on a part of the
substrate (P) including & projection area (ARl)Y of the
projection optical system (PL);

a liquid recovery mechanism (20, 21, 22, 22A) which
recovears the liguid (1) on the substrate (P) at a liguid
recovery position apart from the projection area (AR1); and

a trap member (30) whic¢h is arranged ocutside the
liguid recovery position of the liguid by the liguid
recovery mechanism (20, 21, 22, 22A) with respect to the
projection area {ARl) and which is formed with a liqguid
trap surface (31) for capturing the liguid (1).

According to the present invention, the trap member,
which is formed with the liquid trap surfsace having a
predetermined length to capture the ligquid, is provided
outside the liguid recovery position of the liquid recovery
mechanism. Accordingly, even if the liquid is
unsuccessfully recovered by the liguid recovery mechanism,
then the 1iqﬁid is trapped by the trap member, and thus it
is possible to avoid the occurrence of the inconvenience
such as the scattering and the outflow of the liquid to the
surroundings. Therefore, it is possible to avoid the
occurrence of the variation of the environment in which the
substrate is placed. It is possible to project the pattern
image onto the substrate at a desired pattern accuracy.

According to a fifth aspect of the present invention,

there is provided an exposure apparatus which expuses a
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substrate (P) by projecting an image of a predetermined
pattern through a liguid (1) onto the substrate, the
exposure apparatus (BEX) comprising:

a projection optical system (PL) which projects the
image of the pattern onto the substrate;

a liguid supply mechanism (10, 11, 12, 13, 13A, 14,
142a) which supplies the liquid (1) onto the substrate (F)
to form a liguid immersion area (AR2) on a part of the
substrate (P) inciuding a projection area (ARl) of the
projection optical system (PL); and

a liguid recovery mechanism (20, 21, 22, 22A) which
recovers the liquid (1) from the substrate (P) at a liguid
recovery position apart from the projection area (ARl),
wherein:

the liguid supply mechanism (10, 11, 12, 13, 13A, 14,
14pa) supplies the liguid (1) between the projectien area
(AR1) and the liguid recovery position of the liquid
recovery mechanism (20,”21, 22, 22A).

According to the present invention, the liguid is
supplied by the liquid supply mechanism between the
projection area and the liguid recovery position of the
liquid recovery mechanism. Therefore, the liguid is
smoothly supplied to the projection area. Further, the
supplied ligquid can be smoothly recovered from the

substrate.

According to a sixth aspect of the present invention,
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there is provided an exposure method for exposing a
substrate (P) by projecting an image of a predetermined
pattern through a liguid (1) onto the substrate by using a
projection optical system (PL), the exposure method
comprising:

supplying the liguid (1) onto a part of the substrate
(P) including a projection area (AR1) of the projection
optical system (PL) to form a liguid immersion area (AR2),
the liguid (1) having an affinity for a liguid ceontact
surface (2a) dispoesed at an end of the projection optical
system (PL), and the affinity being higher than an affinity
for a surface of the substrate (P); and

projecting the image of the predetermined pattern onto
the substrate (P) through the liguid (1) supplied to the
ligrid immersion area ({AR2}).

According to the present invention, the liguid can be
allowed to make tight contact with the liquid contact
surface disposed at the forward end of the projection
optical system. It is possible to provide a stable liguid
immersion state for the optical path between the projection
optical system and the substrate. Further, it is possible
to smoothly recover the liguid on the substrate.

A method for producing a device according to the
present invention comprises using the exposure apparatus
(EX) or the exposure method according to the aspect as

described above. According to the present invention, it is
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possible to provide the device which has a pattern formed
at a satisfactory pattern accuracy and which is capable of
exhibiting desired performance.

According to a seventh aspect of the present
invention, there is provided an exposure apparatus which
exposes a substrate (P) by projecting an image of a
predetermined pattern through a ligquid (1) onteo the
substrate, the exposure apparatus (EX) comprising:

a projection optical system (PL) which projects the
image of the pattern onte the substrate;

a liguid supply mechanism (10, 11, 12, 41, 42) which
has a supply flow passage (94A, 95A, 948, 95B) through
which the liguid (1) is supplied onto the substrate (P);
and

a liquid recovery mechanism (20, 61, 62, 63, 64, 71,
72, 73, 74) which has a recovery flow passage {96A, 97a,
28n, 99A, 96B, 973, 98B, 99B, 96T, 87T, 98T, 99T) through
which the supplied liguid is recovered, wherein:

at least one of the supply flow passage and the
recovery flow passage is formed in a stacked member in
which a plurality of plate members (91, 92, 93) are
stacked,

It is necessary for the liquid immersion exposure that
the uniform liguid flow is supplied to the ligquid immersion
area, and the liguid is recovered therefrom. The stacked

member, which is provided for the exposure apparatus of the
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present invention, can be formed by stacking a plurality of
plate members formed with the flow passages respectively so
that the flow passages are communicated with each other Lo
form at least one of the supply flow passage and the
recovery flow passage respectively. Therefore, even when
the flow passage structure is complicated, the flow
passages can be formed extremely compactly and easily at
low cost.

According o an eighth aspect of the present
invention, there is provided an exposure apparatus which
exposes 4 substrate (P) by projecting an image of a
predetermined pattern through a liquid {1) onto the
substrate, the exposure apparatus (EX) comprising:

a projection optical system (PL) which projects the
image of the pattern onto the substrate; and

a liguid supply mechanism (10) which supplies the
liguid (1) onto the substrate (P) to form a ligudid
immersion area (AR2) on a part of the substrate (P)
including a projection area (AR1l) of the projection optical
system (PL), wherein:

the liguid supply mechanism (10) is isolated from the
projection optical system (PL) in terms of vibration.

According to the exposure apparatus concerning the
eighth aspect, the projection optical system and the liguid
supply mechanism are isolated from each other in terms of

the vibration. That is, even when any vibration is
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generated in the liguid supply mechanism, the vibration is
not transmitted to the projection optical system.
Therefore, it is possible to avoid the occurrence of an
inconvenience which would be otherwise caused such that the
pattern image is deteriorated by the vibration of the
projection optical system. It is possible to accurately
project the pattern image onto the substrate.

The exposure apparatus may further comprise a first
support member (100) which supports the projection optical
system (PL), and a second support member (102) which is
iselated from the first support member (100) in teyms of
vibration and which supports the liguid supply mechapism
(10). According to this structure, the first support
member for supporting the projection optical system and the
second support member for supporting the liguid supply
mechanism are isolated from each other in terms of the
vibration. Therefore, the vibration, which is generated in
the liquid supply mechanism, is not transmitted to the
projection optical system. Further, for example, when the
exposure apparatus is constructed such that an
interferometer for measuring the position information about
the substrate stage is attached to tha first support
member, and/or a reference mirror (fixed mirror) is
attached to the barrel of the projection optical system,
then the vibration is not transmitted to the interferometer

and the reference mirror. Therefore, it is possible to
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accurately perform the measurement of the position
information about the substrate stage and the position
control hased con the result of the measurement.

According to a ninth aspect of the present invention,
there is provided an exposure apparatus which exposes a
substrate (P) by projecting an image of a predetermined
pattern through a liguid (1) onto the substrate, the
exposure apparatus (EX) comprising:

a projection optical system (PL) which projects the
image of the pattern onto the substrate; and

a liquid recovery mechanism (20) which recovers the
ligquid (1) supplied onto a part of the substrate (P)
including a projection area (AR1) of the projection optical
system (PL), wherein:

the liquid recovery mechanism {20} is isclated from
the projection optical system (PL) in terms of vibration.

According to the exposure apparatus concerning the
ninth aspect, the projection optical system and the liguid
recovery mechanism are isolated from each other in terms of
the vibration. Accordingly, even when any vibration is
generated in the liguid recovery mechanism, the vibration
is not transmitted to the projection optical system.
Therefore, it is possible to avoid the occurrence of an
inconvenience which would bhe otherwise caused such that the
pattern image is deteriorated by the vibration of the

projection optical system. It is possible to accurately
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project the pattern image onte the substrate.

The exposure apparatus (BEX) concerning the ninth

aspect may

further comprise a first support member (100)

which supports the projection cptical aystem (PL), and a

second support member (102) which is isolated from the

first support member (100) in terms of vibration and which

supports the liquid recovery mechanism (20). According Lo

this structure, the first support member for supporting the

projection
supporting
each other
vibration,

mechanism,

optical system and the second support member for
the liguid recovery mechanism are isolated from
in terms of the vibration. Therefore, the
which is generated in the liquid recovery

is not transmitted to the projection optical

system. Further, for example, when the exposure apparatus

is constructed such that an interferometer for measuring

the position information about the substrate stage is

attached to the first support member, and/or a reference

mirror (fixed mirreor) Ls attached to the barrel of the

projection optical system, then the vibration is not

transmitted to the interferometer and the reference minrror.

Therefore,

it is possible to accurately perform the

maeasurement of the position information about the substrate

stage and the position control based on the result of the

measurement.

According to a tenth aspect of the present invention,

there is provided an exposure apparatus which successively
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exposas a plurality of shot areas on a substrate (P) by
projecting an image of a predetermined pattern through a
liquid (1) onto the substrate (P), the exposure apparatus
(EX) comprising:

a projection optical system (PL) which projects the
image of the pattern onto the substrate; and

a liguid supply mechanism (10, 11, 12, 13, 14) which
supplies the liquid from a supply port (134, 14A) arranged
oppusite to the substrate to form a liquid immersion area
on a part of the substrate including a projection area of
the projection optical system, wherein:

the liguid supply mechanism continuously supplies the
liguid from the supply port during a period in which an
exposure process is performed for the plurality of shot
areas on the substrate.

According to the exposure apparatus concerning the
tenth aspect of the present invention, the liguid is
continuously supplied from the supply port arranged at the
predetermined position irrelevant to the movement direction
of the substrate during the period in which the exposure
process 1s performed for the plurality of shot areas on the
substrate. Therefore, it is possible to avoid the
vibration of the liquid supply mechanism itself and Lhe
vibration of the liguid (water hammer phenomenon). It is

possible to accurately project the pattern image onto the

substrate.
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According to an eleventh aspect of the present
invention, there is provided an exposure apparatus which
spceessively exposes a plurality of shot areas on a
substrate (P} by projecting an image of a predetermined
pattern through a liquid (1) onto the substrate, the
exposure apparatus {EX) comprising:

a projection optical system (PL) which projects the
image of the pattern onto the substrate;

a liquid supply mechanism (10, 11, 12, 13, 14) which
supplies the liquid from a supply port (13A, 14A) arranged
at a predetermined position teo form a liguid immersion area
on a part of the substrate including a projection area of
the projection optical system; and

a liguid recovery mechanism (20, 21, 22) which has a
recovery port (22A) arranged to be opposed to the substrate
and which recovers the liguid supplied from the liguid
gupply mechanism, wherein:

the liquid recovery mechanism continuously recovers
the liqguid through the recovery port during a period in
which an exposure process is performed for the plurality of
shot. areas on the substrate.

According to the exposure apparatus concerning the
eleventh aspect of the present invention, the liguid is
continuously recovered through the recovery port irrelevant
to the movement direction of the substrate during the

period in which the exposure process is performed for the

21



plurality of shot areas on the substrate. Accordingly, it
is possible to recover the liquid more reliably. It is
possible to suppress the vibration of the liguid recovery
mechanism itself caused upon the start and the stop of the
recovery. It is possible to accurately project the pattern
image onte the substrate.

A method for producing a device according to the
present invention comprises using the exposure apparatus
{EX) according to the aspect as described above. According
to the present invention, it is possible to provide the
device which has a pattern formed at a satisfactory pattern
accuracy and which is capable of exhibiting desired
performance.

According to the present invention, the exposure
process can be performed accurately even when the exposure
process is performed in the state in which the liquid
immersion area is formed between the projection optical

system and the substrate.

BRIEF DESCRIPTION OF THE DRAWINGS

Fig. 1 shows a schematic arrangement illustrating an
embodiment of an exposure apparatus of the present
invention,

Pig. 2 shows a plan view illustrating a schematic

arrangement of a liguid supply mechanism and a liguid
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recovery mechanism as characteristic features of the
present invention.

Fig. 3 shows a perspective view illustrating a
schematic arrangement of the liguid supply mechanism and
the liguid recovery mechanism as the characteristic
features of the present invention.

Fig. 4 shows a side sectional view illustrating a
schematic arrangement of the liguid supply mechanism and
the liquid recovery mechanism as the characteristic
features of the present invention.

Fig. 5 shows shot arcas established on a substrate.

Figs. 6(a) and 6(b) schematically show the behavior of
the liquid.

Fig. 7 shows another embodiment of a liquid supply
mechanism and a ligquid supply mechanism.

Fig. 8 shows still another embodiment of a liguid
supply mechanism and a liguid supply mechanism.

Fig. 2 shows still another embodiment of a liguid
supply mechanism and a liguid supply mechanism.

Figs. 10(a) and 10(b) show still another embodiment of
a liquid supply mechanism.

Fig. 11 shows a side sectional view illustrating
another embhodiment of a trap member.

Fig. 12 shows a side sectional view illustrating still
another embodiment of a trap member.

Fig. 13 shows a side sectional view illustrating still
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another embodiment of a trap member.

Fig. 14 shows a schematic perspective view
illustrating still another embodiment of a liguid supply
mechanism and a liguid recovery mechanism according to the
present invention.

Fig. 15 shows another embodiment of a slit tube
section as illustrated in Fig. 14.

Fig. 16 shows a schematic perspective view
illustrating still another embodiment of a ligquid supply
mechanism and a liquid recovery mechanism according to the
present invention.

Fig. 17 shows a perspective view illustrating a first
member of a flow passage-forming member.

Figs. 18{a) and 18(b) show perspective views
illustrating a second member of the flow passage-forming
member .

Figs. 19¢(a) and 19(b) show perspective views
illustrating a third member of the flow passage-forming
membear.

Fig. 20 shows a schematic arrangement illustrating
another embodiment of an exposure apparatus according to
the present invention.

Fig. 21 shows a flow chart illustrating exemplary

steps of producing a semiconductor device.

BEST MODE FOR CARRYING OUT THE INVENTION
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An explanation will be made below ahout the exposure
apparatus according to the present invention with reference
to the drawings. Fig. ] shows a schematic arrangement
illustrating an embodiment of the exposure apparatus of the
present invention. With reference to Fig. 1, an exposure
apparatus EX includes a mask stage MST which supports a
mask M, a substrate stage PST which supports a substrate P,
an illumination optical system IL which illuminates, with
an exposure light beam EL, the mask M supported by the mask
stage MS8T, a projection optical system PL which performs
projection exposure for the substrate P supported by the
substrate stage PST with an image of a pattern of the mask
M illuminated with the exposure light beam EL, and a
control unit CONT which collectively controls the overall
operation of the exposure apparatus EX.

The exposure apparatus EX of this embodiment is a
liquid immersion exposure apparatus to which the liqguid
immersion method is applied in order that the exposure
wavelength is substantially shortened to improve the
resolution and the depth of focus is substantially widened.
The exposure apparatus EX includes a liqguid supply
mechanism 10 which supplies the Jliguid 1 onto the substrate
P, and a liguid recovery mechanism 20 which recovers the
Liguid 1 from the substrate P. The exposure apparatus EX

forms a liguid immersion area AR2 on a part of the
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substrate P including a projection area AR1 of the
projection optical system PL by the liquid 1 supplied from
the ligquid supply mechanism 10 at least during the period
in which the pattern image of the mask M is transferred
onto the substrate P. Specifically, the exposure apparatus
EX is operated as follows. That is, the space between the
surtface of the substrate P and the optical element 2
disposed at the end portion of the projection optical
system PL is filled with the liguid 1. The pattern image
of the mask M is projected onte the substrate P to expose
the substrate P therewith via the projection optical system
PL and through the liguid 1 disposed between the projection
optical system PL and the substrate F.

The embodiment of the present invention will now be
explained as exemplified by a case of the use of the
scanning type exposure apparatus (so-called scanning
stepper) as the exposure apparatus EX in which the
substrate P is exposed”with the pattern formed on the mask
M while synchreonously moving the mask M and the substrate p
in mutually different directions (opposite directions) in
the scanning directions. 1In the fellowing explanation, the
7 axis direction is the direction which is coincident with
the optical axis AX of the projection optical system PL,
the X axis direction is the synchronous movement direction
(scanning direction) for the mask M and the substrate P in

the plane perpendicular to the Z axis direction, and the Y
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axis direction is the direction {(non-scanning direction)
perpendicular to the Z axis direction and the Y axis
direction. The directions about the X axis, the Y axis,
and the % axis are designated as OX, 8Y, and 02 directions
respectively. The term “substrate" referred to herein
includes substrates obtained by coating a semiconductor
walfer surface with a photoresist as a photosensitive
material, and the term “mask" includes a reticle formed
with a device pattern to be subjected to the reduction
preojection onto the substrate.

The illumination optical system IL is used so that the
mask M, which is supported on the mask stage MST, is
illuminated with the exposure light beam EL. The
illumination optical system IL includes, for example, an
exposure light source, an optical integrator which
uniformizes the illuminance of the light flux radiated from
the exposure light source, a condenser lens which collects
the exposure light beam EL come fréﬁ the optical
integrator, a relay lens system, and a variable field
diaphragm which setg the illumination area on the mask M
illuminated with the exposure light beam EL to be slit-
shaped. The predetermined illumination area op the mask M
is illuminated with the exposure light beam EL having a
uniform illuminance distribution by the illumination
optical system IL. Those usable as the exposure light beam

EL radiated from the illumination optical system 1L



include, for example, emission lines (g-ray, h-ray, i-ray)
in the ultraviolet region radiated, for example, from a
mercury lamp, far ultraviolet light beams (DUV light beams)
such as the KrF excimer laser beam (wavelength: 248 nm),
and vacuum ultraviolet light beams (VUv light beams} such
as the Arf excimer laser beam (wavelength: 193 nm) and the
¥y, laser beam (wavelength: 157 nm). In this embodiment,
the ArF excimer laser beam is used.

The mask stage MST supports the mask M. The mask
stage MST is two-dimensionally movable in the plane
perpendicular to the optical axis AX of the projection
optical system PL, i.e,, in the XY plane, and it is finely
rotatable in the 07 direction. The mask stage MST is
driven by a mask stage~driving unit MSTD such as a linear
motor. The mask stage~driving unit MSTP is controlled by
the control unit CONT. A movement mirror 50 is provided on
the mask stage MST. A laser interferometer 51 is provided
at a position opposed to the movement mirror 50. The
position in the two-dimensional direction and the angle of
rotation of the mask M on the mask stage MST are measured
in real-time by the laser interferometer 51, The result of
the measurement is outputted to the control unit CONT. The
coptrol unit CONT drives the mask stage-~driving unit MSTD
on the basis of the result of the measurement obtained by
the laser interferometer 51 to thereby position the mask M

supported op the mask stage MST.
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The projection optical system PL projects the pattern
on the mask M onto the substrate P at a predetermined
projection magnification } to perform the exposure. The
projection optical system PI, includes a plurality of
optical elements including the optical element (lens) 2
provided at the end portion on the side of the substrate P.
The optical elements are supported by a barrel PK. In this
embodiment, the projection optical system PL is based on
the reduction system having the projection magnification §
which is, for example, 1/4 or 1/5. The proijection optical
system PL may be any one of the lx magnification system and
the magnifying system. The optical element 2, which is
disposed at the end portion of the projection optical
system PL of this embodiment, is provided detachably
{exchangeably) with respect to the barrel PXK. The liquid 1
in the liguid immersion area ARZ makes contact with the
optical element 2.

The optical element 2 is formed of fluorite. Fluoxite
has & high affinity for water. Therefore, the liquid 1 is
successfully allowed to make tight contact with
substantially the entire surface of the liguid contact
surface 2a of the optical element 2. ‘That is, in this
embodiment, the ligquid {(water) 1, which has the high
affinity for the liquid contact surface 2a of the optical
element 2, is supplied. Therefore, the highly tight

contact is effected between the liguid 1 and the ligquid
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contact surface 2a of the optical element 2. The optical
path between the optical element 2 and the substrate P can
be reliably filled with the liguid 1. The optical element
2 may be formed of guartz having a high affinity for water.
A water-attracting (lyophilic or liguid-attracting}
treatment may be applied to the liguid contact surface 2a
of the optical element 2 to further enhance the affinity
for the liguid 1.

The substrate stage PST supports the substrate P. The
substrate stage PST includes a 2 stage 52 which holds the
substrate P by the aid of a substrate holder, an XY stage
53 which supports the 2 stage 52, and a base 54 which
supports the XY stage 53. The substrate stage PST is
driven by a substrate stage-driving unit PSTD such as a
linear motor. The substrate stage-~driving unit PSTD is
controlled by the control unit CONT. When the %2 stage 52
is driven, the substrate P, which is held on the 2 stage
52, is subjected to the control of the position (focus
position) in the Z axis direction and the positions in the
éx and BY directions. When the XY stage 53 is driven, the
substrate P is subjected to the control of the positien in
the XY directions (pesition in the directions substantially
parallel to the image plane of the projection optical
gystem PL). 'That is, the Z stage 52 controls the focus
position and the angle of inclination of the substrate P go

that the surface of the substrate P is adjusted to match
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the image plane of the projection optical system PL in the
auto-foous manner and the auto-leveling manner. The XY
stage 53 positions the substrate P in the X axis direction
and the Y axis direction. It goes without saying Lhat the
% stage and the XY stage may be provided as an integrated
body.

A movement mirror 55, which is movable together with
the substrate stage PST with respect to the projection
optical system PL, is provided on the substrate stage PST
{Z stage 52). A laser interferometer 56 is provided at a
position opposed to the movement mirror 55. The angle of
rotation and the position in the two-dimensional direction
of the substrate P on the substrate stage PST are measured
in real-time by the laser interferometer 56. The result of
the measurement is outputted to the control unit CONT. The
control unit CONT drives the substrate stage-driving unit
PSTD on the basis of the result of the measurement of the
laser interferometer 56 to thereby position the substrate P
supported on the substrate stage PST.

An auxiliary plate 57 is provided on the substrate
stage PST (Z stage 52) so that the substrate P is
surrounded thereby. The auxiliary plate 57 has a flat
surface which has approximately the same hejght as that of
the surface of the substrate P held by the substrate
holder. In this arrangement, a gap of about 0.1 te 2 mmn is

provided between the auxiliary plate 57 and the edge of the
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substrate P. However, the liguid 1 scarcely flows into the
gap owing to the surface tension of the liquid 1. Even
when the vicinity of the circumferential edge of the
substrate P is subjected to the exposure, the liguid 1 can
be retained under the projection optical system PL by the
ajd of the auxiliary plate 57.

The liquid supply mechanism 10 3uppli@s the
predetermined liguid 1 onto the substrate P. The liquid
supply mechanism 10 includes a first liguid supply unit 11
and a second liguid supply unit 12 which are capable of
supplying the liguid 1, a first supply member 13 which is
connected to the first liguid supply unit 11 through a
supply tube 11A having a flow passage and which has a
supply port 13A for supplying, onto the substrate P, the
liguid 1 fed from the first liguid supply unit 11, and a
second supply member 14 which is c¢onnected to the second
liguid supply unit 12 through a supply tube 12A having a
flow passage and which has a supply port 14A for supplying,
onto the substrate P, the liquid 1 fed from the seconad
liguid supply unit 12. The first and second supply members
13, 14 are arranged closely to the surface of the substrate
P, and they are provided at positions which are different
from each othey in the surface direction of the substrate
P. Specifically, the first supply member 13 of the liquid
supply mechanism 10 is provided on one sjide (-X side) in

the gcanning direction with respect to the projection area
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AR1, and the second supply member 14 is provided on the
other side (+X side).

Fach of the first and second liquid supply units 11,
12 includes, for example, a tank for accommodating the
liquid 1, a pressurizing pump, and the like. The first and
second liquid supply units 11, 12 supply the liguid 1 onto
the substrate P through the supply tubes 11A, 12A and the
supply members 13, 14 respectively. The operation of the
first and second liguid supply units 11, 12 for supplying
the liguid is contrelled by the conptrol unit CONT. The
¢ontrol unit CONT is capable of contrelling the liquid
supply amounts per unit time onto the substrate P by the
first and second liguid supply units 11, 12 independently
respectively.

in this embodiment, pure water is used for the liguid
1. Those capable of being transmitted through pure water
include the ArF excimer laser beam as well as the emission
line (g-ray, h-ray, i-ray) in the ultraviolet region
radiated, for example, from a mercury lamp and the far
ultraviolet light beam (DUV light beam) such as the KrF
excimer laser beam (wavelength: 248 nm).

The liquid recovery mechanism 20 recovers the liquid 1
from the surface of the substrate P. The liguld recovery
mechanism 20 includes a recovery member 22 which has a
recovery port 22A arranged closely to the surface of the

substrate P, and a liguid recovery unit 21 which is
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connected to the recovery member 22 through a recovery tube
21A having a flow passage. The liquid recovery unit 21
includes, for example, a sucking unit such as a vacuum
pump, a tank for accommodating the recovered liguid 1, and
the like. The liquid recovery unit 21 recovers the liquid
1 from the surface of the substrate P via the recovery
membexr 22 and the recovery tube 21A. The operation of the
liguid recovery unit 21 for recovering the liguid is
controlled by the control unit CONT. The control unit CONT
is capable of controlling the liquid recovery amount per
unpit time by the liquid recovery unit 21,

A trap member 30, which is formed with a liquid trap
surface 31 having a predetermined length to capture the
liguid 1, is arranged outside the recovery member 22 of the
liguid recovery mechanism 20.

Fig. 2 shows a plan view illustrating a schematic
arrangement of the lidquid supply mechanism 10 and the
liquid recovery mechanism 20, and FPig. 3 shows a
perspective view with partially broken illustration., As
shown in fig. 2, the projection area ARl of the projection
optical system PL is designed to have a rectangular shape
in which the Y axis direction (non-scanning direction) is
the longitudinal direction. The liquid immersion area AR2,
which is filled with the liquid 1, is formed on a part of
the substrate P so that the projection area ARl 1is covered

thereby. The first supply member 13 of the liguid supply
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mechanism 10, which is used to form the liguid immersion
area AR2 of the projection area ARl, is provided on one
side (-X side) in the scanning direction with respect to
the projection area ARLl, and the second supply member 14 is
provided on the other side (+X side).

As shown in Fjgs. 2 and 3, the first and second supply
members 13, 14 have internal spaces {(internal flow
passages) 13H, 148 for allowing the liquid 1 fed from the
first and second liquid supply units 11, 12 to flow
therethrough, and supply ports 13a, l4A for supplying, onto
the substrate P, the ligquid 1 having flown through the
internal spaces 13H, 14B respectively. Although the second
liquid éupply unit 12 is not shown in Fig. 3, the structure
thereof is the same as that of the first liquid supply unit
11. Each of the supply ports 13A, 14A of the first and
second supply members 13, 14 is formed to be substantially
circular arc-shaped as viewed in the plan view. The size
of the supply port 13A, 14A in the Y axis direction is
designed to be larger than at Jeast the size of the
projection area ARl in the Y axis direction. The supply
ports 13A, 14A, which are formed to be substantially
cirecular arc-shaped as viewed in the plan view, are
arranged to interpose the projection area ARl in relation
to the scanning direction (X direction). The liquid supply
mechanism 10 simultanecusly supplies the ligquid 1 from a

plurality of positions which are apart, in a plurality of
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different directions, from the projection area AR1 through
the supply ports 13A, 14A, i.e., on different sides of the
rectangular prejection area ARl (from the both sides (from
the side in the +X direction and the side in the -X
direction) in this embodiment) of the projection area AR1.
The recovery member 22 of the liquid recovery
mechanism 20 is a dual-structured annular member having a
recovery port 22A which is formed annularly and
continuously so that the recovery port 22A is directed to
the surface of the substrate P, and an annular internal
space (internal flow paséage) 22H which allows the liquid 1
recovered through the recovery port 22A to flow
therethrough. The recovery member 22 of the liquid
recovery mechanism 20 is arranged to surround the
projection area ARl and the supply members 13, 14 of the
ligquid recovery mechanism 10. Partition members
{partitions) 23, which divide the internal space 22H into a
plurality of spaces (divided spaces) 24 in the
circumferential direction, are provided at predetermined
intervals in the recovery member 22. That is, the
partition members 23 are provided at the inside of the
recovery port 22A which is formed continuously to surround
the projection area ARl. The respective divided spaces 24,
which are divided by the partiticn members 23, make
peneétration in the vertical direction. The lower end of

the recovery member 22 having the recovery port 22A is
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disposed closely to the surface of the substrate P. On the
other hand, the upper end is a manifold 25 as a collected
space for spatially collecting the plurality of divided
spaces 24. One end of the recovery tube 21A is connected
to the manifeld 25, and the other end is connected to the
liguid recovery unit 21. The liquid recovery mechanism 20
recovers the liguid ] from the substrate P by the aid of
the recovery port 223 (recovery memper 22) and the recovery
tube 2]1A by driving the liquid recovery unit 21.. That is,
the position of installation of the recovery port 223 is
the recovery position for recovering the ligquid 1 from the
substrate P. The liquid recovery mechanism 20 recovers the
liquid 1 fromlthe substrate P at the recovery position
apart from the projection area ARl1. In this embodiment,
the recovery port 22A of the liguid recovery mechanism 20
is substantially circular and annular as viewed in the plan
view, which is constructed to surround the projection area
AR1. That ig, the recovery port 22A exists on the four
sides of the rectangular projection area ARI (on the side
in the +X direction, the side in the -X direction, the side
in the +Y direction, and the side in the -Y direction),
i.e., at the four positions which are apart in the four
directions perpendicular to the projection area AR1.
Therefore, the liquid recovery mechanism 20 can
simulianeously recover the liguid 1 from the substrate P at

the plurality of positions which are apart, im the
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plurality of different directions, from the projection area
AR] by using the recovery port 22A provided to surrcund the
projection area ARIL.

The positions of installation of the regpective supply
ports 13A, 1l4A of the first and second supply members 13,
14 of the liquid supply mechanism 10, j.e., the positions
to supply the ligquid 1 onto the substrate P are disposed
between the liquid recovery positions (positions of the
recovery port 22A} and the projection area AR1. 1In other
words, the liquid 1 is supplied by the liguid supply
mechanism 10 between the projection area AR]1 and the liguid
recovery positions of the liguid recovery mechanism 20.

"ig. 4 shows a magnified side sectional view
iliustrating major parts to depict the first and second
supply members 13, 14 and the recovery member 22 arranged
closely to the substrate P. As shown in Fig. 4, the
respective internal flow passages 13H, 14H of the first and
second supply members 13, 14 of the ligquid supply wechanism
10 are provided substantially perpendicularly to the
surface of the substrate P. 8Similarly, the internal flow
passage 22H (divided space 24) of the recovery member 22 of
the liguid recovery mechanism 20 is also provided
substantially perpendicularly to the surface of the
substrate P. The supply pesitions of the liguid 1 supplied
by the first and second supply members 13, 14 to the

substrate P (positions of installation of the supply peorts
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13A, 14A) are set between the liguid recovery position of
the ligquid recovery mechanism 20 (position of installation
of the recovery port 22A) and the projection area ARI. The
projection optical system PL and the respective first and
second supply members 13, 14 are provided while being
separated from each other by predetermined distances. The
recovery member 22 and the respective first and second
supply members 13, 14 are provided while being separated
from each other by predetermined distances as well. In
this embodiment, the distance between the surface of the
substrate P and the supply port 13A, 14A, the distance
between the surface ¢f the substrate P and the recovery
port 223a, and the distance between the surface of the
substrate P and the lower end surface of the projection
optical system PL are sel to be approximately identical to
one another.  In other words, the positions (heights) in
the % direction are set to be identical for the supply
ports 13A, 14A, the recovery port 223, and the lower end
surface of the projection optical system PL respectively.
The ligquid 1, which is supplied from the supply ports
13A, 14A of the first and second supply members 13, 14 to
the substrate P in the direction substantially
perpendicular to the substrate surface, is fed so that the
liguid 1 is spread while causing the wetting between the
substrate P and the lower end surface of the end portion

{optical element 2) of the projection optical system PL.



Further, the liquid 1, which outfiows to the outside of the
supply members 13, 14 with respect to the projection area
AR, is recovered (sucked) in the direction substantially
perpendicular te the substrate surface from the recovery
port 22A of the recovery member 22 which is arranged
outside the supply members 13, 14 with respect to the
projection area ARI.

In this embodiment, at least the members for allowing
the ligquid 1 to flow thérein, which are included in the
respective members for constructing the liquid supply
mechanism 10 and the liguid recovery mechanism 20, are
formed of, for example, synthetic resin such as
polytetrafluoroethylene. Aaccordingly, it is possible to
suppress the contamination of the liquid 1 with any
impurity.

The trap member 30, which is formed with the ligquid
trap surface 31 having predetermined lengths to éapture the
liquid 1 unsucceasfully recovered by the recovery member 22
of the liguid recovery mechanism 20, is provided outside
the recovery member 22 of the liguid recovery mechanism 20
in relation to the projection area ARL. The trap member 30
is attached to the outer side surface of the recovery
member 22, The trap surface 31 is the surface (i.e., the
lower surface) of the trap member 30 directed toward the
substrate P. The trap surface 31 is inclined with respect

to the horizontal plane as shown in Fig. 4. Specifically,

40



the trap surface 31 is inclined to make separation from the
surface of the substrate P (to be directed upwardly) at
outer positions with respect to the projection area AR}
(liquid immersion area AR2). The trap member 30 is formed
of, for example, metal such as stainless steel.

As shown in Fig. 2, the trap member 30 is an annular
member as viewed in the plan view. The trap member 30 is
connected to the outer side surface of the recovery member
22 50 that the trap member 30 is fitted to the recovery
member 22. The trap surface 31 of the trap member 30 is
arranged to surround the projection area ARl (liguid
immersion area AR2). In this embodiment, the trap membexr
30 and the trap surface 31 as the lower surface thereof are
substantially elliptical as viewed in the plan view. That
is, the trap surface 31 of the trap member 30 is provided
such that the length in the radial direction differs
depending on the position on the basis of the optical axis
AX of the projection optical system PL. In this
embodiment, the length of the trap surface 31 in the
scanning direction (X axis direction) is longer than that
in the non~scanning direction (Y axis direction). More
specitically, the length of the trap surface 31 is the
longest at the position corresponding to the center of the
projection area ARl in the Y axis direction.

A lyophilic or liguid-attracting treatment (water-

attracting treatment) is applied to the trap surface 31 to
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enhance the affinity for the ligquid 1. 1In this embodiment,
the liguid 1 is water. Therefore, the surface treatment,
which is in conformity with the affinity for water, is
applied to the trap surface 3]. The surface of the
substrate P is coated with a water-repelling (with a
contact angle of about 70 to 80°) photosensitive material
(for example, TARF-P6100 produced by TOKYO OHKA KOGYO CO.,
LTD.) for the ArF excimer laser. The liguid affinity of
the trap surface 31 for the liguid 1 is higher than the
liguid affinity of the surface of the substrate P for the
liguid 1.

The surface treatment for the trap surface 31 is
performed depending on the polarity of the liquid 1. In
this embodiment, the liguid 1 is water having large
polarity. Therefore, as for the liguid-attracting
treatment for the trap surface 31, a thin film is formed
with a substance such as alcohol having a molecular
structure with large polarity. Accordingly, the liguid-
attracting property or hydrophilicity is given to the trap
surface 31. Alternatively, the water-attracting property
or hydrophilicity can be also gilven to the trap surface 31
by applying an O, plasma treatment in which the plasma
treatment is performed by using, for example, oxygen (0;)
gas as the treatment gas. As described above, when water
is used as the liquid 1, it is desirable to adopt such a

treatment that substance having the meolecular structure
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with the large polarity such as the OH group is arranged on
the trap surface 3]1. In this case, the thin film for the
surface treatment is formed of a material which is
insoluble in the liquid 1. The treatment condition of the
liguid~attracting treatment is appropriately changed
depending on the material characteristic of the ligquid 1 to
be used.

Next, an explapation will be made about a method for
exposing the substrate P with the pattern image of the mask
M by using the exposure apparatus EX described above.

In this embodiment, the exposure apparatus EX performs
the projection exposure for the pattern image of the mask M
onto the substrate P while moving the mask M and the
substrate P in the X axis direction (scanning direction).
buring the scanning exposure, a part of the pattern image
of the mask M is projected onto the rectangunlar projection
area AR]1 disposed just under the end peortion of the
projection optical system PL. The mask M is moved at the
velocity V in the -X direction (or in the +X direction)
with respect to the projection optical system PL, in
synchronization with which the substrate P is moved at the
veloaity f+v (ff represents the projection magnification) in
the +X direction (or in the -X directijon) by the aid of the
XY stage 53, As shown in a plan view of Fig. 5, a
plurality of shot areas S1 to 812 are set on the substrate

P. After the exposure is completed for cne shot area, the
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next shot area jis moved to the scanning start position in
accordance with the stepping movement of the substrate P.
The scanning exposure process is successively performed
thereafter for the respective shot areas while moving the
substrate P in the step-and-scan manner. In this
embodiment, the control unit CONT moves the XY stage 53
while monitoring the output of the laser interferometer 56
s0 that the optical axis AX of the projection optical
system PL is advanced along broken line arrows 58 as shown
in Fig. 5.

At first, the mask M is loaded on the mask stage MST,
and the substrate P is loaded on the substrate stage PST
(see Fig. 1). Subsequently, when the scanning exposure
process is performed, the control unit CONT drives the
liquid supply mechanism 10 to start the operation to supply
the liquid onte the substrate P. The liguid 1, which is
supplied from the first and second liguid supply units 11,
12 of the liquid supply mechanism 10 respectively in order
to form the liguid immersion area AR2, flows through the
supply tubes 11A, 12A, and then the liguid 1 is supplied
onto the substrate P via the first and second supply
members 13, 14 to form the liquid immersion area AR2
between the projection optjical system PL and the substrate
P. In this embodiment, as shown in Fig. 4, the liguid I,
which has flown through the supply tubes 113, 123, is

spread in the widthwise directions of the internal flow
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passages 13H, 148 of the supply membersg 13, 14. The liquid
1 is supplied to wide ranges on the substrate P from the
supply ports 13A, 14A. 1In this arrangement, the supply
ports 13A, 14A are arranged on the both sides of the
projection area AR]l in the X axis direction (scanning
direction). The control unit CONT simultanpeously supplies
the liguid 1 onto the substrate P from the both sides of
the projection area ARl through the supply ports 13A, 14A
of the liquid supply mechanism 10.

The liguid supply mechanism 10 simultanecusly supplies
the ligquid 1 from the supply ports 13A, 14A provided on the
both sides of the projection area AR1l, i.e., from the
plurality of positions which are apart, in the plurality of
different directions (+X direction, =X direction), from the
projection area ARL. Accordingly, the liguid 1, which is
supplied onto the substrate P from the supply ports 13Aa,
142, forms the liquid lmmersion area AR2 in a range which
is widexr than at least the projection area ARI.

In this embodiment, when the liguid 1 is supplied to
the substrate P from the both sides of the projection area
ARl in the scanning direction, the control unit CONT
controls the operation of the first and second liquid
supply units 11, 12 of the liquid supply mechanism 10 to
supply the liguid so that the supply amount per unit time
of the liquid supplied from the place in front of the

projection area ARl in relation to the scanning directien



is set to be larger than the supply amount of the liquid
supplied from the place on the opposite side. For example,
when the exposure process is performed while moving the
substrate P in the +X direction, the contrel unit CONT is
operated such that the amount of the liquid supplied from
the -X side with respect to the projection area ARl (i.e.,
from the supply port 13A) is larger than the amount of the
liguid supplied from the +X side (i.e., from the supply
port 14A). On the other hand, when the exposure process is
performed while moving the substrate P in the -X direction,
the amount of the liguid supplied from the +X side with
respect to the projection area AR1 is larger than the
amount of the liquid supplied from the -X side.

The control unit CONT drives the liguid recovery unit
21 of the liquid recevery mechanism 20 to perform the
operation to recover the liguid on the substrate P
concurrent with the operation to supply the liguid 1 by the
liguid supply mechanism }10. Accordingly, as shown in Fig.
4, the liguid 1 on the substrate P, which flows to the
outside of the supply ports 13A, 14A with respect to the
projection area AR, is recovered from the recovery port
22A. The ligquid 1, which has been recovered from the
recovery port 22A, passes through the divided space5'24
comparted by the partition members 23 respectively, and
then the liquid 1 is collected to the manifeld 25, The

liguid 1, which has been collected to the manifold 25,
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passes through the recovery tube 21A, and the liguid 1 is
recovered by the liguid recovery unit 21. As described
above, this embodiment is provided with the structure in
which the plurality of divided spaces 24 are connected to
the one liguid recovery unit 21. The liquid recovery
mechanism 20 simultaneously recovers the ligquid 1 from the
substrate P through the recovery port 22A provided to
surround the projection area AR!l from the plurality of
positions which are apart, in the plurality of different
directions, from the projection area ARl, i.e., from the
four sides of the rectangular projection area ARl (from the
side in the +X direction, the side in the ~X direction, the
side in the +Y direction, and the side in the -Y
direction).

The control unit CONT operates the ligquid supply
mechanism 10 and the liquid recovery mechanism 20 to
recover the liquid 1 from the substrate P concurrently with
the supply of the liguid I to the surface of the substrate
P, while the pattern image of the mask M is projected onto
the substrate P to perform the exposure via the projection
optical system PL and the liguid 1 disposed between the
projection optical system PL and the substrate P, while
meving, in the X axis direction (scanning direction), the
substrate stage PST which supports Lhe substrate P. During
fhia process, the liquid supply mechanism 10 simultaneously

supplies the liquid 1 through the supply ports 133, 14A
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from the both sides of the projection area ARl in relation
to the scanning direction. Therefore, the liquid immersion
area AR2 is formed uniformly and satisfactorily. Further,
the liquid recovery mechanism 20 simultansously recovers
the ligquid 1 at the plurality of positions around the
projection area ARl including the both sides of the
projection area ARl in the scanning direction through the
regovery port 224 of the recovery member 22 which surrounds
the projection area BR1. Therefore, the liquid 1 is
prevented from the sgattering and the outflow to the
surroundings of the substrate P. iIn this embodiment, pure
water, which has the low affinity for the photosensitive
material on the surface of the substrate P, is supplied as
the liguid 1. Therefore, it is possible to smoothly
perform the recovery by the liguid recovery mechanism 20.
Fig. 6(a) schematically shows the hehavior of the
liguid 1 when the exposure process is performed for the
first shot area (for example, 51, 53, et¢., shown in Fig. 35)
set on the substrate P while moving the substrate P in the
+X direction. With reference to Fig. 6(a), the liquid 1 is
simultaneously supplied from the supply ports 13A, 14A 1o
the space between the projection optical system PIL and the
substrate P. Accordingly, the liguid immersion area ARZ is
formed to include the projection area ARL. In this
procedure, the amount of the liquid 1 supplied per unit

time from the supply port 13A provided on the -X side with
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respect to the projection area ARl is set to be larger than
the amount of the liquid supplied per unit time from the
supply port 14A provided on the +X side. Therefore, the
liguid 1, which is supplied from the supply port 134, is
smoothly arranged in the space between the projection
optical system PL and the substrate P as if the liguid 1 is
pulled by the substrate P moving in the +X direction. The
liguid 1, which intends to outflow to the outside of the
supply ports 13A, 14A, is recovered from the recovery port
22A to suppress the occurrence of any inconvenience which
would be otherwise caused such that the liguid 1 outflows
to the surroundings of the substrate P.

In such a situation, when the substrate P is moved in
the +X direction, then the amount of the liguid moved
toward the +X side with respect to the projection area AR
is increased, and the recovery port 22A, which has the
liguid recovery position disposed on the +X side, cannot
recover all of the liguid 1 in some cases. However, as
shown in Fig. 6(a), the liguid 1, which is unsuccessfully
recovered by the recovery port 22A on the +X side, is
captured by the trap surface 31 of the trap member 30
provided on the +X side with respect to the liquid recovery
position. Therefore, the liguid 1 does not cause the
scattering and the cutflow, for example, to the
surroundings of the substrate P. In this embodiment, the

trap surface 31 is subjected to the liguid-attracting
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treatment for the liquid 1, and the trap surface 31 has the
affinity for the liguid higher than that of the surface of
the substrate P. Therefore, the liguid 1, which intends to
outflow to the outside of the liquid recovery position of
the recovery port 22A, is not pulled toward the substrate P
but is pulled toward the trap surface 31. Accordingly, the
occurrence of any inconvenience is suppressed, which would
be otherwise caused for example, such that the liguid 1
remains on the substrate P.

In this embodiment, the trap surface 31 is inclined in
the upward direction at the outer positions on the basis aof
the liquid immersion area AR2 including the projection area
ARl1. Therefore, it is possible to avoid the outflow of the
liguid 1 to the cutside more effectively. In other woxds,
owing to the inclination in the upward direction, the
second volume of the space between the substrate P and the
trap surface 31 is larger than the first volume of the
space between the substrate P and the projection optical
system PL (volume corresponding to the unit area of the
substrate P). Therefore, the liguid 1, which intends to
outflow, is smoothly retained by the portion of the second
volume. Further, owing to the inclinati¢n in the upward
direction, the fluid energy, which urges the outflow to the
outgide, is converted into the potential energy as a result
of the movement in the upward direction along the trap

surface 31. Accordingly, it is possible to effectively



avoid the outflow of the liguid 1 to the outside.

The amount of the liquid supplied from the supply port
14A provided on the +X side is sel to be smaller than the
amount of the liguid supplied from the supply port 13A
provided on the ~X side. That is, the amount of the liguid
supplied from the supply port 143 disposed at the position
nearer o the recovery port 22A on the +X side as compared
with the supply port 13A is set to be small. Therefore,
even when the liguid 1 is pulled by the substrate P which
is moved toward the +X side, the amount of the liguid of
the outflow to the cutside from the +X side of the
substrate P is suppressed.

When the exposure process is completed for the first
shot area, the control unit CONT causes the stepping
movement of the substrate P in order that the prejection
area ARl of the projection optical system PL is arranged on
the second shol area which is different from the first shot
area. sPecificaliy, the control unit CONT causes the
stepping movement in the ¥ axis direction between the two
shot areas 81, S2 on the substrate P, for example, in oxder
to perform the scanning exposure process for the shot area
82 after the completion of the scanning exposure process
for the shot area S1. In this procedure, the liguid supply
mechanism )]0 is operated such that the supply amount of the
liquid 1 during the stepping movement between the two shot

areas on the substrate P is different from the supply



amount during the exposure for the shot area.
Specifically, the control unit CONT is operated such that
the supply amount of the liguid supplied per unit time from
the liguid supply mechanism 10 onto the substrate P during
the stepping movement is smaller than the supply amount of
the liguid supplied during the scanning exposure for the
shot area. Accordingly, it is possible to suppress the
supply amount of the liquid supplied to the substrate P
during the stepping movement which does not contribute to
the exposure process. It is possible to suppress the
amount of use of the liquid in the entire exposure process
(until the substrate P is unloaded from the substrate stage
PST after the substrate P has been loaded on the substrate
stage PST and the exposure process has been completed for
all of the shot areas 81 to 512). As described above, the
control unit CONT changes the liquid supply amount per unit
time of each of the first and second liguid supply units
11, 12 depending on the movement operation for the
substrate P (stepping movement or scanning movement) which
constitutes a part of the executing operation of the
exposure process.

In this embodiment, the liguid supply mechanism 10
reduces the supply amount per unit time of the liguid 1
during the stepping movement of the substrate P, but the
operation to supply the liguid 1 is maintained (continued).

In other words, the liquid supply mechanism 10 maintains



{continues) the operation to supply the liquid from the
supply ports 13A, 14A even when the scanning direction is
changed due to the change of the shot area and even when
the stepping movement is performed. As described above,
when the plurality of shot areas on the substrate P are
successively subjected to the exposure, the liguid supply
mechanism 10 continuously supplies the liquid 1 from the
supply ports 13A, 14A provided at the plurality of
positions, while the liquid supply position is not changed
depending on the scanning direction, and the liguid supply
position is not changed during the stepping movement. In
other words, the liguid supply mechanism 10 continuously
supplies the liguid 1 from the plurality of positions until
a series of the exposure process operation is completed in
relation to one substrate P (until the substrate P is
unloaded from the substrate staqge PST after the substrate P
has been loaded on the substrate stage PST and the exposure
process has been completed for all of the shot areas S) to
512). BAccordingly, 1t is possible to aveid the occurrence
of the vibration of the ligquid (water hammer phenomenon)
which would be otherwise caused by the supply and the stop
of the liquid 1.

Fig, 6(b) schematically shows the behavior of the
ligquid 1 when the exposure process is performed for the
second shot area (for example, 82, §4, etc. shown in Fig,

5) set on the substrate P while moving the substrate P in
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the -X direction. With reference to Fig. 6(b), the liguid
1 is supplied from the supply ports 13A, 14A to the space
between the projection optical system PL and the substrate
P. Accordingly, the liquid immersion area AR2 is formed to
include the projection area ARl. 1In this procedure, the
amount of the liquid 1 supplied per unit time from the
supply port 14A provided on the +% side with respect to the
projection area ARl is set to be larger than the amount of
the liguid 1 supplied per unit time from the supply port
13A provided on the -X side. Therefore, the liguid 1,
which is supplied from the supply port 14A is smoothly
arranged in the space between the projection optical system
PL and the substrate P as if the liquid ] is pulled by the
substrate P moving in the -X direction. As described
above, the control unit CONT changes the ligquid supply
amount per unit time of each of the first and second liguid
supply units 11, 12 depending on the movement direction
(movement operation) for the substrate P which constitutes
a part of the executing operation of the exposure process.
The liguid 1, which intends to outflow to the outside of
the supply ports 133, 144, is recovered from the recovery
port 22A to suppress the occurrence of any inconvenience
which would be otherwise caused such that the liquid 1
outflows to the surroundings of the substrate P.

In such a situation, when the substrate P is moved in

the -X direction, then the liguid 1, which is captured by
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the trap surface 31 on the +X side, is moved downwardly
along the trap surface 31, and the liquid 1 is recovered
from the recovery port 22A of the liguid recovery mechanism
20. Accordingly, it is possible to reliabkly avoid the
remaining and the outflow of the ligquid 1 to the outside.
The amount of the liguid moved toward the -X side is
increased as the substrate P is moved toward the -X side.
Accordingly, even when all of the liquid 1 is
unsuccessfully recovered by the recovery port 22A on the ~X
side, the liquid 1 is captured by the trap surface 31 of
the trap member 30 provided on the -X side from the liguid
recovery position as shown in Fig. 6(b)-

In this embodiment, the trap surface 31 is formed so
that the trap surface 31 is inclined in the upward
direction at the outer positions with respect to the
projection area ARl. However, the trap surface 31 may be
horizontal (0 degree). ©On the other hand, if the trap
surface 31 is inclined in the downward direction, the fluid
energy, which intends to ocutflow to the outside, is not
converted into the potential energy. Further, when the
substrate P is moved in the opposite direction as well, the
fluid 1 is not moved to the recovery port 22A to make
downward movement along the trap surface 31. For this
reason, it is impossible to smoothly recover the liquid 1
from the recovery port 22A. Therefore, it is preferable

that the trap surface 31 is a horizontal surface (0 degree)



or an inclined surface directed in the upward direction.

When the liquid supply amount per unit time to be
supplied onto the substrate P is large, and/or when the
scanning velocity is high, then the liquid amount to
outflow to the ocutside is increased as well. Therefore,
the angle of inclination of the trap surface 31 is designed
to be a most appropriate angle depending on the liquid
supply amount and the scanning velocity. In other words,
when the liquid supply amount is large and/or when the
scanning velocity is high, then the angle of inclination of
the trap surface 31 is set to be large. On the other hand,
if the angle of inclination of the trap surface 31 is too
large, the liguid 1 cannot be captured (retained)
sufficiently by the trap surface 31 in some cases. In such
a situation, the liguid-retaining force of the trap surface
31 is increased by enhancing the liquid-attracting property
brought about by the liquid-attracting treatment.
Therefore, when the angle of inclination ie increaged, the
treatment conditien of the ligquid-attracting treatment is
changed to give the most appropriate liquid-attracting
property to the trap surface 31. Accordingly, even when
the angle of inclination is increased, it is possible to
retain the liguid 1. 7Thus, the angle of inclination of the
trap surface 31 is set to be the optimum angle on the basis
of the respegtive parameters including, for example, the

liguid supply amount, the scanning velocity, and the



material characteristic of the liguid (liquid-attracting
property of the trap surface).

The recovery member 22 of this embodiment is
constructed to possess Lhe recovery port 22A which is
formed continuously to have the annular shape, the
partition members 23 which are provided in the recovery
port 22a, and the plurality of divided spaces 24 which are
divided by the partition members 23, wherein the liquid
recovery unit 21 is connected via the recovery tube 21A to
the manifold 25 to which the plurality of divided spaces 24
are collected. Accordingly, it is enough that one liguid
recovery unit 21 is provided, which is constructed while
including the vacuum pump and the like. Therefore, the
arrangement of the apparatis can be simplified. 1In some
situations, the suction load, which is exerted to recover
the liguid 1, may differ among the respective positions of
the recovery member 22 in the circumferential direction.

In such a state, the suction force of the liguid recovery
unit 21 may be lowered, and it is impossible to smoothly
perform the recovery operation. However, the provision of
the partition members 23 makes it possible to smoothly
perform the recovery operation. That is, for example, the
following state may be sometimes caused due to the behavior
the liguid 1. Only the liguid 1 is recovered (sucked) from
the recovery port 22A on the +X side of the recovery member

22, while the liquid 1 with the air (mixed with the air}) is



sucked from the recovery port 223 on the -X side. In such
a situatien, the air-mixed area is spread in the recovery
port 22A on the -X side, and the following inconvenience
may arise. That is, when the liguid 1 is recovered by the
liquid recovery unit 21 provided as one line as in this
empodiment, the mixed air lowers the suction force of the
vacuum pump which constitutes the liguid recovery unit 21.
However, the area, in which only the liquid 1 is sucked,
can be spatially separated from the air-mixed area by
providing the mutually independent divided spaces 24 hy
providing the partition members 23 at the interior (in the
internal space 22H) of the recovery port 22A which is
coptinuously formed. Therefore, it is possible to avoid
the occurrence of any inconvenience which would be
otherwise caused such that the air-mixed area is spread
and/or the suction force of the ligquid recovery unit 21 is
lowered by the mixed air. Accordingly, the liguid recovery
mechanism 20 can smoothly recover the liguid 1 even when
the liquid recovery unit 21 is provided asg one line.

As explained above, the liguid supply mechanism 10 is
provided, which simultaneously supplies the liguid 1 onto
the substrate P at the plurality of positions which are
apart, in the plurality of different directions, from the
projection area AR (from the plurality of mutually
different sides of the projection area AR1) in order to

form the liguid immersion area AR2. Therefore, even when



the substrate P is moved in the plurality of directions
including the scanning direction {+X directions) and the
stepping direction (xY directions), the liguid immersion
area AR2 can be always formed smoothly and satisfactorily
between the projection optical system PL and the substrate
P. Therefore, the exposure process can be performed at the
high resolution and the wide depth of focus.

The liguid 1 is contipuously supplied from the
plurality of positions by the liguid supply mechanism 10
when the plurality of shot areas on the substrate P are
successively subjected to the exposure proocess
respectively. Therefore, it is possible to avoid the
occurrence of the liquid vibration (water hammer
phenomenon) which would be otherwise caused by the supply
and the stop of the liguid 1. Thus, it is possible to
avoid the deterioration of Lhe pattern to be transferred.

The liguid supply mechanism 10 supplies the liguid 1
from the both sides of the projection area AR1 in the
scanning direction through the supply ports 13A, 14A.
Therefore, the supplied liguid 1 is spread while causing
the wetting over the projection area ARl as if the liguid 1
is pulled by the substrate P moving in the scanning
direction. Therefore, the liguid immersion area AR2 is
smoothly formed to include the projection area ARl. In
this embodiment, the liquid supply mechanism 10 is operated

such that the amount of the liquid supplied from the
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position in front of the projection area AR! in relation to
the scanning direction is larger than the amount of the
liguid supplied from the position on the opposite side.
Therefore, the liguid 1, which is supplied onto the
substrate P, flows in the movement direction of the
substrate P as if the liguid 1 is pulled by the moving
substrate P. The liquid 1 is smoothly arranged as if the
liguid 1 is attracted and introduced into the space between
the projection oplical system PL and the substrate P,
Therefore, the liquid 1, which is supplied from the liquid
supply mechanism 10, is smeothly arranged between the
projection optical system PL and the substrate P even when
the supply energy thereof is small. It is possible to form
the liguid immersion area AR2 satisfactorily. The
direction of the flow of the liquid 1 can be switched by
changing the amount of the liquid supplied from the supply
ports 13A, 14A respectively depending on Lhe scanning
direction. Accordingly, the liguid immersion area AR2 can
be smoothly formed between the projection optical system PL
and the substrate P even when the substrate P is subjected
to the scanning in any one of the directions of the +X
direction and the -X direction., Thus, it is possible to
obtain the high resolution and the wide depth of focus.

The recovery member 22 of the liguid recovery
mechanism 20 is formed circularly and annularly to surround

the projection area ARl and the supply members 13, 14. The
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liguid 1 is simultaneously recovered from the surface of
the substrate P at the plurality of positions (from the
plurality of different sides of the projection area ARI)
which are apart, in the plurality of different directions,
from the projection area AR1. Therefore, it is possible to
reliably avoid the occurrence of the inconvenience
including, for exampie, the scattering and the outflow of
the liguid 1 to the outside of the substrate P. That is,
the liguid recovery mechanism 20 continuously perxforms the
recovery operation from the recovery port 22A arranged to
surround the projection area ARl until a series of the
exposure process operation is completed for one substrate P
(until the liquid 1, which has formed the liquid immersion
area AR2, is completely recovered after the exposure
process has been completed for all of the shot areas 51 to
812 on the substrate P). Therefore, even when the liguid 1
is spread while causing the wetting in any direction during
the operation of the series of the exposure process for the
substrate P, the liguid 1 can be recovered in a well-suited
manner. Further, it is unnecessary to stop the suction of
the liguid through the recovery port 22 during the
operation of the series of the exposure process in relation
to the gubstrate P. Therefore, it 1s possible Lo suppress
the vibration caused by the stop of the suction of the
liguid.

The apparatus is provided with the trap member 30 for
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eaptﬁring the liquid 1 unsucecessfully recovered by the
liquid recovery mechanism 20. Accordingly, it is possible
to avoid the ocourrence of the inconvenience including, for
example, the scattering and the outflow of the liquid 1 to
the outside aof the substrate P. In this embodiment, the
trap surface 31 is formed to have the elliptical shape as
viewed in the plan view, in which the longitudinal
direction extends in the scanning direction (X axis
direction) in which the liquid 1 is most likely to outflow
to the outside of the substrate P. Therefore, 1t is
posgible to reliably avoid the outflow of the liguid 1 to
the outside. The liguid-attracting treatment is applied to
the trap surface 31 to enhance the affinity for the liguid
1. Therefore, it is possible to satisfactorily capture the
liguid 1 which intends to outflow. Further, the surface
treatment is applied so that the affinity of the trap
surface 31 for the liguid is higher than the atfinity of
the surface of the substrate P for the liquid."Therefore,
the liguid 1, which intends to ocutflow to the outside, is
captured by the trap surface 31 without being adhered to
the substrate P. Accordingly, it is possible to avoid the
accurrence of any inconvenience which would he otherwise
caused such that the liguid 1 remains on the surface of the
substrate P. The trap surface 31 is inclined in the upward
direction al the outer positions with respect to the

projection area ARl. Therefore, the liguid 1, which



intends to outflow to the outside, can be captured
satisfactorily. Further, when the scanning direction for
the substrate P is reversed to the opposite direction, then
the captured liguid 1 is moved in the downward direction
along the trap surface 31, and hence the liguid 1 is
satisfactorily recovered by the recovery port 22A which is
connected to the trap surface 31.

The liquid (water) 1, which has the affinity for the
liguid contact surface 2a disposed at the end of the
projection optical system PL that is higher than the
atfinity for the photosensitive material coated on the
surface of the substrate P, is supplied from the liquid
supply mechanism 10 to perform the liguid immersion
exposure. Therefore, the optical path between the
projection optical system PL and the substrate P can be
reliably filled with the liquid 1. Further, the liguid
(1), which is supplied onto the substrate (P), is smoothly
recovered, fThus, it is possible to avoid the inconvenience
including, for example, the scattering and the outflow of
the liguid 1.

in this embodiment, when the liquid 1 is supplied from
the both sides of the projection area ARl in the scanning
direction, the amount of the liquid supplied from the front
position in relation to the scanning direction is larger
than the amount of the liguid supplied on the side opposite

thereto. However, the same amounts of the liguid 1 may be
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supplied from the both sides of the projection area ARI.
Also in this case, the supply amount of the liguid 1 is not
varied even when the scanning direction is switched.
Therefore, it is possible to more reliably avoid the
occurrence of the water hammer phencomenon. On the other
hand, when the amounts of the liguid supplied from the both
sides of the projection area ARl in the scanning direction
are changed depending on the scanning direction while
continuously supplying the liguid 1, it is possible to
suppregs the amount of use of the liquid 1 while
suppressing the occurrence of the water hammer phenomenon.
The embodiment of the present invention is constructed
such that the liguid 1 is continuously supplied from the
supply ports 13a, 14A during the operation of the exposure
process for one piece of the substrate P. However, the
supply may be stopped during the operation. TFor example,
the following procedure may be also available. That is,
when the substrate P is subjected to the scanning movement
toward the +X side, then the liguid supply from the supply
port 14A is stopped, and the liquid 1 is supplied from only
the supply port 13A. When the substrate P is subjected to
the scanning movement toward the -X side, then the liguid
supply from the supply port 13A is stopped, and the liguid
1 is supplied from only the supply port 14A., Further, it
is also available that the liguid supply mechanism 10 stops

the supply of the liquid 1 to the substrate P during the
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stepping movement of the substrate P. In this procedure,
the scanning exposure may be started as follows. That is,
the liguid 1 is supplied for a predetermined period of
time, and the scanning exposure is performed after waiting
for the convergence of the vibratilon of the liquid. When
the procedure or the arrangement as described above is
adopted, it is possible to suppress the amount of use of
the liquid 1. On the other hand, when the liquid 1 is
continuously supplied, it is possible to improve the
throughput, kecause it is unnecessary to set any waiting
time for the convergence of the vibration of the liguid.
This embodiment is constructed such that the supply
ports 13A, 14A of the liquid supply mechanism 10 are
provided on the bhoth sides in the scanning direction with
respect to the projection area ARl. Nowever, for example,
supply ports (supply members) may be also provided to
surround all of the circumference of the projection area
ARl, i.e., also on the bhoth sides of the projection area
ARl in the non-scanning direction. The ligquid 1 may be
supplied onto the substrate P from the respective supply
ports provided to surround the projection area ARl. In
this arrangement, when the supply ports are provided on the
both sides of the projection area ARl in the scanning
direction respectively and on the both sides in the non-
scanning direction respectively, i.e., when the mutually

independent four supply ports are provided to surround the



projection area AR1l, then the liquid 1 may be supplied from
all of the four supply ports, or the liguid 1 may be
supplied from only the supply ports provided on the both
sides in the scanning direction while the ligquid supply may
be stopped (or a small amount of the liquid may be
supplied) from the supply ports provided on the both sides
in the non-scanning direction, when the exposure process 1s
performed while moving the substrate P in the scanning
direction. The liguid may be supplied from the supply
ports provided on the both sides in the non-scanning
direction, when the substrate P is moved in the non-
scanning direction. Alternatively, the following
arrangement is also available. fThat is, an annular supply
member is provided to surround the projection area AR, and
the ligquid 1 is supplied onto the substrate P by the aid of
the supply member. In this arrangement, it is enough that
one liguid supply unit is provided to feed the liquid 1 to
the supply member. Therefore, it is possible to simplify
the arrangement of the apparatus. On the other hand, when
the supply ports 13a, 14A are provided on the both sides in
the scanning direction with respect to the projection area
ARl as in the embodiment described above, the liquid
immersion area AR2 can be sufficiently formed for the
projection area ARl. Thus, it is possible to suppress the
amount of use of the liguid 1.

This embodiment is constructed such that the supply
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ports 13A, 14A of the liguid supply mechanism 10 are
provided on the both sides in the scanning direction with
respect to the projection area AR1. However, when the
space between the projection optical system PL and the
substrate P is sufficiently filled with the liguid 1, the
liquid may be supplied from one supply port arranged near
to the projection area ARI. Also in this case, it is
possible to suppress the amount of use of the liguid 1
while suppressing the occurrence of the water hammer
phenomenon by continuously supplying the liguid from the
one supply port until the exposure is completed for all of
the shot areas on one substrate P.

In the embodiment described above, the first and
second supply members 13, 14 and the recovery member 22 are
separated from each other. However, the first and second
supply members 13, 14 and the recovery member 22 may be
connected to one another. Alternatively, connecting
members may be provided between the first and second supply
members 13, 14 and the recovery member 22 to connect them.
The embodiment described above has been explained such that
the internal flow passages 13H, 14H of the supply members
13, 14 and the internal flow passage 22H of the recovery
member 22 are perpendicular to the surface of the substrate
F. However, they may be inclined. PFor example, the
internal flow passages 13H, 14H (ox the supply ports 134,

14n) of the supply members 13, 14 may be provided to be
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directed to the projection area AR}. Further, the distance
(height) of the supply port 13a, 14A from the surface of
the substrate P may be different from that of the recovery
port 22A of the recovery membey 22.

It is preferable that the liquid supply mechanism 10
including the supply members 13, 14 and the liguid recovery
mechanism 20 including the recovery member 22 are
respectively supported by a support member other than the
projection optical system PL and a support member for
supporting the projection optical system PL. Accordingly,
it is possible to avoid the transmission, to the projection
optical system PL, of the vibration generated in the liquid
recovery mechanism 10 and/or the liquid recovery mechanism
20. On the contrary, when the prodjection optical system PL
is allowed Lo make contact with the supply members 13, 14
without any gap, it is also possible to expect an effect to
prevent the liquid ] from mixing witﬁ the atmospheric air.

Another embodiment of the present invention will be
explained below. 1In the following description, the same ox
equivalent constitutive parts as those of the embodiment
described above are designated by the same reference
numerals, any explapation of which will be simplified or
omitted.

The ligquid recovery mechanism 20 according to the
embodiment desciribed above ig provided with the one liquid

recovery unit 21, and the recovery member 22 which is
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connected Lo the liquid recovery unit 21 via the recovery
tube 21A and which has the recovery port 223 formed
continuously to have the annular shape. However, it is
also allowable that a plurality of liguid recovery units
are provided. Accordingly, it is possible to suppress the
dispersion of the recovery force at each of the recovery
positions of the recovery port 22A. Further, the control
unit CONT may vary the respective recovery forces of the
plurality of liquid recovery units depending on the liguid
recovery positions. This arrangement will be explained
with reference to Fig. 7.

Fig. 7 shows another embodiment of the present
invention, which schematically depicts a plan view
illustrating another example of the liquid recovery
mechanism 20. With reference to Fig. 7, the liquid
recovery mechanism 20 includes a first liguid recovery unit
26, a second liquid recovery unit 27, a first recovery
member 28 which is connected to the first liquid recovery
unit 26 via a recovery tube 26A, and a second recovery
member 29 which is connected to the second liquid recovery
unit 27 via a recovery tube 27A. Each of the first and
second recovery members 28, 29 is formed to be circular
arc~shaped as viewed in the plan view. The first recovery
member 28 is arranged on the -X side of the projection area
AR1, while the second recovery member 29% is arranged on the

+X side of the projectien area ARl. Rach of the first and
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second recovery members 28, 29 is provided with a recovery
port which is directed toward the substrate P, and
partition members which are provided therein, in the same
manner as in the embodiment described above. The recovery
operations of the first and second liquid recovery units
26, 27 are performed independently by the control unit CONT
respectively.

When the shot area on the substrate P is subjected to
the scanning exposure, then the control unit CONYT supplies
the-liquid 1 from the liquid supply mechanism 10 onto the
substrate P, and the control unjit CONT drives the first and
second liquid recovery units 26, 27 of the liguid recovery
mechanism 20 respectively to recover the liguid 1 from the
surface of the substrate P, In this embodiment, the
control unit CONT controls the liguid recovery force of the
liguid recovery mechanism 20 so that the liquid recovery
force is varied depending on the liquid recovery position.
Specifically, the control unit CONT makes the setting in
relation to the scanning direction such that the recovery
amount (recovery force) of the liguid recovered per unit
time at the position in front of the projection area ARl is
smaller than the recovery amount of the liguid recovered on
the side opposite thereto. That is, the liguld recovery
force is increased on the fropt side (downstream side of
the flow of the liguid 1) in the scanning direction.

Specifically, when the substrate P is moved in the +X

70



direction, the recovery force, which is exerted by the
second recovery member 29 (gecond liguid recovery unit 27)
provided on the +X side with respect to the prcj@cﬁion area
AR1l, is larger than the recovery force which is exerted by
the first recovery member 28 (first liguid recovery unit
26) provided on the -X side. Accordingly, it is possible
to smoothly perform the operation to recover the liquid on
the substrate P while avoiding the outflow of the liguid 1
to the outlside.

The embodiment described above is constructed such
that the operations to recover the liguid by the first and
second liquid recovery units 26, 27 are performed
simultanecusly. However, the operations may be performed
separately. For example, the following process is also
available. That is, when the substrate P is moved in the
4+X direction, then the operation to recover the liquid is
performed by using only the second recovery member 29
(saccna.liquid recovery unit 27) provided on the +X side
with respect to the projection area ARl, and the operation
te recover the liguid, which is to be performed by using
the first recovery member 28 (first liquid recovery unit
26}, is stopped. 1In this case, the liguid 1 principally
flows toward the +X side. Therefore, the ligquid 1 can be
recovered by only the recovery operation performed by the
second liguid recovery unit 27.

In the respective embodiments described above, the
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recovery member of the liguid recovery mechanism 20 is
arranged to surround the entire projection area ARIl.
However, the recovery members may be provided on only the
both sides of the projection area ARI in the scanning
direction.

In the respective embodiments described above, the
recovery member of the liquid recovery mechanism 20 is
formed continuously te surround the projection area ARI.
However, as shown in Fig. 8, a plurality of recovery
members 22D may be arranged discoptinuously or
intermittently. 8Similarly, a plurality of supply members
13D, 14D may be arranged discontinuously or intermittently
in relation to the liguid supply mechanism 10 as well.
Also in this arrangement, the recovery operation is
continuously performed with the recovery ports arranged to
surround the projection area ARl. Therefore, the liguid 1
can be recovered satisfactorily even when the liquid 1 is
spread while cauéing the wetting in any direction.

When a plurality of recovery members of the liguid
recovery mechanism 20 are provided, for example, the liguid
recovery force (liguid recovery amount per unit time) at
the position apart from the projection area ARl in the
scanning direction may be increased by the liguid recovery
mechanism 20 to be larger than the liguid recovery force at
any different position, specifically at any posgition apart

in the non-scanning direction. Accordingly, the liguid 1
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on the substrate P can be smoothly recovered when the
scanning exposure is performed.

Alternatively, a plurality of liguid recovery units
each having a vacuum pump or the like may be connected
through recovery tubes to the respective divided spaces 24
divided by the partition memhers 23 respectively to
individually control the recovery operations of the
plurality of ligquid recovery units so that the recovery
force may be varied depending on the liguid recovery
position thereof. Alternatively, the recovery force may he
varied depending on the liquid recovery position such that
the liguid recovery units are not connected to the
respective divided spaces 24 individually, one liquid
recovery unit is connected to the plurality of divided
spaceg 24 through a plurality of recovery tubes
respectively, and valves are provided for the recovery
tubes respectively to adjust the valve opening degrees of
the valves. Further, the recovery force can be varied for
each of the divided spaces 24 by the pressure loss by
changing the lengths of the plurality of recovery tubes as
described above.

In the respective embodiments described above, the
supply member of the ligquid supply mechbanism 10 has the
substantially circular arc-shaped form as viewed in the
plan view. However, as shown in Fig. 9, the supply member

may have a linear or straight form. 1In this embodiment,
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the supply members 13, 14, which are linear as viewed in
the plan view as shown in Fig. 9, are provided on the both
sides of the projection area ARL in the scanning direction
respectively. Similarly, the recovery member 22 of the
liguid recovery mechanism 20 is not limited to have the
annular form. As shown in Fig. 2, the recovery member 22
may be rectangular.

As shown in Fig. 10(a), a porous member 40 may bhe
provided for the internal flow passage 13H (14H) of the
supply member 13 (14) of the liguid supply mechanism 10.
Alternatively, as shown in Fig. 10(b), partition members 41
may be provided to form slit-shaped flow passages. By
doing so, the liguid 1, which is supplied from the supply
member 13 (14) onto the substrate P, can be rectified. It
is possible to suppress the occurrence of any inconvenience
which would be otherwise caused such that any turbulence
appears on the substrate P and the liguid is wvibrated.

The respective embodiments described above have been
explained such that the trap member 30 (trap surface 31) is
@lliptical as viewed in the plan view. However, the trap
member 30 (trap surface 31) may be perfect circular or
rectangulay-. ©On the other hand, the liguid 1 tends to
cutflow on the both sides of the projection area ARl in the
scanning direction. Therefore, when the trap member 30 has
the elliptical shape as in the embodiment described ahove,

the liguid 1, which intends to outflow, can be captured
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satisfactorily, The embodiment described above is
constructed such that the trap member 30 (trap surface 31)
has the elliptical shape, and the trap member 30 (trap
surface 31) is provided at the eptire portion outside the
liguid recovery positions of the recovery member 22 to
suryound the recovery member 22. However, it is also
allowable that the trap mewmber 30 (trap surface 31) is
provided on only the both sides of the projection area ARl
in the scanning direction, and the trap member 30 (trap
gsurface 31) is not provided at any positjion apart from the
projection area ARl in the non-scanning direction. The
liguid 1, which intends to outflow, can be captured
satisfactorily by merely providing the trap member 30 on
the both sides of the projection area ARI in the scanning
direction, because the liquid 1 tends to ocutflow on the
both sides in the secanning direction. The angle of
inclination of the trap surface 31 may be designed so that
the angle of inclination differs depending on the position.
For example, the angle of inclination of the trap surface
31 may be increased at positions in the vicinity of the
both sides of the projection area AR in the scanning
diregtion as compared with those at the other positions.
It is not necessarily indispensable that the trap surface
31 is the flat surface. It is also allowable to use, for

example, a shape obtained by combining a plurality of flat

surfaces.



Fig. 11 shows another embediment of the trap surface
31 of the trap member 30. As shown in Fig. 11, the trap
surface 31 may be a curved surface. Specifically, as shown
in Fig. 11, the tyrap surface 31 may be a quadric curve or a
circular arc as viewed in a cross section. In this
embodiment, it is preferable that the trap surface 31 is a
curved surface which is expanded toward the substrate P.
Even in the case of such a shape, it is possible to capture
the liquid 1 satisfactorily.

Alternatively, as shown in Pig. 12, it is also
allowable to apply, to the trap surface 31, a treatment to
enlarge the surface area, gpecifically, & rough surface-
forming treatment. When the rough surface-forming
treatment is applied, then the surface area of the trap
surface 31 is enlarged, and the liguid 1 can be captured
more satisfactorily. Tt is not necessarily indispensable
that the rough surface-forming treatment is applied to the
entire surface of the trap surface 31. The rough surface-~
forming treatment may be applied, for example, to only a
part of area disposed in the scanning direction.

As shown in Fig. 13, the trap member 30 may be
composed of a plurality of fin members 32. With reference
to Fig. 13, the fin member 32 is substantially triangular
as viewed in a side view. The side (lower side), which is
opposed to the substrate P, is inclined in the upward

direction at outer positions with respect to the projection
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area AR1. The plurality of fin members 32 are attached
radially to the outer side surface of the recovery member
22 so that the longitudipal direction thereof is directed
outwardly. In this embodiment, the plurality of f£in
members 32 are separated from each other. Space sections
33 are formed between the respective fin members 32. The
liquid 1, which is unsuccessfully recovered by the recovery
member 22, is captured by the surface tension by the space
sections 33 between the fin members 32. Accordingly, the
ligquid 1 is prevented from the outflow to the outside of
the substrate P.

The plurality of fin members 32 may be provided at
equal intervals, or they may be provided at unequal
intervals. For example, the intervals between the fin
members 32 provided at positions in the scanning direction
may be set to be smaller than the intervals between the f£in
members 32 provided at positions in the non-scanning
direction. The plurality of fin members 32 may have an
identical length (size in the radial direction)
respectively. Alternatively, the fin member 32, which is
provided at the position in the scanning direction, may
have a length that is longer than the lenygth of the fin
member 32 which is provided at the position other than the
above. A part of the area for the trap member 30 may be
composed of the fin members, and the remaining area may be

composed of the trap surface. The fin members 32 may be
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attached to the trap surface 31 as explained, for example,
with reference to Fig. 4. It is preferable that the
liguid-attracting treatment is also applied to the surface
of the fin member 32 in order to enhance the affinity for
the liguid 1.

In the respective embodiments described above, when
the liguid-attracting treatment is applied to the trap
surface 31 (cor the fin members 32), the liguid«attracting
property of the trap surface 31 may be allowed to posses a
distribution. 1In other words, the surface treatment can be
performed &o that the contact angles of the liquid are
mutually different values for a plurality of areas on the
surface to be subjected to the surface treatment. For
example, the liquid~attracting property may be lowered in a
part of the area of the trap surface 31 disposed outside
the projection area ARi as compared with the area disposed
inside. Further, it is not necessarily indispensable that
all of the trap surface 31 is subjected to the liguid-
attracting treatment. For example, only a part of the area
disposed in the scanning direction may be subjected to the
liguid-~attracting treatment.

The embodiment described above has been explained such
that the ligquid-attracting treatment is applied to the trap
surface 31. However, the ligquid-attracting treatment can
be also applied to the surface of the flow passage through

which the liguid 1 flows, included in the liquid supply
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mechanism 10 and/or the liquid recovery mechanism 20. 1In
particular, when the liquid-attracting treatment is applied
to the recovery member 22 of the liguid recovery mechanism
20, the liguid can be recovered smoothly. Alternatively,
the liguid-attracting treatment can be also applied to the
end portion of the projecticon optical system PL including
the barrel PK with which the liguid 1 makes contact. When
a thin film is formed on the optical element 2, then the
thin film is formed of a material having a transmittance
with respect to the exposure light beam EL, and the film
thickness thereof is designed to such an extent that the
exposure light beam EL can be transmitted therethrough,
becanse the thin film is arranged on the optical path for
the exposure light beam EL.

The thin film for the surface treatment may be either
a single laver £ilm or a film composed of a plurality of
layers. As for the material for forming the thin £ilm, it
is possible to use arbitrary materials provided that the
material can exhibit the desired performance, including,
for example, metals, metal compounds, and organic matters.

The surface treatment may be also applied to the
surface of the substrate P in conformity with the affinity
for the liguid 1. 2As described above, it is preferable
that the affinity of the trap surface 31 for the liguid is
higher than the affinity of the surface of the substrate P

for the liguid.
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Next, an explanation will be made with reference to
Fig. 14 about still another embodiment of a liguid supply
mechanism 10 and a liguid recovery mechanism 20 according
to the present invention.

With reference to Fig. 14, the liquid supply mechanism
10 includes a first liguid supply unit 11, a second liguid
supply unit 12, a first supply member 13 which is provided
on one side (-~X side) in the scanning direction with
respect to the projection area AR1, a second supply member
14 which is provided on the other side (+X side), a first
supply tube 41 which connects the first liguid supply unit
11 and the first supply member 13 with each other, and a
second supply tube 42 which connectg the second liquid
supply unit 12 and the second supply member 14 with each
other. The first and second supply members 13, 14 include
internal flow passages 13H, 14H and supply ports 13A, 14A
formed at their lower ends respectively, which are formed
to be substantially circular arc-shaped as viewed in a plan
view, in the same manner as in the embodiment described
with reference teo Figs. 2 and 3.

The first supply tube 41, which connects the first
liguid supply unit 1l and the first supply member 13, hag a
straight tube section 43 and a slit tube section 44. One
end of the straight tube sectioen 43 is connected to the
first liquid supply unit 11, and the other end of the

strajight tube section 43 is connected to one end of the

80



glit tube section 44. The other end of the slit tuhe
section 44 is connected to the upper end of the internal
fiow passage 13H of the first supply member 13. One end of
the slit tube section 44 is formed to have approximately
the same size as that of the straight tube section 13, and
the other end thereof is formed to have approximatély the
same size as that of the upper end of the first supply
member 13. The slit tube section 44 is formed to be
substantially triangular as viewed in a plan view so that
the slit tube section 44 is gradually widened in the
horizontal direction from one end to the other end. A
slit-shaped interpal flow passage 44H, which is formed in
the slit tube segtion 44, is formed so that the internal
flow passage 44H is gradually widened in the horizontal
direction from one end to the other end.

Similarly, the second supply tube 42, which connects
the second liguid supply unit 12 and the second supply
membeyr 14, has a straight tube section 45 and a slit tube
section 46. One end of the straight tube section 45 is
connected to the second liguid supply unit 12, and the
other end of the straight tube section 45 is connected to
one end of the slit tube section 46. The other end of the
s1it tube section 46 is connected to the upper end of the
internal flow passage 140 of the second supply member 14.
One end of the slit tube section 46 is formed to have

approximately the same size as that of the strajight tube
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section 45, and the other end thereof is formed to have
approximately the same sjize as that of the upper end of the
second supply member 14. The slit tube section 46 is
formed to be substantially triangular as viewed in a plan
view so that the slit tube section 46 is gradually widened
in the horizontal direction from one end to the other end.
A slit-shaped internal flow passage 46H, which is formed in
the &1lit tube section 46, is formed so that the internal
flow passage 46H is gradually widened in the horizontal
direction from one end to the other end.

The liquid recovery mechanism 20 includes a recovery
member 22 which is formed to be annular as viewed in a plan
view, a plurality of liguid recovery units 61 to 64, and a
plurality of recovery tubes 71 to 74 which connect the
recovery member 22 and the respective ligquid recovery units
61 to 64 to one another. In this embodiment, the liguid
recovery units include four of the first to fourth liguid
recovery units 61 to 64, and the recovery tubes include
four of the first to fourth recovery tubes 71 to 74
corresponding thereto. The recovery member 22 includes an
annular internal flow passage 22H, and a recovery port 22A
formed at the lower end thereof, in the same mannexr as in
the embodiment explained with reference to Figs., 2 and 3.
No partition member {(23) is provided for the internal flow
passage 220 of the ewmbodiment shown in Fig. 14. The

recovery members 22 of the liquid recovery mechanism 20 are
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arranged outside the first and second supply members 13, 14
of the ligquid supply mechanism 10.

The first recovery tube 71, which connects the first
liquid recovery unit 61 included in the plurality of liguid
recovery units and the recovery member 22, has a straight
tube section 75 and a slit tube section 76. One end of the
straight tube section 75 is connected to the first liguid
recovery unit 61, and the other end of the straight tube
section 75 is connected to one end of the slit tube section
76. The other end of the slit tube section 76 is connected
to the upper end of the internal flow passage 228 of the
recovery member 22. In this embodiment, one end of the
slit tube section 76 is formed to have approximately the
same size as that of the straight tube section 7%, while
the other end of the slit tube section 76 1s formed to have
a size which is approximately 1/4 of the upper end of the
annulaxr recovery member 22. ‘The slit tube section 76 is
formed to be substantially triangular as viewed in a plan
view s0 that the slit tube secticen 76 is gradually widened
in the horizontal direction from one end to the other end.
A slit-shaped internal flow passage 76H, which is formed in
the slit tube section 76, is formed so that the internal
flow passage 76H is gradually widened in the horizontal
direction from one end to the cother end.

Similarly, the second recovery tube 72, which connects

the second liguid recovery unit 62 and the recovery member
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22, has a straight tube section 77 and a slit tube section
78. One end of the slit tube section 78 is formed to have
appreximately the same size as that of the straight tube
section 77, while the other end of the slit tube section 78
is formed to have a size which is approximately 1/4 of the
upper end of the annular recovery member 22. The slit tube
section 78 is formed to be substantially triangular as
viewed in a plan view. A slit-shaped internal flow passage
788, which is formed in the slit tube section 78, is formed
so that the internal flow passage 78H is gradually widened
in the herizontal direction from one end to the other end.
Further, the third recovery tube 73, which connects the
third liguid recovery unit 63 and the recovery member 22,
has a straight tube section 79 and a slit tube section 80.
The fourth recovery tube 74, which connects the fourth
liguid recovery unit 64 and the recovery member 22, has a
straight tube section 81 and a slit tube section 82. Bach
of the other ends of the slit tube sections B0, 82 is
formed to have a size which is approximately 1/4 of the
upper end of the annular recovery member 22. Each of the
slit tube sections B0, 82 is formed to be substantially
triangular as viewed in a plan view. glit-shaped internal
flow passages B80H, 8#2H, which are formed in the slit tube
sections 80, 82 respectively, are formed so that each of
the internal flow passages 80H, 820 is gradually widened in

the horizontal direction from one end to the other end.
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The members for allowing the liguid to flow
therethrough, specifically the supply tubes 41, 42 and the
recovery tubes 71 to 74, which are included in the members
for constructing the liguid supply mechanism 10 and the
liquid recovery mechanism 20, may be made of synthetic
resin such as polytetraflucroethylene as described above.
Alternpatively, for example, they may be made of metal such
as stainless steel and aluminum. In this embodiment, the
members, through which the fluid flows, are made of metal.
Iin particular, when the members for constructing the flow
passages for the liquid, which are included in the liguid
supply mechanism 10 and the liguid recovery mechanism 20,
are made of aluminum, it is possible to allow the liquid to
flow smoothly, because aluminum has the small contact angle
with respect to the liguid (water). Although not shown in
Fig. 14, the trap member 30 is provided around the recovery
member of the liguid recovery mechanism 20 in the same
manner as in the embodiment described above.

Next, an explanation will be made about the operation
of the liquid supply mechanism 10 and the liguid recovery
mechanism 20. In order to form the liguid immersion area
(AR2), the control unit CONT drives the first and second
liguid supply units 11, 12 of the liquid supply mechanism
10 respectively. The ligquid 1, which is fed from the first
and second ligquid supply units 11, 12 respectively, flows

through the first and second supply tubes 41, 42



respectively, and the liguid 1 is supplied onte the
substrate P via the first and gecond supply members 13, 14.
in this embodiment, the ligquid 1, which is fed from the
first liquid supply unit 11, flows through the straight
tube section 43 of the first supply tube 41, and then the
liguid 1 flows through the slit tube section 44,
Accordingly, the liguid 1 is spread in the horizontal
direction (lateral direction). The liguid 1 is spread at
the other end of the slit tube section 44 to a size
approximately equal to the size of the internal flow
passage 13H (supply port 13A) of the first supply member 13
in the Y axis direction. Aafter that, the liquid 1 is
supplied onto the substrate P via the internal flow passage
13H of the first supply member 13. Accordingly, the liquid
1 is supplied onto the substrate P at approximately uniform
liguid supply amounts at the respective positions of the
substantiallf circular arc~shaped supply port 13A in which
the longitudinal direction e;tends in the Y axis direction.
Similarly, the liguid 1, which is fed from the second
liguid supply unit 12, alsgo flows through the straight tube
section 45 of the second supply tube 42, and then the
Jiguid 1 is spread in the horizontal direction (lateral
direction) via the slit tube section 46. After that, the
liguid 1 is supplied to the second supply member 14.
Therefore, the liquid 1 is supplied onto the substrate P at

approximately uniform liguid supply amounts at the
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respective positions of the supply pert 14A.

That is, in the embodiment described with reference to
Figs. 2 and 3, the entire supply tube 11A is counstructed by
the straight tube. Therefore, when the liquid is directly
supplied from the supply tube 11A as the straight tube to
the first supply member 13 in which the longitudinal
direction extends in the Y axis direction, the difference
in the flow passage area causes the difference between the
liguid supply amount at the central portion in the
longitudinal direction of the supply port 13A of the first
supply member 13, i.e., at the position disposed just under
the supply tube 11A and the liguid supply amount at the end
of the supply port 13A in the longitudinal direction, i.e.,
at the position se¢parated from the supply tube 1IA. As a
result, the liquid supply amcunt is sometimes ponuniform at
the respective positions of the supply port 13A.
Specifically, the liquid supply amount at the central
portion of the supply port 13A in the ibngitudinal
direction (position disposed just under the supply tube
11a) is larger than the liquid supply amount at the end of
the supply port 13A in the longitudinal direction (position
separated from the supply tube 11A). It is impossible to
supply the liguid uniformly, and there is such a
possibility that the liquid immersion area ARZ may be
nenuniform. However, when the ligquid 1 is supplied from

the first liquid supply unit 11 to the first liguid supply
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member 13 (supply port 13A) in which the lengitudinal
direction extends in the Y axis direction, the size of the
flow passage of at least a part of the supply tube 41 is
set depending on the size of the first supply member 13,
As in this embodiment, a part of the supply tube 41 is
provided as the slit tube section 44 having the tapered
internal flow passage 44H which is gradually widened in the
horizontal direction toward the first supply member 13.
Accordingly, the liquid 1 can be supplied onto the
substrate P at the approximately uniform liguid supply
amounts at the respective positions of the supply port 13A
of the first supply member 13 in which the longitudinal
direction extends in the ¥ axis direction. Similarly, the
liguid 1, which is fed from the second liquid supply unit
12, is also supplied onto the substrate P uniformly through
the second supply tube 42 and the second supply member 14.
The control unit CONT drives the first to fourth
liquid recovery units 61 to 64 of the liguid reco@ery
mechanism 20 respectively to recover the liquid 1 from the
surface of the substrate P by the aid of the recovery
member 22 and the first to fourth recovery tubes 71 to 74
respectively. The first to fourth liguid recovery units 61l
to 64 recover the liguid 1 by sucking the liquid 1 from the
surface of the substrate P through the first to fourth
recovery tubes 71 to 74 respectively. The liguid 1 is

recovered from the substrate P at approxXimately uniform
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recovery amounts (recovery forces) at the respective
positions of the recovery port 22A of the annular recovery
membey 22.

That is, when the recovery tube as the straight tube
is directly connected to the recovery member 22 in the same
manner as described above, then the difference in the flow
passage area causes the difference in the liguid recovery
amount (recovery force) at each of the positions of the
recovery port 223, and the liquid recovery amount may be
nonuniform at each of the positions of the recovery port
22A in some cases. For example, the liquid recovery amount
at the position disposed just under the recovery tube is
larger than the liquid recovery amount at the positions
other than the above. There is such a possibility that the
ligquid cannot be recovered uniformly and the liquid
immersion area AR2 may be nonuniform. However, when parts
of the recovery tubes are the slit tube sections 76, 78,
80, 82 each of which has the tapered internal flow passage“
that is gradually widened in the herizontal direction
toward the recovery member 22 as in this embodiment, the
liguid can be recovered from the substrate P at the
approximately uniform liquid recovery amounts at the
respective positions of the recovery port 2ZA of the
annular recovery member 22.

As described above, the liquid can be supplied

uniformly at the respective positions of the supply ports
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13a, 14A respectively, and the liquid can be recovered
uniformly at the respective positions of the recovery port
22A. Therefore, it is possible to form the uniform liguid
immersion area AR2.

In the embodiment described with reference to Fig. 14,
the internal flow passage 44H (46H) of the slit tube
section 44 (46) is hollow. However, as shown jin Fig. 15, a
plurality of fin members 85 may be provided in the flow
direction of the liguid 1 (from one end to the other end of
the slit tube section) for the internal flow passage 441
(46H} of the slit tube section 44 (46) which constitutes a
part of the supply tube 41 (42) of the liquid supply
mechanism 10. Accordingly, the liguid 1 can be supplied
onto the substrate P by the aid of the supply member 13
{14) after rectifying the liquid 1. The £in members 83 may
be elongated to extend over the internal flow passage 13H
{14H) of the supply membex 13 (14). Such f£in nembers 85
may be provided for the internal flow passages 76H, 7BH,
BOH, 82H of the 8lit tube sections 76, 78, 80, 82 which
construct the recovery tubes of the ligquid recovery
mechanism 20 respectively.

For example, when the substrate P is subjected to the
scanning movement at a high velocity, the following
situation may be ¢onceived. That is, the liguid 1 cannot
be recovered sufficiently from the substrate P even in the

case of the embodiment shown in Fig. 14, and the ligquid 1
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on the substrate P may cutflow to the outside of the
recovery member 22. In such a situatjon, the lower
surfaces of the slit tube sections 44, 46 each having the
substantially triangular shape as viewed in a plan view
provided at the positions in the scanning direction (X axis
direction) of the substrate P ¢an be used as trap surfaces
in place of the trap member 30,

This embodiment is constructed such that the plurality
of recovery tubes 71 to 74 are connected LO one recovery
member 22. However, a plurality of recovery members
{recovery ports) may be provided closely to the substrate P
50 that the plurality of recovery members (recovery poxts)
coxrrespond to the plurality of recovery tubes 71 to 74.

Next, an explanation will be made about still another
embodiment of a liguid supply mechanism 10 and a liguid
recovery mechanism 20 according to the present invention
with reference to Figs. 16 to 19.

Fig. 16 shows a schematic perspective view
illustrating the liquid supply mechanism (10) and the
ligquid recovery mechanism (20) according to this
embodiment. With reference to Pig. 16, the ligquid supply
mechanism (10) includes first and second liquid supply
units 11, 12, and first and second supply tubes 41, 42
which are connected to the first and second liguid supply
units 11, 12 respectively. The liquid recovery mechanism

(20) includes first to fourth liguid recovery units 61 to
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64, and first to fourth recovery tubes 71 to 74 which are
connected to the first to fourth liguid recovery units 61
to 64 respectively. One end of each of the first and
second recovery tubes 41, 42 is connected to each of the
first and second liguid supply units 11, 12. The other end
is connected to each of supply passages formed by a flow
passage-forming member 90 as described later on. One end
of each of the first to fourth recovery tubes 71 to 74 is
connected to each of the first to fourth liguid recovery
units 61 to 64. The other end is connected to each of
recovery passages formed by the flow passage~forming member
90 as described later on.

‘lhe flow passage~forming member 90 includes a first
member 90, a second member 92 which is arranged on the
first member 91, and a third member 93 which is arranged on
the second member 92. The flow passage-forming member 90
is arranged to surround the projection optical system PL.
The first to third members 91 to 93, which constitute the
flow passage~formning member 90, are rectangular plate
members having an identical outer size respectively, and
they have holes 9]1A to 93A disposed at central portions
thereof so that the projection optical system PL may be
arranged therein. The holes 2]1A to 93A are formed so that
they are communicated with each other. The first and
second supply tubes 41, 42 are connected to the thixd

member 93 disposed at the uppermeost stage of the first to
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third members. The first to fourth recovery tubes 71 to 74
are connected to the second member 92 disposed at the
middle stage.

Fig. 17 shows a pergpective view illustrating the
first member 91 which is arranged at the lowermost stage of
the first to third members. The first member 81 includes a
first supply hole 94A which is formed on the -X side of the
projection optical system PL and which forms a supply pert
for supplying the liguid 1 to the substrate P, and a second
supply hole 95A which is formed on the +X side of the
projection optical system PL and which forms a supply port
for supplying the liguid to the substrate P. Each of the
first supply hole 94A and the second suphly hole 95A is
formed to be substantially circular arc-shaped as viewed in
a plan view. The first member 91 further includes a first
regovery hole 963 which is formed on the -X gide of the
projection optical system PL and which forms a recovery
port for recovering the liguid on the substrate P, a second
recovery hole 97A which is formed on the -Y side of the
projection eptical system PL and which forms a recovery
port for recovering the liguid on the substrate P, a third
recovery hole 98A which is formed on the +X side of the
projection optical system PL and which forms a recovery
port for recovering the liquid on the substrate P, and a
fourth recovery hole 99A which is formed on the +Y side of

the projection optical system PL and which forms a recovery
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port for recovering the liguid on the substrate P. Each of
the first to fourth recovery holeg 96A to 99A is formed to
be substantially circular ar¢~shaped as viewed in a plan
view. The first to fourth recovery holes 926A to 99A are
provided at substantially equal intervals along the
circumference of the projection optical system PL. The
recovery holes 96A to 99%A are provided on the outer side
with respect to the projection optical system PL as
compared with the supply holes 94A, 95B respectively.

Fig. 18 shows perspective views illustrating the
second member 92 arranged at the middle stage of the first
to third members. Fig. 18(a) shows a perspective view as
viewed from an upper position, and Fig. 18(b) shows a
perspective view as viewed upwardly from a lower position.
The second member 92 includes a third supply hole 94B which
is formed on the -X side of the projection optical system
PL, and which is to be connected to the first supply hole
94A of the first member 91, and a fourth supply hole 958
which is formed on the +X side of the projection optical
system PL and which is to be connected to the second supply
hole 95A of the first member 91, The respective shapes and
the sizes of the third and fourth supply holes 94B, 93B
corregpond to those of the first and second supply holes
94A, 95A.

The second member 22 furthey includes, on the lower

surface, a first recovery groove 96B which is formed on the
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~-X side of the projection optical system PL and which is to
be connected to the first recovery hole 96A of the first
member 91, a second recovery groove 97B which is formed on
the -Y side of the projection optical system PL and which
is to be connected to the second recovery hole 97A of the
first member 91, a third recovery groove 98B which is
formed on the +X side of the projection optical system PL
and which is to be connected to the third recovery hole 983
of the first member 91, and a fourth recovery groove 899B
which is formed on the +Y side of the projection optical
system PL and which is to be ¢onnected to the fourth
recovery hole 99A of the first member 91. The first to
fourth recovery grooves 968 to 99B are formed to be
substantially circular arc-shaped as viewed in a plan view
respectively so as to correspond to the shapes and the
sizes of the first to fourth recovery holes 96A to 99A,

The first to fourth recovery grooves 96B to 29B are
provided at substantially equal intervals along the
circumference of the projection optical system PL. The
first recovery tube 71 is connected to the first recovery
groove 96B via a tapered groove 96T. 7The tapered groove
961 is formed so that the tapered groove 96T is gradually
widened in the horizontal direction from the connecting
portion with respec¢t to the first recovery tube 71 toward
the first recovery groove 96B, Similarxly, the second

recovery tube 72 1s connected to the second recovery groove



978 via a tapered groove 977, the third recovery tube 73 is
connected to the third recovery groove 98B via a tapered
groove 987, and the fourth recovery tube 74 is connected to
the fourth recovery groove 998 via a tapered groove 99T,
Fig. 19 shows perspective views illustrating the third
member 93 arranged at the uppermost stage of the first to
Lhird members. Pig. 19(a) shows a perspective view as
viewed from an upper position, and Fig. 19(b) shows a
perspective view as viewed upwardly from a lower position.
The third member 93 includes, on the lower surface, a first
supply groove 94C which is formed on the -X side of the
projection optical system PL and which is to be connected
to the third sgupply hole 94B of the second membar 92, and a
second supply groove 95C which is formed on the +X side of
the projection optical system PL and which is to be
connected to the fourth supply hole 95B of the second
member 32. The shapes and the sizes of the first and
" second supply grooves 94C, 95 are formed to be
substantially c¢ircular arc-shaped as viewed in a plan view
respectively so as to correspond to those of the third and
fourth supply holes %4B, 95B (as well as those of the first
and second supply holes 94A, 95A). 'The first supply tube
41 is conpected to the first supply groove 94C via a
tapered groove 947. The tapered groove 94T is formed so
that the tapered groove %47 is gradually widened in the

horizontal direction from the connecting portion with
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respect to the first supply tube 41 toward the first supply
groove 94C. Similarly, the second supply tube 42 is
connected to the second supply groove 95C via a tapered
groove 957T.

The first to third members 91 to 93 are formed of
metal including, for example, stainless steel, titaniuom,
aluminum, and alloy containing the above. The holes and
the grooves of the respective membersg 9] to 93 are formed,
for example, by the electric discharge machining. The flow
passage—-forming member 90 is formed by Jjoining the
respective members 91 to 93 by using, for example, an
adhesive or a thermocompression bonding method after
processing the respective members 91 to 93 by the electric
discharge machining. The tapered groove 94T, the first
supply groove 94C, the third supply hole 94B, and the first
supply hole 94A are connected to one another (communicated
with each other) by stacking and joining the respective
members 91 to 93. Thus, the supply flow passage, which is
connected to (communicated with) the first supply tube 41,
is formed. Similarly, the tapered groove 95T, the second
supply groove 95C, the fourth supply hole 95B, and the
second supply hole 554 are connected to one another
(comnunicated with each other), and thus the supply flow
passage, which is connected to (communicated with) the
second supply tube 42, is formed. The liguid 1, which is

fed from the first and second liguid supply units 11, 12
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respectively, is supplied onte the substrate P through the
first and second supply tubes 41, 42 and the supply
passages described above. That is, the liguid supply flow
passages are formed by stacking the plate members 91 to 93.
The recovery flow passage, which is connected to
(communicated with) the first recovery tube 71, is formed
by connpecting (communicating) the tapered groove 96T, the
first recovery groove 96B, and the first recovery hole %6A
respectively. Similarly, the recovery flow passage, which
is connected to (communicated with) the second recovery
tube 72, is formed by connecting (communicating) the
tapered groove 977, the second recovery groove 97B, and the
second recovery hole 97A respectively. <The recovery flow
passage, which is connected to (communicated with) the
third recovery tube 73, is formed by connecting
(communicating) the tapered groove 98T, the third recovery
groove 98B, and the third recovery hole 98A respectively.
The recovery flow p&ésage, which is connected to
{communicated with) the fourth recovery tube 74, is formed
by connecting (communicating) the tapered groove 99T, the
fourth recovery groove 998, and the fourth recovery hole
99a respectively. That is, the liguid recovery flow
passages are formed by stacking the plate members 91 to 93.
The liguid on the substrate P is recovered through the
recovery flow passages and the first to third recovery

tubes 71 to 74 respectively.
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in this arrangement, the tapered grooves 94T, 95T are
connected to the first and second supply tubes 41, 42
respectively. Therefore, the liquid can be supplied
uniformly at respective positions of the supply ports in
which the longitudinal direction extends in the Y axis
direction, in the same manner as in the embodiment
described with reference to Fig. 14. Similarly, the
tapered grooves are connected to the recovery tubes 71 to
74 respectively. Therxrefore, the liguid can be recovered
with the uniform recovery force.

owing to the gonstruction that the flow passage-
forming member 90 is formed by the first to third members
91 to 93 as the plate members respectively, for example,
the flow passage~forming member 90 can be used to absorb
the vibration generated when the liguid is sucked while
being mixed with the air upon the recovery of the liqguid.
Further, the machining such as the electric discharge
machining is applied to each of the plurality of plate
members 91 to 93 to formm parts of the flow passages, and
the flow passages for the liquid are formed by combining
them. Therefore, the supply flow passages and the recovery
flow passayges can be formed with ease respectively.

Surfaces, which are inclined with respect to the XY
plane, may be provided around the first to fourth recovery
holes 96A to 99%A disposed on the lower surface of the first

member 91 arranged at the lowermost stage of the plurality
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of members 91 to 93 for forming the flow passage-forming
member 90, and the surfaces may be subjected to the liquid-
attracting treatment. Accordingly, the surfaces may be
uged as trap surfaces to capture the liguid unsuccessfully
recovered by the liquid recovery mechanism. The members 91
to 93 for forming the flow passage-forming member 90 are
the rectangular or sguare plate members. However, it is
also allowable to use circular plate members, and it is
also allowable to use elliptical plate members which are
long in the X direction.

Both of the supply flow passages and the recovery flow
passages are formed in the flow passage-forming member 90
described above. However, only any one of the flow
éassages may be provided in the flow passage-forming member
90. Alternatively, flow passage~forming members, each of
which is formed by stacking a plurality of members, may be
divided into a flow passage~forming membexr for the supply
flow passages and a flow passage—forming”member for the
recovery flow passages, and they may be provided
separately.

Next, still another embodiment of the present
invention will be explained. As desc¢ribed above, it is
preferable to support each of the liquid supply mechanisn
10 including the supply members 13, 14 and the liguid
recovery mechanism 20 including the recovery member 22 by

using a support member other than the projection optical
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system PL and any support member for supporting the
projection optical system PL. An explanation will be made
below about a support strugture for supporting each of the
liguid supply mechanism 10 and the liguid recovery
mechanism 20 with reference to Fig. 20.

Fig. 20 schematically shows the suppert structure for
the liguid supply mechanism 10 and the liguid recovery
mechanism 20. With reference to Iig. 20, the exposure
apparatus EX includes a barrel base plate (first support
member) 100 which supports the projection optical system
PL, and a main frame (second support member) 102 which
supports the barrel base plate 100, the mask stage MST, and
the substrate stage PST. 1In Fig. 20, the Z stage and the
XY stage are shown as an integrated unit. The main frame
102 is installed substantially horigzontally by the aid of
legs 108 on the floox surface in a c¢lean room or the like.
The main frame 102 is formed with an upper stage 102A and a
lower stage 1028 which protrude inwardly. ’

The iliumination optical system IL is supported by a
support frame 120 which is fixed to the upper portion of
the main frame 102. A mask base plate 124 is supported on
the upper stage 102A of the main frame 102 by the aid of an
anti-vibration apparatus 122. Openings are formed through
central portions of the mask stage MST and the mask base
plate 124 for allowing the pattern image of the mask M to

pass therethrough. A plurality of air bearings 126, which

101



are non-contact bearings, are provided on the lower surface
of the mask stage MST. The mask stage MST is supported in
a non-contact manper by the air bearings 126 with respect
to the upper surface (guide surface) of the mask base plate
124. The mask stage MST is movable two~dimensionally in
the XY plane and finely rotatable in the 0Z direction by
the aid of the mask stage-driving unit.

A flange 104 is provided on the outer circumference of
the barrel PK for holding the projection optical system PL.
The projection optical system PL is supported by the barrel
base plate 100 by the aid of the flange 104. An anti-
vibration apparatus 106 including an air mount or the like
is arranged between the barrel base plate 100 and the lower
stage 102B of the main frame 102. The barrel base plate
100, which supports the projection optical system PL, is
supported by the lower stage 102B of the main frame 102 by
the aid of the anti-vibration apparatus 106. The barrel
base plate 100 is isclated from the main frame 102 in terms
of the vibration (in relation to the vibration) by the
anti-vibration apparatus 106 so that the vibration of the
main frame 102 is not transmitted to the barrel base plate
100 which supports the projection optical system PL.

A plurality of air bearings 130, which are non-contact
bearings, are provided on the lower surface of the
substrate stage PST. A stage hase 112 is supported on the

main frame 102 by the aid of an anti-vibration apparatus
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110 including an air mount or the like. The substrate
stage PSP is supported in a nonwcontact manner by the air
bearing 130 with respect to the upper surface (duide
surface) of the stage base 112. The substrate stage PST is

movable two-dimensionally in the XY plane and finely
rotatable in the 02 direction by the aid of the substrate
stage-driving unit. Further, the substrate stage PST is

also movahle in the Z axis direction, the 08X direction, and

the 0Y directioen. The stage base 112 is iscolated from the
main frame 102 in terms of the vibration by the anti-
vibration apparatus 110 so that the vibration of the main
frame 102 is not transmitted to the stage base 112 which
supports the substrate stage PST in the non-¢ontact manner.
A movement mirror 55 is provided at a predetermined
position on the +X side on the substrate stage PST, and a
reference mirror (fixed mirror) 114 is provided at a
predetermined position on the +X side on the barxel PK. A
laser interferometer 56 is provided at a position oppoesed
to the movement mirror 55 and the reference mirror 114.
The laser interferometer 56 is attached to the barrel base
plate 100. Therefore, the laser interferometar 56 is
isplated from the liguid supply mechanism 10 and the liguid
recovery mechanism 20 in terms of the vibration. The laser
interferometer 56 radiates the length-measuring beam
(measuring Jlight beam) onto the movement mirror 55, and it

radiates the reference beam (reference light beam) onto the
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reference mirror 114. Reflected light beams, which come
from the movement mirxor 55 and the reference mirror 114
respectively on the basis of the radiated length-measuring
beam and the reference beam, are received by a light-
receiving unit of the laser interferometer 56. The laser
interferometer 56 causes the interference with the light
beams to measure the amount ol change of the optical path
length of the length-measuring beam on the basis of the
optical path length of the reference beam, and consequently
the position information about the movement mirror 55 on
the basis of the reference mirryor 114, i.e., the position
information about the substrate stage PST. Similarly,
although not shown, a movement mirrer and a reference
mirror are also provided on the +Y side on the substrate
stage PST and the bharrel PK, and a laser interferometer is
provided at a position appesed thereto.

Those supported by the barrel base plate 100 also
inelude unillustrated measuring systems such as the auto-
focus detecting system for measuring the focus position (2
position) and the inclination of the substrate P and the
alignment system for detecting the alignment mark on the
substrate P. The measuring systems as described above are
algo isolated from the main frame 102, the liguid supply
mechanism 10, and the ligquid recovery mechanism 20 in terms
of the vibration.

The liguid supply mechanism 10 and the liguid recovery
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mechanism 20 are supported by the lower stage 102B of the
main frame 102. 'his embodiment is constructed such that
the first and second supply members 13, 14 and the supply
tubes 11A, 12A for constructing the liquid supply mechanism
10, the recovery member 22 and the recovery tube 214 for
constructing the liguid recovery mechanism 20 and other
components are supported by the support member 140, and the
support member 140 is connected to the lower stage 1028 of
the main frame 102. Fig. 20 is jllustrated while
simplifying, for example, the supply members 13, 14, the
raecovery member 22, the supply tubes 11A, 12A, and the
recovery tube 21A.

As described above, the liquid supply mechanism 10 and
the liquid recovery mechanism 20 are supported by the main
frame 102 which is isolated in terms of the vibration from
the barrel base plate 100 which supports the projection
optical system PL. Accordingly, the ligquid supply
mechanism 10 and the liquid recovery mechanism 20 are
iselated from the projection optical system PL in terms of
the vibration. Therefore, the vibration, which is
generated when the liquid is supplied and/or when the
liguid is recovered, is not transmitted via the barrel base
plate 100 to the projection optical system PL, the laser
interferometer 56, and the measuring systems such as the
autofocus detecting system and the alignment system.

Therefore, it is possible to aveid the occurrence of any



incopvenience which would be otherwise caused such that the
pattern image is deteriorated by the vibration of the
projection optical system. [Further, it is possible to
accurately perform the position contrel of the substrate
stage (substrate P). Therefore, it is possible to
accurately project the pattern image onto the substrate.
The liguid supply mechanism 10 and the ligquid recovery
mechanism 20 are supported by the main frame 102 which is
isolated in terms of the vibration from the stage bhase 112
which supports the substrate stage PST. Accordingly, the
ligquid supply mechanism 10 and the liguid recovery
mechanism 20 are isolated from the stage base 112 in terms
of the vibration. Therefore, the vibration, which is
generated when the liquid is supplied and/or when the
liquid is recovered, is not transmitted to the stage base
112 as well., It is possible to avoid the occurrence of any
inconvenience which would be otherwise caused such that the
positioning accuracy and/or the movement accuracy of the
substrate stage PST is lowered.

In this embodiment, the liquid supply mechanism 10 and
the liquid recovery mechanism 20 are integrally supported
by the main frame 102, However, the ligquid supply
mechanism 10 and the liguid recovery mechanism 20 may be
separately attached to the main frame 102, Further, a
support member, which is distinct from the main frame 102,

may be arranged on the floor in the ¢lean room or the like,
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and the liguid supply mechanism and the ligquid recovery
mechanism may be supported by the support member.

As described above, pure water is used as the liguid 1
in the embodiments of the present invention. Pure water is
advantageous in that pure water is available in a large
amount with ease, for example, in the semiconductor
production factory, and pare water exerts no harmful
influence, for example, on the optical element (lens) and
the photoresist on the substrate P. Further, pure water
exerts no harmful influence on the environment, and the
content of impurity is extremely low. Therefore, it is
also expected to obtain the function to wash the surface of
the substrate P and the surface of the optical element
provided at the end surface of the projection optical
system PL. It is approved that the refractive index n of
pure water (water) with respect to the exposure light beam
FL having a wavelength of about 193 nm is approximately in
an extent of 1.44, When the Arl excimer laser beam
(wavelength: 193 nm) is used as the light source of the
exposure light beam EL, then the wavelength is shortened on
the substrate P by 1/n, i.e., te about 134 nm, and a high
resolution is obtained. Further, the depth of focus is
magnified about n times, i.e., about 1.44 times as compared
with the value obtained in the air. Therefore, when it is
enough to secure an approximately eguivalent depth of focus

as compared with the case of the use in the air, it is
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possible to further increase Lthe numerical aperture of the
projection optical system PL. Also in this viewpoint, the
resolution is improved.

When the liquid immersion method as described above is
used, the numerical aperture NA of the projection optical
system is 0.9 to 1.3 in some cases. When the numerical
aperture NA of the projection optical system is increased
as described above, the image formation performance is
sometimes deteriorated by the polarization effect with the
random polarized light beam having been hitherto used as
the exposure light beam. Therefore, it is desirable to use
the polarized illumination. 1In this cage, the following
procedure is preferred. That 1s, the linear polarized
illumination is effected, which is adjusted to the
longitudinal direction of the line pattern of the line-and-
space pattern of the mask (reticle) so that a large amount
of diffracted light of the S-pelarized component (component
in the polarization direction along the longitudinal
direction of the line pattern) is allowed to outgo from the
pattern of the mask (reticle). When the space between the
preojection optical system PL and the resist coated on the
surface of the substrate P is filled with the liquid, the
diffracted light of the S-polarized component, which
contributes to the improvement in the contrast, has the
transmittance through the resist surface that is raised to

be high as compared with a case in which the space belween
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the projection optical system PL and the resist coated on
the surface of the substrate P is filled with the air
{gas). Therefore, even when the numerical aperture NA of
the projection optical system exceeds 1.0, it is possible
to obtain the high image formation performance. It is more
effective Lo make appropriate combination, for example,
with the phase shift mask and/or the oblique incidence
illumination method (especially the dipole illumination
method) adjusted to the longitudinal direction of the line
pattern. The obligue incidence illumination adijusted to
the longitudinal direction of the line pattern is
disclosed, for example, in Japanese Patent Application
Laid-open No. 6-188169, content of which is incorporated
herein by reference within a range of permission of the
domestic laws and ordinances of the state designated or
selected in this international application.

In this embodiment, the lens is attached as the
ébtical element 2 to the end of the projection optical
system PL. The lens an be used to adjust the optieal
characteristics of the projection optical system PL, for
example, the aberration (for example, spherical aberration
and comatlic aberration}. The optical element. 2 may be an
optical plate to adjust the optical characteristic. On the
other hand, the optical element 2, which makes contact with
the liguid 1, may be a plane parallel plate whigh is

cheaper than the lens. When the optical element 2 is the



plane parallel plate, it 1s enough that the plane paralle]l
plate is merely exchanged immediately before supplying the
liguid 1 even when any substance (for example, any silicon-
based organic matter), which deteriorates the transmittance
of the projection optical system PL, the ililuminance of the
exposure light bheam EL on the substrate P, and the
uniformity of the iiluminance distribution, is adhered to
the plane parallel plate, for example, during the
transport, the assembling, and/or the adjustment of the
exposure apparatus EX. Aan advantage is obtained such that
the exchange cost is lowered as compared with the case in
which the optical slement to make contact with the liquid 1
is the lens. That is, the surface of the optical element
to make contact with the liquid 1 ig dirtied, for example,
due to the adhesion of scattered particles generated from
the resist by being irradiated with the exposure light beam
EY, or any impurity contained in the liguid 1. Therefore,
it is neceééary to periodically exchange the optical
element. However, when the optical element ig& the cheap
plane parallel plate, then the cost of the exchange part is
low as compared with the lens, and it is possible to
shorten the time required for the exchange. Thus, it is
possible te suppress the inerease in the maintenance éost
{running cost) and Lhe decrease in the throughput.

When the pressure, which is generated by the flow of

the liquid 1, is large between the substrate P and the
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optical element disposed at the end of the projection
optical system PL, it is also allowable that the optical
element is tightly fixed so that the optical element is not
moved by the pressure, rather than allowing the optical
elenent to be exchangeable.

The liguid 1 is water in this embodiment. However,
the liquid 1 may be any liguid other than water. Fox
example, when the ljight source of the exposure light beam
EL is the F, lasexr, the F, laser beam is not transmitted
through water. Therefore, in this case, liquids preferably
usable as the liquid 1 may include, for example, a
fluorine-based £luid such as fluorine-based oil and
perfluoropolyether {(PFPE) through which the F, laser beam
is transmissive. 1In this case, the portion to make contact
with the liguid 1 represented by the trap surface 31 is
subjected to the ligquid-attracting treatment by forming the
thin film, for example, with a substance having a molecular
structure of small polarity including fluorine.
Alternatively, other than the above, it is also possible to
use, as the liquid 1, liguids (for example, cedar oil)
which have the transmittance with respect to Lhe exposure
light beam EL, which have the refractive index as high as
possible, and which are stable against the photoresist
coated on the surface of the substrate P and the projection
optical system PL. Also in this case, the surface

treatment is performed depending on the polarity of the
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liguid 1 to be used,

The projection optical system PL described above is
constructed (designed) such that the image formation
performance is optimized in the liguid immersion state in
which the space on the side of the image plane is filled
with the ligquid 1 (pure water). However, the projection
optical system PL may be constructed (designed) such that
the desired image formation performance is cobtained even in
the non-liguid immersjon state in which the liquid is
absent on Lhe side of the image plane and in the liquid
immersion state in which the space on the side of the image
plane is filled with ancther liquid, by exchanging a part
of the optical element (optical element disposed clesely to
the substrate P) of the projection optical system PL. When
the projection optical system PL is constructed as
described above, then the exposure apparatus EX can be used
in the liguid immersion state, for example, when the large
depth of focus DOF is required, and the exposure apparatus
EX can be used in the non-liguid immersion state by
exchanging a part of the optical element when the high
throughput is required. 1In such cases, it is desirable
that a spatial image sensor or a wavefront aberration-
meaguring sensor is arranged on the substyrate stage PST in
order to measure the image formation performance after the
exchange of the part of the optical element.

Alternatively, a wavefront aberration-measuring mask may be



used. A part of the optical element may bhe moved, and/or
the wavelength of the exposure light heam EL may be finely
adjusted in order to obtain the desired image formation
performance in each state on the basis of the result of the
measurement of the image formation performance. Details of
the spatial image sensor are disclosed, for example, in
Japanese Patent aApplication Laid-open No. 2002-14005
(corresponding to United State Patent Publication No. 2002
0041377), contents of which are incorporated herein by
reference within a range of permission of the domestic laws
and ordinances of the state designated or selected in this
international application. Details of the wavefront
aberration-measuring sengor are disclosed, for example, in
Iinternational Publication No. 02/63664, content of which is
incorporated herein by reference within a range of
permission of the domeztic laws and ordinances of the state
designated or selected in this jinternational application.

It is desirable that a part of the optical element is
exchanged while allowing the exposure apparatus EX to carry
the projection optical system PL. However, the exchange
may be performed in a state in which the projection optical
system PL is detached from Lhe exposure apparatus BX.

The substrate P, which is usable in the respective
embodiments described above, is not limited to the
semiconductor wafer for producing the semiconductor device,

The applicable substrates ineclude, for example, the glass
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substrate for the display device, the ceramic wafer for the
thin film magnetic head, and the master plate (synthetic
quartz, silicon wafer) for the mask or the reticle to bhe
used for the exposure apparatus.

As for the exposure apparatus EX, the present
invention is also applicable to the scanning type exposure
apparatus (scanning stepper) based on the step-and-scan
system for performing the scanning exposure for the pattern
of the mask M by synchronously moving the mask M and the
substrate P as well as the projection exposure apparatus
{(stepper) based on the step-and-repeat system for
performing the full field exposure for the pattern of the
mask M in a state in which the mask M and the substrate P
are allowed to stand still, while successively step-moving
the substrate P. The present invention is also applicable
to the exposure apparatus based on the step~and-stitch
system in which at least two patterns are partially
overlaid and transferred on the substrate P.

The present jinvention is also applicable to a twin-
stage type exposure apparatus. The structure and the
exposure operation of the twin-stage type exposure
apparatus are disclosed, for example, in Japanese Patent
Application Laid-open Nog. 10-163099 and 10-214783
(corresponding to United States Patent Nos., 6,341,007,
6,400,441, 6,549,269, and 6,590,634), Published Japanese

Translation of PCT International Publication for Patent
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Application No. 2000-505958 (corresponding to United States
Patent No. 5,969,441}, and United States Patent No.
6,208,407, contents of which are incerporated herein by
reference within a range of permission of the domestic laws
and ordinances of the state designated or selected in this
international application.

As for the type of the exposure apparatus EX, the
présent invention is not limited to the exposure apparatus
for the semiconducter device production apparatus for
exposing the substrate P with the semiconductor device
pattern. The present invention is also widely applicable,
for example, to the exposure apparatus for producing the
liguid crystal display device ox for producing the display
as well as the exposure apparatus for producing, for
example, the thin film magnetic head, the image pickup
device (CCD), the reticle, or the mask.

When the linear motor is used for the substrate stage
PET éha/or the mask stage MST, it is allowable to use any
one of those of the air floating type based on the use of
the airx bearing and those of the magnetic floating type
based on the use of the Lorentz's force or the reactance
force., Bach of the stayes PST, MST may be either of the
type in which the movement is effected along the guide or
of the guideless type in which no guide is provided. An
example of the use of the linear motor for the stage is

disclosed in United States Patent Nos. 5,623,853 and
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5,528,118, contents of which are incorporated herein by
reference respectively within a range of permission of the
domestic laws and ordinances of the state designated or
selected in this international application.

As for the driving mechanism for each of the stages
PST, MST, it is also allowable to use a plane motor in
which a magnet unit provided with two-dimensionally
arranged magnets and an armature unit provided with two-
dimensionally arranged coils are opposed to one another,
and each of the stages PST, MST is driven by the
electromagnetic force. In this arrangement, any one of the
magnet unit and the armature unit is connected to the stage
PST, MST, and the other of the magnet unit and the armature
unit is provided on the side of the movable surface of the
stage PST, MST.

The reaction force, which ia generated in accordance
with the movement of the substrate stage PST, may be
mechanically released to the floor (ground) by using a
frame member so that the reaction force is not transmitted
to the projection optical system PL. The method for
handling the reaction force is disclosed in detail, for
example, in United States Patent No. 5,528,118 (Japanese
Patent Application Laid-open No. 8-16647%), contents of
which are incorporated herein by reference within a range
of permission of the domestic laws and ordinances of the

state designated or selected in this international
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application.

The reaction force, which ig generated in accordance
with the movement of the mask stage MST, may be
mechanjcally ieleased to the floor (ground) by using a
frame member so that the reaction force is not transmitted
to the prejection optical system PL. The method for
handiing the reaction force is disclosed in detail, for
example, in United States Patent No. 5,874,820 (Japanese
Patent Application Laid-open No. 8-330224), contents of
which are incorporated herein by reference within a range
of permission of the domestic laws and ordinances of the
state designated or selected in this international
application.

As described above, the exposure apparatus EX
according to the embodiment of the present invention is
produced by assembling the various subsystems including the
respective constitutive elements as defined in claims s0
that the predetermined mechanical accuracy, the electric
accuracy, and the optical accuracy are maintained. 1In
order to secure the various accuracies, adjustments
performed before and after the assembling include the
adjustment for achieving the optical accuracy for the
various optical systems, the adjustment for achieving the
mechanical accuracy for the various mechanical systems, and
the adjustment for achieving the electryic accuracy for the

various electric systems. The steps of assembling the
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various subsystems into the exposure apparatus include, for
example, the mechanical connection, the wiring connection
of the electric circuits, and the piping connection of the
air pressure circuits in correlation with the various
subsystems. It goes without saying that the steps of
assembling the respective individual subsystems are
performed before performing the steps of assembling the
various subsystems into the exposure apparatus. When the
steps of assembling the various subsystems into the
gxposure apparatus are completed, the overall adjustment is
performed to secure the various accuracies as the entire
exposure apparatus. It is desirable that the exposure
apparatus is produced in a clean room in which, for
example, the temperature and the cleanness are managed.

As shown in Fig. 21, the microdevice such as the
semiconductor device is produced by performing, for
example, a step 201 of designing the function and the
performance of the microdevice, a stép 202 of manufacturing
a mask (reticle) based on the designing step, a step 203 of
producing a substrate as a base material for the device, an
exposure process step 204 of exposing the substrate with a
pat.tern of the mask by using the exposure apparatus EX of
the embodiment described above, a step 205 of assembling
the device (including a dicing step, a bonding step, and a

packaging step), and an inspection step 206.
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INDUSTRIAL APPLICABILITY

According to the present invention, when the exposure
process is performed in the state in which the liquid
immersion area is formed between the projection optical
system and the suhbstrate, then it is possible to stably
form the liguid immersion area, it is possible to
satisfactorily recover the liquid, and it is possible to
avolid, for example, the outflow of the liguid to the
surroundings. Accordingly, the exposure process ¢an be
performed accurately. Therefore, the exposure apparatus of
the present invention is extremely useful for the high
resolution exposure based on the use of the short

wavelength light source such as the ArF excimer laser.
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Claims

1 An exposure apparatus which exposes a substrate by projecting an image of
apattern through aliquid onto the substrate, the exposure apparatus comprising:

a projection optical system having a final optical element, which projects
the image of the pattern onto the substrate;

afirst support member which supports the projection optical system;

ameasuring device which is supported by the first support member;

aliquid supply system including a member having an inlet opening through
which the liquid is supplied from above a surface of the substrate positioned below
the member having the inlet opening to a space between the surface of the substrate
and the final optical element to form aliquid immersion area on a part of the surface
of the substrate;

a second support member which supports the member having the inlet
opening; and

an anti-vibration device which is provided between the first and second
support members, by which vibration is not transmitted from the member having the
inlet opening to the projection optical system and the measuring device.

2. The exposure apparatus according to clam 1, wherein the liquid is supplied
onto the substrate simultaneously on both sides of the projection area.

3. The exposure apparatus according to claim 2, wherein shot areas on the
substrate are respectively exposed while being moved in a scanning direction, and
the liquid supply system supplies the liquid smultaneously from the both sides of
the projection areain relation to the scanning direction.

4. The exposure apparatus according to claim 1, further comprising a liquid
recovery system including a member having an outlet opening through which the
liquid is recovered from the space, wherein the member of the liquid recovery
system is supported such that vibration is not transmitted from the member having
the outlet opening to the projection system and the measuring device.

5. The exposure apparatus according to claim 4, wherein the outlet opening of

the liquid recovery system is arranged so that the inlet opening of the liquid supply
system is surrounded by the outlet opening.
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6. The exposure apparatus according to clam 1, further comprising a
moveabl e substrate stage which holds the substrate, wherein the measuring device is
used to obtain position information about the movabl e substrate stage.

7. The exposure apparatus according to clam 1, further comprising a
moveable substrate stage which holds the substrate and a base member which
supports the movable substrate stage, wherein the second support member and the
base member are provided such that vibration of the member having the inlet
opening is not transmitted to the substrate stage.

8. A method for producing a device, the method comprising:
exposing a substrate using the exposure apparatus as defined in claim 1; and
processing the exposed substrate.

9. An exposure apparatus which exposes a substrate by projecting an image of
a pattern through aliquid onto the substrate, the exposure apparatus comprising:

a projection optical system having a final optical element, which projects
the image of the pattern onto the substrate;

afirst support member which supports the projection optical system;

ameasuring device which is supported by the first support member;

a liquid supply system having an inlet opening through which a liquid is
supplied to a space between the final optical element and a surface of the substrate
to form aliquid immersion area on a part of the surface of the substrate;

a liquid recovery system including a member having an outlet opening
through which the liquid is recovered from the space from above the substrate
positioned below the member having the outlet opening;

a second support member which supports the member having the outlet
opening; and

an anti-vibration device which is provided between the first and second
support members, by which vibration is not transmitted from the member having the
outlet opening to the projection optical system and the measuring device.

10. The exposure apparatus according to clam 9, further comprising a

moveabl e substrate stage which holds the substrate, wherein the measuring device is
used to obtain position information about the movabl e substrate stage.
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11. The exposure apparatus according to clam 9, further comprising a
moveabl e substrate stage which holds the substrate and base member which supports
the movable substrate stage, wherein the second support member and the base
member are provided such that vibration of the member having the outlet opening is
not transmitted to the substrate stage.

12. A method for producing a device, the method comprising:
exposing a substrate using the exposure apparatus as defined in claim 9; and
processing the exposed substrate.

13. An exposure method comprising:

holding a substrate on a moveabl e substrate stage;

obtaining position information of the substrate or the substrate stage by a
measuring device supported by afirst support member;

forming a liquid immersion area on a part of a surface of the substrate by
supplying a liquid to a space between a final optical element of a projection optical
system supported by the first support member and the surface of the substrate from
above the substrate from an inlet opening of a member which is supported by a
second support member and below which the substrate is positioned preventing
vibration from transmitting to the projection system and the measuring device from
the member having the inlet opening using an anti-vibration device provided
between the first and second support members; and

projecting an image of a pattern through the liquid in the space onto the
substrate to expose the substance.

14. The exposure method according to claim 13, wherein the liquid is supplied
onto the substrate simultaneously on both sides of the projection area.

15. The exposure method according to claim 13, further comprising recovering
the liquid from the space through an outlet opening of a member which is supported
such that vibration is not transmitted from the member having the outlet opening to
the projection system and the measuring device.

16. An exposure method comprising:

holding a substrate on a moveable substrate stage;

obtaining position information of the substrate or the substrate stage by a
measuring device supported by afirst support member;

forming a liquid immersion area on a part of a surface of the substrate by
supplying a liquid to a space between a final optical element of a projection optical
system supported by the first support member and the surface of the substrate from
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above the substrate from an inlet opening;

recovering the liquid from the space from above the substrate through an
outlet opening of a member which is supported by a second support member and
below which the substrate is positioned;

preventing vibration from transmitting to the projection system and the
measuring device from the member having the outlet opening using an anti-vibration
device provided between the first and second support members; and

projecting an image of a pattern through the liquid in the space onto the
substrate to expose the substrate.

17. The exposure apparatus according to claim 1, wherein the measuring device
detects an alignment mark of the substrate.

18. The exposure apparatus according to claim 1, wherein the measuring device
detects focus information of the substrate.

19. The exposure apparatus according to claim 6, wherein the measuring device
includes an interferometer.

20. The exposure apparatus according to clam 1, further comprising a
moveabl e substrate stage which holds the substrate, wherein the moveable substrate
stage is supported such that vibration of the member having the inlet opening is not
transmitted to the substrate stage.

21. The exposure apparatus according to clam 20, further comprising an
anti-vibration device that prevents vibration of the member having the inlet opening

from being transmitted to the substrate stage.

22. The exposure apparatus according to claim 9, wherein the measuring device
detects an alignment mark of the substrate.

23. The exposure apparatus according to claim 9, wherein the measuring device
detects focus information of the substrate.

24, The exposure apparatus according to clam 10, wherein the measuring
device includes an interferometer.
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25. The exposure apparatus according to clam 9, further comprising a
moveable substrate stage which holds the substrate, wherein the moveable substrate
stage is supported such that vibration of the member having the outlet opening is not
transmitted to the substrate stage.

26. The exposure apparatus according to clam 25, further comprising an
anti-vibration device that prevents vibration of the member having the inlet opening
from being transmitted to the substrate stage.

27. The exposure apparatus according to claim 4, wherein the liquid supply
system has a supply flow passage through which the liquid is supplied and the liquid
recovery system has a recovery flow passage through which the supplied liquid is
recovered, and wherein at least one of the supply flow passage and the recovery
flow passage is formed in a stacked member in which a plurality of elements are
stacked.
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