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(57) Abstract
The invention relates to a flame retardant polyamide composition based on a bromine~containing styrene polymer in which the

bromme—contammg styrene polymer is polymerized bromostyrene with a bromine content of more than 61 % (wt). The composition shows
a superior corrosion behaviour and has a thoughness better than the compositions according to the state of the art,




