
A polyimide resin composition containing a polyimide produced by fusing a
diamine component comprising an aromatic diamine (A) represented by general
formula (1-1) or the like, a silicone diamine (B) represented by general
formula (2) and an aliphatic diamine (C) represented by general formula (3)
to an acid anhydride component comprising a specific aromatic
tetracarboxylic acid dianhydride (D); a laminate produced using the
polyimide resin composition; and a device. 


