
Disclosed is an epoxy resin which is a compound
obtained by reacting 4,4'-bisphenol F with
epichlorohydrin and represented by the formula (1)
below. In this epoxy resin, the ratio of dinuclear
component determined by GPC is not more than 25% by
area. (1)  




