
A glass substrate for a magnetic recording medium,
having a chamfer face between the surface (data face)
of the substrate for forming thereon a film comprising
a magnetic layer, and the outer peripheral end face
(straight face) of the substrate, wherein the outer
peripheral chamfer face has a dub-off of 120 A or less
in the radial direction. 


