
Embodiments described herein provide a method and
apparatus for obtaining process information in a
substrate manufacturing process using plasma. In one
embodiment, a chamber is provided having one or more
optical metrology modules that are positioned such
that optical energy from the plasma process is
detected at substantially orthogonal angles. Metrics
derived from detected optical energy may be used for
endpoint determination, substrate temperature, and
monitoring of critical dimensions on the substrate. 


