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CORPORATION, a  regions are removed together with the over- Corporation
organized under the laws of the  lying  overcoating, while  retaining
those State of Delaware, United States of America,  portions of the
overcoating in the regions pre-  50 



of 30 Rockefeller Plaza, City and State of  viously  occupied  by  removed
still-soluble 5  New York, 10020, United States of America,  portions of
the film. Such prior method pro- do hereby declare the invention, for which
we  duces satisfactory matrices, although further pray that a patent may be
granted to us, and  improvements in the process are desirable, for the
method by. which it is to be performed, to  example, providing shorter
exposure times for  55 be particularly described in and by the follow-  the
film and better matrix definition. 10  ing statement:-
According to the present invention, a sup- This invention relates to a
novel method for  port surface for the screen is coated with a preparing a
screen structure for a cathode-  film of a photosensitive (or other radiant
ray tube and particularly to a novel method  energy sensitive) polymeric
material contain-  60 for preparing a light-absorbing matrix for a  ing in
an amount sufficient to decrease the 15  color-television-picture tube.
required exposure time. while maintaining Color-television-picture tubes
which. include  adhesiveness of the film at least one member a
light-absorbing matrix as a structural part  of the group consisting of
diol alkanes having 



of the luminescent viewing screen have been  the molecular formula:
65 described previously, for example, in United 20  States patents
2,842,697. issued July 8, 1958   [err] to Bingley and 3,146,368 issued
August 25, 1964 to Fiore et al. These patents describe  where m is an
integer in the. range of 2 to 5; color-television-picture tubes of the
aperture-  and diol ethers having the molecular formula: mask type (also
cilled shadow-mask type) in 25  which a light-absorbing matrix is located
on      [err] the inner surface of the faceplate of the tube. The matrix
has a multiplicity of openings  where n is an integer in the range of 1 to
5. . 70 therein, which may be in the shape of dots  The film is then
exposed and developed to or lines, with phosphor filling each opening in
bare areas of the support surface underlying 30  the matrix,
.the exposed regions of the film. These areas A reverse-printing method for
preparing a  and the remaining (unexposed) film regions 



light-absorbing screen matrix for a cathode-  are overcoated with a
composition containing  75 ray tube is described in: United States patent
particles of light-absorbing material; and the 3,558,310  issued January
26, 1971  to  remaining film regions and overlying coating 35  Mayaud. In a
preferred embodiment of that  are removed, e.g. as described in United
method, the inner surface of the faceplate of  States patent 3,358,310. a
cathode-ray tube is coated with a film of    By including at least one diol
as described  80 clear water-based  photosensitive  material,  above, the
exposure time may be shortened typically a dichronate-sensitized  polyvinyl
to as little as 35 percent of that time required 40  alcohol. A light image
is projected on the film  for similar  films which. do not include such to
insolubilize selected regions of the film. The  diol. The presence of a
diol ether or alkane film is flushed with water to remove the still-. in
the film does not cause light scattering or  85 soluble regions of the film
while retaining the  other optical effects which may be undesirable
insolubilized regions in place. Then, the de-  during the exposure step.
Also, the formula- 45  veloped film is overcoated with a layer con-  tions
for preparing the  film  are stable 



taining particles of light absorbing material,  chemically and exhibit good
shelf life and pot such as graphite. Finally, the retained film  life.
90    1,547,294                                        2 Generally, the
details of the novel method  tion. In many systems, the film-forming tem-
can be similar to those of the prior method  perature can be tailored by
adjusting the rela- of United States patent 3,558,310, except for  tie
proportions   of the ingredients con- the film formulation. 'Also, various
improve-  stituting the film. The resistance of the film 65 5  ments,
modifications and alternatives, such as  to the erosive action of
thedeveloper may the use of light-scattering particles in the film   be
adjusted, if desired, by  including in the described in United States
patent 3,623,867  film formulation a small amount of a less issued November
30, 1971 to Saulnier; the  water-soluble polymer. For example, where 



limp-stream-coating technique described  in  the polymeric material is
principally poly-  70 10  United States patent 3,652,323 issued March
vinyl alcohol, it is preferred to include a 28, 1972 to Smith; and the
print-down by  small amount of an acrylic polymer or co- under-exposure
technique described in United   polymer. The proportion of acrylic polymer
States patent 3,788,846 issued January 29,  may be up to about 100 percent
of the weight 1974 to Mayaud et al.,  may be used. Since  of the polyvinyl
alcohol present in the film.  75 15  these other details are already
described in  An embodiment of the method for pre- the prior art, further
discussion is unnecessary.  paring a light-absorbing matrix on the inner
The film consists essentially of at least one' surface of a faceplate' of
an aperture-mask- diol ether or diol alkane, and a polymeric type
color-television-picture tube will now be material whose solubility in a
solvent is altered   described. First, the inner surface of the face-  80
20  when it is exposed to radiant energy. The   plate for the tube is
cleaned in the usual way, preferred  polymeric material is polyvinyl  as
with water, ammonium bifluoride, hydro- alcohol containing an amount (2 to
30 weight  luoric acid, detergent, caustic, etc. to remove 



percent with respect to the weight of the poly-  any foreign matter. Then,
the surface is coated vinyl alcohol) of a photosensitizer, which may  with
a  film of photosensitive  polymeric  85 25  be a soluble dichromate such
as sodium di-  material containing an amount of a diol ether chromate,
potassium dichromate or ammonium   or diol alkane. The film may be produced
by. dichromate. Besides polyvinyl alcohol, other  depositing on the surface
of the faceplate a photosensitizable polymeric materials may be  quantity
of an aqueous soltion containing: used. Some suitable materials are
gelatin, 30  albumin, starch, fish glue, gum arabic, poly-     Ingredient
Weight Percent  90 vinyl pyrrolidone and certain acrylic acid derivatives.
Polyvinyl alcohol.               2.88 The diol alkanes that can be used
have  Acrylic copolymer, such as the molecular formula:
Rhloplex  (Rgistered Trade Mark) AC73 marketed by 35       [err]
Rohn & Haas Cliemical Co.,                95 



Philadelphia, Pa., U.S.A.     1.37 where m is an integer in the range of 2
to 5.    Soidium dichromate dihydrate   0.317 The diol ethers that can be
used have the  2,2' ethylene dioxy diethanol, molecular formula:
such as the material marketed under the name trhylene                 100
[err]                             glycol by Dow Chemical Company, Midland,
Mich., 40  where n  is in the range of 1 to 5. These diols    U.S.A.
0.864 are clear viscous- liquids at room temperature
balance to Examples are given in the Table below The  Water .
100                  105 preferred diolsare items 9, 13, 17 and 22 of the
the diols is present    The faceplate is rotated and tilted so that 45  in
the film in concentrations of 5 to 80 weight  the solution spreads evenly
over the surface. percent of the polymeric material. The pre-  During the
latter steps of rotation, infrared 



ferred range is 20 to 50 weight percent Too  heat is applied so that the
water in the solu- high a concentration of diol is incompatible  tion
evaporates and a dry film is formed on with the polymeric material and
results in a  the  surface. 50  screen structure with poor resolution
and/or    An aperture mask for the faceplate is posi- poor adherence to its
support.           tioned above the film  and the assembly is The polymeric
material, a photosensitizer  placed on a lighthouse, an apparatus designed
and a diol ether and/or diol alkane are mixed  to expose the film on the
faceplate by pro-  115 with water, the mixture is coated on a sup-  jection
of light through the mask. In this ex- 55  port surface and then is dried.
It is desirable' ample, the mask  as circlar apertures with that the film
be smooth, unbroken and  un-  a diameter of abbut 0.33mm and a center-to-
crazed, since this will produce the sharpest, center spacing between
apertures of about cleanest graphic images. To this end, It- is  0.71 mm
near the center of the mask. The    120 preferred that the polymeric
material be film  film  is exposed for about 1.7 minutes to light 60
forming either directly upon deposition   or  from a thousand-watt quartz
lamp positioned 



during a heating step subsequent to deposi-  about 35.6 cm from the
aperture mask.    3                                      1,547,294
3 During the exposure, light from the lamp   deposit red-emitting phosphor
dots, green- is passed through a light pipe or -collimator  emitting
phosphor dots and blue-emitting and projected through the mask causing rays
phosphor dots about 0.43 mm  in . diameter of light to pass through the
apertures of the  over the holes of the matrix which are about 5  mask and
strike upon the film. The irradiated   0.41 mm  in diameter by the usual
photo-  70 regions of the film harden; that is, become  graphic technique,
using the same aperture insoluble in water. There is a slight enlarge-
mask as the photomaster in the process. The ment of the exposed areas above
the size of  slight enlargement of the phosphor dots over the apertures (to
about 0.41 mm) and a  the holes is achieved by the spreading of light 



10  graded hardening at the margins of the ex-  during projection which may
be enhanced by   75 posed areas. The exposure through the mask  increasing
the photographic exposure time. is repeated three times, each time with the
The completed screen has a matrix with light incident at a slightly
different angle so  holes therein and phosphor dots substantially that -the
rays harden the film  in groups of  concentric therewith. A suitable
process for 15  three or trios, as in the usual shadow-mask-  depositing
phosphor dots is described in an   80 screen manufacture. Substantially
less ex-  article entitled, " Color Television Screening posure time is
required with the novel process  by the Slurry Process,"' by T. A.
Saulnier, as compared with the prior process in which  Jr.  in
ELECTROCHEMICAL   TECH- no diol ether or diol alkane is present in the
NOLOGY, 4, 27-31 (1966). The phosphor. 20  film. In some tests, reductions
in the exposure  screen is now filmed and aluminized in the  85 time of the
order of 65 percent have been  usual way to produce a reflective metal
layer achieved.                                  on top of the phosphor
dots and the matrix. Following exposures, the assembly is re-  Then, the
screen is baked and assembled with 



moved from  the lighthouse and the mask  the aperture mask into a
cathode-ray tube. 25   separated from  the faceplate. The exposed    The
following Table is a summary of some  90 coating is subjected to flushing
with a forced  experiments to determine the exposure times spray of water
for about 30 seconds, after  required to prepare a 70-percent-transmission
which the faceplate is rinsed with water and  matrix using a
25-percent-transmission mask dried. At this point in the process, the face-
with and without various diol ethers and diol 30   plate surface carries an
adherent stencil com-  alkanes present in the matrix film. The  95 prised
of open areas and of dots of hardened  formulation is that shown in the
example polymeric film  coated on the surface. The  except for the diol
ether or diol alkane in- stencil is now overcoated with a composition
dicated in the first column and the weight comprised a light-absorbing
particles. In this  percent of the diol present as indicated in 35
example, the overcoating is produced by  the second column. The weight
percent in- 100 applying to the stencil a slurry containing  dicated in the
second column is with respect about  5.0  weight  percent  of  colloidal
to the weight of polyvinyl alcohol present. 



graphite in water and then drying the over-  The third  and  fourth
columns give the coating as by applying infrared heat for about  molecular
weights and boiling points of the 40   1.5 minutes. After cooling, the
overcoating is  diol present. The actual exposure time is in- 105 well
adhered both to the polymeric dots and  dicated in the fifth column. The
sixth column to the bare faceplate surface.             indicates the
percent the actual exposure time Next, a chemically-digestive agent for the
is of the control exposure time (4.3 minutes) polymeric dots is applied to
the overcoating.  shown for item 1. Items 2 through 8 include 45   In this
example, the digestive agent is an  some additives which were used
previously in  110 aqueous solution containing about 7 weight  methods for
depositing phosphor layers. It percent hydrogen peroxide. This solution may
will be noted that the diols in this group 2 be applied to the overcoating
as a wash or  through 8 make a slight change in the re- as a spray under
pressure. The hydrogen per-  quired exposure time and are generally in- 50
oxide solution penetrates the overcoating and  effective for making a
significant reduction  115 the dots, causing' the hardened polyvinyl  in
exposure time. Items 9 through 23 are 



alcohol of the dots to swell and soften. Sub-  considered to be quite
effective in reducing sequent flushing with water removes the the exposure
time significantly. Items 24 softened  dots together with the overlying
through 27 are considered to be ineffective for 55   portion of the
overcoating, but leaves behind  reducing exposure time significantly. Items
22  120 that portion of the overcoating  which is  through 27 are
Carbowaxes (Registered Trade adhered  directly to the surface of the face-
Mark) which are marketed by the Union plate. At is point, the faceplate
carries a  Carbide Co., New York, N.Y. Carbowaxes black light absorbing
matrix having a multi-  are diol ethers which are polymers of ethylene 60
plicity of circular holes therethrough about  oxide, with the generalized
formula     125 0.41 mm in diameter. The black, light-absorbing matrix is
now   [err] rinsed  with water and dried for about 4 minutes with the aid
of infrared heat. Then,  n representing the average number of oxy- 65   the
faceplate is processed in the usual way to  ethylene groups. 



4                                  1,547,294
4 [err]    5                               1,547,294
5 WHAT WE CLAIM IS:-                       [err] 1. In the preparation of a
cathode-ray-tube luminescent-screen structure, the formation of  where n is
an integer in the range of 1 to 5.  35 a light-absorbing matrix by the
steps of: coat-    2. The method  according  to  Claim  1 5   ing a support
surface for the screen with a  wherein said film has a diol content
substan- 



film comprismg a polymeric material whose  tially in the range of 5 to 80
percent by solubility to a given solvent is altered when it  weight
relatively to said polymeric material is exposed to radiant energy;
imagewise ex-  therein.                                40 posing said film
to said radiant energy until    3. The method  according to  Claim  2 10
the solubility of the irradiated regions thereof  wherein said diol content
is in the range of is selectively altered, thereby producing in  20 to 50
weight percent. said film  regions of greater solubility and    4. The
method  according to  Claim  3 regions of lesser solubility; removing by
said  wherein said diol content is provided by 2,2'  45 solvent those
regions of -said film with greater  ethylene dioxy diethanol; 15
solubility, thereby baring the areas of the   5. The method  according  to
Claim  3 support surface underlying said regions of  wherein said diol
content is provided by 1,5 greater solubility, while retaining adhered to
pentane diol. said surface those regions of said film  of    6. The method
according to  Claim  3  50 lesser solubility; and coating said bare areas
wherein said diol content is provided by 2,2' 



20   of said support surface and said retained film  ethylene trioxy
diethanol. regions  with  a  composition  containing    7. The method
according to  Claim  2 particles of light absorbing material, followed
wherein said diol content is provided by a by removal of said retained film
regions and  dial ether polymer of ethylene oxide.   55 the overcasting
composition coated thereon:    8. A method of forming a light-absorbing 25
wherein said film  contains, in an amount  screen matrix in a cathode-ray
tube, substan- sufficient to significantly decrease the required  tially as
hereinbefore described using a film exposure time while maintaining
adhesiveness  composition containing an added diol accord- of the film, at
least one diol selected from the  ing to any one of items 9-11, 13-15, 17,
60 group consisting of diol alkanes having the  18, 20-23 in the preceding
Table. 30   molecular formula:                           9. A  cathode-ray
tube having a light- absorbing screen matrix prepared by a method according
to any preceding Claim. [err] 



T. I. M. SMITH, Chartered Patent Agent, where m is an integer in the range
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