
A polypropylene resin-containing flexible resin      composition can
provide molded products well-balanced among      flexibility, heat
resistance and compression set and having  5  improved scratch resistance
and transparency and which      exhibits such high flowability as to cause
excellent      moldability, and a molded product thereof. The flexible
resin composition of the invention is prepared in the presence      of a
metallocene catalyst and comprises an ethylene/a-olefin  10  random
copolymer (A) and a polypropylene resin (B) in a      specificratio.  The
flexible resincompositionhasexcellent      moldability, so that it can be
favorably used as a resin      composition for injection molding, extrusion
molding and      compression molding. The flexible resin molded product  15
produced from the flexible resin composition is well balanced      among
flexibility, heat resistance and compression set and      has excellent
scratch resistance and transparency.      (No suitable figure)    


