ABSTRACT
A semiconductor may include a substrate including a cell array region and a
TSV region, an insulation layer disposed on the substrate and having a recess region
on the TSV region, a capacitor on the insulation layer of the cell array region, a
dummy support pattern disposed on the insulation layer of the TSV region and
overlapping the recess region, when viewed in plan, and a TSV electrode penetrating

the dummy support pattern and the substrate.
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