
A method for making films is disclosed. The method
comprises orienting in the machine direction a
multilayer film at a draw-down ratio effective to give
the film a dart-drop strength that increases with
increasing draw-down ratio. The multilayer film
comprises at least one layer of a linear low density
polyethylene and at least one layer of a high density
polyethylene or a medium density polyethylene. 


