TURBI NE COVPONENT RESTORATI ON USI NG CATHODI C ARC/ LLPS The invention rel ates
to a nethod of dinensionally restoring turbine engine conponents using a
cathodic arc and/or Low Pressure Plasnma Spray (LPPS) coating process. US
5,732,467 discloses a nethod of repairing a worn portion in a netal part
accordi ng t o TUVRBINE aOIMPONENT | RESTORAT 16N 40 SRVG 3GRrHbsot osrs/BLp®t hod for
repairing gas turbine conponents. US 4,482,398 discloses a nethod for heat
treating titaniumalloy castings. US 3,802,938 discloses a nethod of
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It is common for the surface of gas turbine engine
components, such as blade outer seals, turbine blades, turbine
vanes, combustors, fan blades, and compressor parts, to
degrade over the course of their operation, for example due to
the presence of particulate matter in the gas path, e.g., from
the air or resulting from combustion of fuel and air. The
degradaticon can result in wear to the leading edge surface of
such components resulting in a physical loss of material
sufficient, 1in some instances, to alter the aerodynamic
characteristics of such components. Of particular concern 1is
wear arising 1in turbine components comprised of superalloy
materials such as nickel-based superalloys. Such materials are
produced as equiaxed, directionally solidified, and single
crystal alloy structures. Similar wear occurs in parts formed
of titanium and titanium based alloys which are neither
directionally solidified or single crystal alloy structures.

Unfortunately, presently utilized methods for
dimensionally restoring turbine engine components suffer from
significant drawbacks. Examples of such presently employed
methods include Activated Diffusion Healing {(ADH) or Turbofix
{(a registered trademark of UTC), diffusion brazing, welding,
and the use of High Velocity Oxy-Fuel (HVOF) spray materials.
ADH or Turbofix diffusion brazing typically employs a mixture
of braze and base alloy to restore lost metal. Properties of
the as-deposited braze and base alloy typically exhibit
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met hods i nclude Activated D ffusion Healing (ADH) or Turbofix (a registered
trademark of UTC), diffusion brazing, welding, and the use of H gh Velocity
Oxy- Fuel (HVOF) spray materials. ADH or Turbofix diffusion brazing
typically enploys a mxture of braze and base alloy to restore |ost netal.
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eXthltlggmilarly suffers drawbacks. Specifically, because the process
deposits material 1in an oxygen-containing atmosphere, the
ability to bond the restoration material to the component 1is
inhibited. As a result, internal oxidation and the oxygen
content of the applied repair alloy lessens the resulting
strength of the repair.

What 1is therefore needed is a method for dimensionally
restoring engine parts, particularly gas turbine engine
components, which can effect repair with an alloy exhibiting
material properties comparable to that of the base material
from which the part is constructed, and which is usable on an

equiaxed, directionally solidified and single crystal alloys.
SUMMARY COF THE INVENTTION

Accordingly, it is an object of the present invention to
provide a method for dimensionally restoring turbine engine
components using a cathodic arc and/or Low Pressure Plasma

Spray (LPPS) coating process.

In accordance with the present invention, a method of
repairing a worn portion in a metal part comprises the steps

set forth in claim 1.



material properties conparable to that of the base material fromwhich the
part is constructed, and which is usable on an equiaxed, directionally
solidified and single crystal alloys. SUVWMARY OF THE | NVENTI ON Accordi ngly,
it is an object of the present invention to provide a nethod for

di nensionally restoring turbine engine conponents using a cathodic arc

and/ or Low Pressure Plasma Spray (LPPS) coating process. In accordance wth
the present iYveti§ orbedheenbd bhe mepalrpPagtaldopn gpsr ttivewine £nwengl part
conprises dhie,steps set forth in claiml. 2 In one enbodi nent, the netal
part is a das turbine engine conponent. The details of one or nore

enbodi nents of the invention are set forth in the acconpanying draw ngs and
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is a crossamestional illustration of a turbine conponent show ng the
restoration alloy of the present

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a flow diagram of the method of the present

invention.

FIG. 2 is an illustration showing the wear portion on a
turbine component to which the method of the present invention

is directed.

FIG. 3 1s a cross-sectional illustration of the wear
portion on a turbine component to which the method of the

present invention is directed.

FIG. 4 1is a cross-sectional illustration of a turbkine
component showing the restoration alloy of the present

invention.

FIG. 5 is a cross-sectional 1llustration of a turbine

component showing the diffusion region.

Like reference numbers and designations in the wvarious

drawings indicate like elements.



invention. FIG 5 is a cross-sectional illustration of a turbine conponent
showi ng the diffusion region. Like reference nunbers and designations in the
various drawings indicate like elenents. 3 DETAILED DESCRIPTION It is
therefore a teaching of the present invention to provide a nmethod of

di mensional 'y restoring nmetaht+LrpPastSegc@psrRggticularly gas turbine engine
conponents, by applying netal alloy and netal superalloys of a naterial

simlar to or even superior to the base material to which it is applied, in
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Brererably, tRere FESERRTEGed<h fictior  do Lorekni iy HFOgsded o flowchart
showing the steps of a method in accordance with the present
invention. In step 1, the part 1is cleaned to remove
undesirable substances such as engine run contaminants and
oxide. During operation, gas turbine engine <components,
particularly, fan and compressor blades, experience elevated
temperatures. Operating at such high temperatures in an
atmosphere comprising oxygen results in the formation of an
oxide layer on the surface of the part on which wear occurs.
Were such an engine run oxide layer not removed prior to
repair, the oxide layer would tend to act as a barrier which
would prevent the bonding of restoration material to the
surface of the component to be repaired. The present invention
employs surrounding the surface of the component with a gas
comprising hydrogen in order to remove the engine run oxide.
Preferably, there 1is employed a fluoride cleaning process
whereby a hydrogen fluoride gas is introduced into contact
with the part surface. As oxide layer thicknesses vary from
part to part, the parameters for removing the oxide are
expressed as an amount of hydrogen fluoride gas in contact
with the part for a time sufficient to reduce or eliminate the

engine run oxide layer.



whereby a hydrogen fluoride gas is introduced into contact wth the part

surface. As oxide |layer thicknesses vary from part to part, the paraneters
for renoving the oxide are expressed as an anmount of hydrogen fluoride gas
in contact wth the part for a tinme sufficient to reduce or elimnate the
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In a preferred embodiment, restoration alloy 17 comprises
a metal having desirable strength properties or a metal which
closely matches the base alloy from which part 13 is
constructed. By ‘“Yclosely matches” 1t 1is meant that the
restoration alloy is formed of a composition similar to or the
same as the parent material from which part 13 is fabricated.
Examples of such a metal used to form restoration alloy 17
include, but are not limited to, nickel-based alloys,
nickel-based superalloys, titanium, and titanium-based alloys.
Most preferred, is the use of nickel-based superalloys with
parts fabricated from nickel-based superalloys. As noted
above, restoration alloy 17 is preferably formed of a high
density, low oxide alloy material. By this it is meant that
the restoration alloy as deposited is preferably less than 1%
oxide by volume (low oxide) and less than 1% porous by volume

{high density).

After depositing restoration alloy 17 onto metal part 13
by a cathodic arc and/or LPPS coating process in a vacuum oOr
near vacuum environment, the metal part 13 1is subjected to a

relatively high temperature, high pressure operation,



above, restoration alloy 17 is preferably forned of a high density, |ow
oxide alloy material. By this it is neant that the restoration alloy as
deposited is preferably less than 1% oxide by volune (|l ow oxide) and |ess
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performed for a minimum of two hours regardless of the part or

restoration alloy composition.

Hot iscostatic pressing serves to heat the part on which
restoration alloy 17 has been deposited so as to compress
hollow spaces. Such hollow spaces can arise as the result of
the restoration alloy 17 being deposited in an uneven manner.
If left untreated, such hollow spaces can weaken the bonding
of restoration alloy 17 to the metal part 13. As noted above,
restoration alloy 17 1s deposited in a vacuum or near vacuum
environment so that any such hollow spaces not filled by
restoration alloy 17 are substantially vacuums. With reference
to FIG. 3, there is illustrated a cross-sectional view of
metal part 13 whereby wear portion 15 is seen as forming an
indentation in the otherwise smooth outer surface 31 of metal
part 13. With reference to FIG. 4, there is illustrated a
cross-sectional view of metal part 13 showing the deposition
of restoration alloy 17 into wear portion 15. Restoration
alloy 17 is deposited via a cathodic arc and/or an LPPS
process in an amount sufficient to restore the outer surface
31 of metal part 13 to a shape substantially similar to that

of the outer surface 13 prior to the creation of wear portion



restoration alloy 17 is deposited in a vacuum or near vacuum environnent so
that any such hol | ow spaces not filled by restoration alloy 17 are
substantially vacuuns. Wth reference to FIG 3, there is illustrated a
cross-sectional view of netal part 13 whereby wear portion 15 is seen as
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part arigi N A t Baahgksi spst atie Bhgﬁhﬁg fotdoued by ar rehatipgwly slow
cooling process. After héating a part through "a process of hot isostatic
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prior tchofegoglgaggtazhz.er%ﬁf goggkélg?'agbggximately 5.56°C (10°F)
per minute. Such a slow cooling rate typically results in
gamma prime coarsening and causes the part to exhibit
diminished properties, e.qg., structural strength, compared to
properties prior to the hot isostatic press condition. High
temperature diffusion involves heating the part to between
982°C and 1260°C (1800°F and 2300°F) in a vacuum furnace (less
than or equal to approximately 1 Torr (133 Pa)) and then
cooling a part at a relatively rapid rate, e.g., at a rate of
at least 19.4°C (35°F) per minute, preferably between 55.6°C
and 83.3°C (between 100° and 150°F) per minute. In addition
to restoring the strength properties of the part 13, the high
temperature diffusion cycle serves to diffuse the restoration
alloy 17 with the material forming the outer surface of the
metal part 13. With reference to FIG. 5, there is illustrated
a diffusion region 19 formed by the application of such a high
temperature diffusion cycle. It can be seen that restoration
alloy 17 is situated in the space originally occupied by wear
portion 15. However, the edges of restoration alloy 17, in
contact with the walls of wear portion 15, have been

effectively diffused so as to form diffusion region 109.



tenperature diffusion involves heating the part to between 982C and 1260C
(1800F and 2300F) in a vacuum furnace (less than or equal to approxi mately
1 Torr (133 Pa)) and then cooling a part at a relatively rapid rate, e.g.,
at arate of at least 19.4C (35F) per mnute, preferably between 55.6C and
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above, the nethod of the , ,
single crystal grain. As a result, 1in contrast to the
presently used methods described above, the methed of the
present invention allows the deposition of a restoration alloy
material which approaches, and in some cases surpasses, the
strength of the base material from which metal part 13 is
formed. 1In addition, deposition of restoration alloy 17
according to the process of the present invention does not
induce cracking in metal part 13. Lastly, the restoration
alloy 17 deposited through the process of the present

invention is greater than 99% dense and has a negligible oxide

content.

One or more embodiments of the present invention have
been described. Nevertheless, it will be understood that
various modifications may be made without departing from the

scope of the invention as defined in the following claims.



present invention allows the deposition of a restoration alloy materi al

whi ch approaches, and in sone cases surpasses, the strength of the base
material fromwhich netal part 13 is formed. In addition, deposition of
restoration alloy 17 according to the process of the present invention does
not induce cracking in nmetal part 13. Lastly, the restoration alloy 17
deposited through the process of the present invention is greater than 99%
dense afdMIMB:a negligible oxide content. One or nore enbodi nents of the
present invention have been described. Nevertheless, it will be understood
that various nodifications my be made w thout departing fromthe scope of
the inventiom agtdaid nefl fepdheidgldombng sbattdn 81ELALNSa mbrad pRthod of
repairing a worn portion (15) in a netal part (13) conprising the steps of:
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(133 Pa)corzistiengredhodathodliai mrt wegosiin isai darsbibjeet Pngsstiep Pdespei ses:

Spray (LPPS) deposition;
subjecting said part (13} to Hot Isostatic Pressing; and
characterised by the step of performing a diffusion heat
treatment upon said part (13) at a temperature of between
approximately 982°C and 1260°C (1800°F and 2300°F) in a

vacuum less than or equal to approximately 1 Torr (133 Pa).

2. The method of c¢laim 1 wherein said subjecting step
comprises:

performing Hot Isostatic Pressing at a pressure between
103-206 MPa (15-30 ksi) at a temperature between 1093°C-1260°C

(2,000°F-2,300°F) for at least two hours when said restoration

alloy (17) comprises a metal selected from the group
consisting of nickel-based alloys and nickel-based
superalloys.

3. The method of c¢laim 1 wherein said performing Hot

Isostatic Pressing comprises:

performing Hot Isostatic Pressing at a pressure between
103-206 MPa (15-30 ksi) at a temperature < 982°C (1,8C0°F) for
at least two hours when said restoration allcocy (17) comprises
a metal selected from the group consisting of titanium and

titanium-based alloys.



performng Hot |Isostatic Pressing at a pressure between 103-206 MPa (15-30
ksi) at a tenperature between 1093C-1260C (2, 000F-2,300F) for at |east two
hours when said restoration alloy (17) conprises a netal selected fromthe
group consisting of nickel-based alloys and ni ckel -based superalloys. 3.

The met hpd ofpl ahot fouheireidhys g Rel iy héggirkb&hgmﬁt it HARSIde .

conprises: performng Hot |sostatic Pressing at a pressure between

MPa (15-80eiksicpmatrigesenperatdiiey <s883C r{elts800Fxrfor{1Ht beastttdo thaur s
when said restoration al|loy (17).conprises a.netal selected fr t he group
consistiﬂ%ﬁo?r??Qaﬁ?ﬁﬁ+§ ﬂxgtP%aﬁﬁﬁﬁgbﬁggﬁraPFEy??aé54.tﬂ¥ Hﬂﬁ?ﬁﬁfqﬁﬁ'any
precedi nguehphdn Wagh&s N SsabfloREEYLE] Ngrast €p16eBERY I SeeMprAWsd Mg saitd et al
part (13) selected from the group consisting of blade outer air seals,

t ur bi ne ®PTERESSSOX UPbadRS & , CepbRBIQF svaiem- bl ades, conpressor parts,
conpressor bl ades, and conpressor vanes. 5. The nethod of any preceding
claimwherein said providing step conprises providing said netal part (13)
conprisifg a Thetabtselecifediy ot dded GiPUPL EDMSWEEEBYNOTs anicc kedoiamed

al | oys, nickel -based superal | oys, and titani um based alloys. 6. The nethod
of any pPeRRJIGYPLESH WAEPELAIBE BaikaRrhgl REPE cdipri seeMPhibddicieng a
hydr oge ri i nt o] t w at st .sal d rn . £ ). 7.
The net krlho%tl'% a%l%%?e%%diﬁrgorgl g%ﬁné:mdg}ée%n scaC%n ?etplts)@tidrll% %s%g%lc%%ﬁgei%ges

t he st epslbdys creatkad-loa vadusmparolhay st dedst i san dunesasedrdl omy{ 15) and

6. The method of any preceding claim wherein said cleaning
step comprises introducing a hydrogen fluoride gas into

contact with at least said worn portion {15).

7. The method of any preceding claim wherein said depositing
step comprises the steps of:

creating a vacuum around at least said worn portion (15);
and

depositing said restoration alloy (17) selected from the
group consisting of nickel-based alloys, nickel-based

superalloys, and titanium-based alloys.

8. The method of any preceding claim wherein said depositing
step comprises depositing a restoration alloy (17} that

contains less than 1% oxide by volume and less than 1%

porosity by volume.

9. The method of any preceding claim wherein said metal part

(13) is a gas turbine engine component.
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depositing said restoration alloy (17) selected fromthe group consisting
of nickel - based al | oys, nickel -based superalloys, and titani um based
all oys. 8. The nmethod of any preceding clai mwherein said depositing step
conprises depositing a restoration alloy (17) that contains |less than 1%
oxi de by volurme and less than 1% pogesiiyr by volune. 9. The nethod of any
preceding clai mwherein said netal part (13) is a gas turbine engine
conponent. 10 ABSTRACT TURBI NE COVPONENT RESTORATI ON USI NG CATHODI C

of provi di ng. o EARE RRANEYI IR Eb R bl FefiE FankBble SR/nRE00, 0% e °F°

worn portion (15) to renove an oxide |ayer, depositing a restoration all oy
(17) to cover the worn portion (15) via a deposition process selected from
the group consisting of cathodic arc deposition and Low Pressure Pl asma

Spray (LPRRI:fleposbll Mpafilk®Pngl ddacks in a metal part comprising the

steps of providing a metal part (13) having a worn portion

(15), cleaning the worn portion (15) to remove an oxide layer,
depositing a restoration alloy (17) to cover the worn porticn
(15) wvia a deposition process selected from the group
consisting of cathodic arc deposition and Low Pressure Plasma

Spray (LPPS) deposition.

FIG. 1
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