
A method of making a composite material comprises selecting a polymeric
material which may be a polyaryletherketone, having a melt viscosity in the
range 0.05 to 0.12 kNsm-2 and contacting said polymeric material with a
filler means, wherein said filler means is preferably a discontinuous
filler means. 


