
A cementitious matrix for forming a moulded masonry
product, the matrix formed from a group of materials
comprising; an aggregate comprising granulated iron
blast furnace slag; air-cooled iron blast furnace
slag, bottom ash, pulverised fuel ash and at least one
cementitious binder; and ground granulated iron blast
furnace slag acting as binder and aggregate; and
water. 


