


An asphalt release agent and a method of applying the same, wherein said
asphalt release agent comprises a fatty oil as the active ingredient
together with a foaming agent, a cross-linked copolymer, an alkalinizing
agent and a preservative. The release agent is preferably applied using a
pneumatic pump to pump the release agent through an air-inducting nozzle.


