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ABSTRACT 

FILM FORMATION METHOD 

 

 A film formation method comprises a catalyst film formation step of forming a 

catalyst film on a surface of a substrate by substitution reduction plating, an intermediate film 5 

formation step of forming a palladium plating film on the catalyst film, and a surface film 

formation step of forming a gold plating film on the palladium plating film. 


