
The present disclosure, in part, relates generally to an absorbent article
to be worn about the lower torso. The absorbent article comprises a chassis
comprising a topsheet, a backsheet, an absorbent core disposed between the
topsheet and the backsheet, and a pair of longitudinal barrier cuffs
attached to the chassis. Each of the longitudinal barrier cuffs is formed
of a web of material. The web of material comprises a first nonwoven
component layer comprising fibers having an average diameter in the range
of about 8 microns to about 30 microns, a second nonwoven component layer
comprising fibers having an average diameter of less than about 1 micron,
and a third nonwoven component layer comprising fibers having an average
diameter in the range of about 8 microns to about 30 microns. The second
nonwoven component layer is disposed intermediate the first nonwoven
component layer and the third nonwoven component layer. 




