
A liquid stabilizer composition for polyether polyols used in the
production of flexible and semiflexible polyurethane foams contains a
mixture of 4-alpha,alpha- dimethylbenzyl diphenylamine and 4,4' -bi-
(alpha,alpha- dimethylbenzyl) diphenylamine.    


