
Process for converting a dinitrile to a diamine and optionally an
aminonitrile, in which a Group VIII element catalyst is treated with a
modifier either before or during a substantially solvent-free hydrogenation
reaction in which the dinitrile is contacted with hydrogen in the presence
of the catalyst. 


