
A lubricant composition having a dynamic viscosity at
-35 C of below 6200 cP as measured according to ASTM D
5293 and a mini rotary viscometer test value at -40 C
of below 60,000 cP as measured according to ASTM D
4684, comprising a Fischer-Tropsch derived base oil
having a pour point from -15 to -31 C and which base
oil has been obtained by means of a catalytic dewaxing
step, a pour point depressant additive 15 wt% or
greater of a Detergent Inhibition (DI) additive
package and Detergent Inhibitor (DI) additive package.


