
A nonwoven web laminate having improved particulate barrier properties is
provided. Present on the nonwoven web laminate is an alcohol repellent
material formed from a fluorinated urethane derivative. The particulate
barrier properties are improved by subjecting said nonwoven web laminate to
corona discharge.    


