1/1
FIG. 1

MELT CASTING STEP |— SO1

HOMOGENIZATION/SOLUTION STEP |— S02

Y
ROUGH WORKING STEP |— S03

Y

Y
INTERMEDIATE HEAT 504
TREATMENT STEP

A
FINISH ROLLING STEP |- S05

Y

Y
FINISH HEAT TREATMENT STEP — S06

Y
COPPER ALLOY FOR ELECTRIC
AND ELECTRONIC DEVICE




