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Mix a synthesized base oil of polyolester type and 

poly-alpha-olefin oligomer under heating 

Dissolve anti-oxidant of zinc dithiophosphate 

type, succinimide, extreme pressure agent of 

thiadiazole type and anti-oxidant of phenol type 

Mix calcium sulfonate 
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