
The efficiency of a redistribution catalyst during polycarbonate
redistribution is improved by employing an extruder screw design that
provides       a melt seal between the extruder throat and the vacuum port.
A melt seal exists       when the free volume within the extruder is
sufficiently filled with molten resin 10   so as to prevent the passage of
gases between sections of the extruder.    


