ABSTRACT OF THE DI SCLOSURE PHASE RETARDER FI LM AND PROCESS FOR PRODUCI NG

SAME Di sclosed is a phase retarder filmnmade of a thernoplastic resin

havi ng an in-plane retardation of 50 to 300 nmand a ratio of the in-plane

retardation to the retardation-normal to the plane of not |ess than 0.5,

but not nore than 1.8, a process for the produc- tion thereof and a

| am nate phase retarder filmusing said phase retarder filmabove.
ABSTRACT OF THE DISCLOSURE

PHASE RETARDER FILM AND PROCESS FOR PRODUCING SAME

Disclésed is a phase retarder film made of a
thermoplastic resin having an in-plane retardation of
50 to 300 nm and a ratib of the in-plane retardation to
the retardation normal fo the plane of not less than
0.5,. but not more than 1.8, a process for the produc-
tion thereof and a laminate phase retarder film using

said phase retarder film above.



