
ABSTRACT

In order to provide a Ni-Ta-based alloy, a sputtering target

material containing the Ni-Ta-based alloy, and a magnetic recording

medium containing the Ni-Ta-based alloy, wherein the mechanical

strength is improved without an irregular composition by adding a

predetermined amount of Fe and/or Co into a Ni-Ta-based alloy to finely

disperse Ta compound phases, the present invention provides a

Ni-Ta-based alloy, comprising: 15 to 50 at% of Ta; 0 to 10 at% in total

of one or two or more M elements selected from Al, Ga, In, Si, Ge, Sn,

Zr, Ti, Hf, B, Cu, P, C, Ru, and Cr; and the balance comprising Ni, one or

two of Fe and Co, and unavoidable impurities, wherein the ratios of the

Ni content, the Fe content , and the Co content to the total content of Ni,

Fe, and Co are 20 to 98.5%, 0 to 50%, and 0 to 60%, respectively,

wherein the Ni-Ta based alloy has an FCC phase and a Ta compound

phase, and wherein the Ta compound phase has a maximum inscribed

circle diameter of not more than 10 μm. 
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