
The present invention is directed to a method of desulfurization of a
sulfur laden hydrocarbon liquid that comprises contacting the liquid with a
sponge nickel metal alloy, removing the sulfur free liquid, regeneration of
the alloy by contact with an aqueous solution of an oxidant and reusing the
alloy for further desulfurization of additional sulfur laden liquid. 


