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mixing a sulfide solid electrolyte and a polymer having dynamic 
reversible covalent bonds by a slurry process or a dry process to 

obtain a polymer/sulfide mixture
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applying a light or heat induction condition to the polymer/
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electrolyte
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film-forming treatment to obtain a recyclable sulfide composite solid 

electrolyte membrane
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