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Rearming the flange bolt hole to remove corroded material on | g1p
the flange bolt hole

Applying a coating system to the flange bolt hole 820

Resislance welding a plug comprising the corrosion resistant
material to the surface of the flange bolt hole and drillinga | gag
hole in the plug to form the flange bolt hole with the coating

system disposed on the surface

Slurry/sol-gel processing, thermalfcold spray processing, or
combinations thereof a corrosion protection layer to the -840
surface of the flange bolt hole

FIG. 6




