performing global two-dimensional simulation on a crystal
growth process, and obtaining global temperature distribution,
velocity field distribution and an initial solid-liquid interface
value in the crystal growth process with a predetermined crystal
growth device model and a predetermined crystal growth
parameter

——SI110

A J

determining a boundary condition based on the global
temperature distribution and the velocity field distribution, and
performing local three-dimensional simulation on the crystal
growth process based on the boundary condition to determine a
target solid-liquid interface value

S120
/7

Y

in the global two-dimensional simulation, adjusting the
predetermined crystal growth parameter until the initial solid-
liquid interface value is equal to the target solid-liquid interface
value within a threshold range, and taking the adjusted
predetermined crystal growth parameter as a reference crystal
growth parameter

/8130

A J

calculating a simulated defect in the crystal growth process based
on the reference crystal growth parameter

S140
/

Y

iteratively optimizing the reference crystal growth parameter
based on the simulated defect until the simulated defect meets a

predetermined condition, and taking the optimized reference

crystal growth parameter as a target crystal growth parameter

S150
a

A J

fabricating a defect-free silicon single crystal based on the target
crystal growth parameter, the target crystal growth parameter
comprising a hot zone parameter and a crystal growth process
parameter

Fig. 1
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determining crystal growth parameter distribution in a crystal
growth initial state

Y

simulating defect distribution in the crystal growth initial state
based on the crystal growth parameter distribution

Y

performing correction on the defect distribution based on a
correction coefficient, and determining a defect cluster in the
crystal growth initial state based on the corrected defect

distribution

Y

determining the simulated defect in the crystal growth process
based on the defect cluster in the crystal growth initial state and

the reference crystal growth parameter

Fig. 4
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performing global two-dimensional simulation on a crystal
growth process, and obtaining global temperature distribution,
velocity field distribution and an initial solid-liquid interface
value in the crystal growth process with a predetermined crystal
growth device model and a predetermined crystal growth
parameter

/S610

A

determining a boundary condition based on the global
temperature distribution and the velocity field distribution,
and performing local three-dimensional simulation on the crystal
growth process based on the boundary condition to determine
a target solid-liquid interface value

S620

S630

) J

adjusting a viscosity value and/or thermal conductivity of a melt

S

determining whether
the initial solid-liquid interface value is equal to the
arget solid-liquid interface value

S640

S650

determining parameter distribution in a crystal growth initial state

) J

determining defect distribution in the crystal growth initial state
based on the parameter distribution

S660

) J

performing correction on the defect distribution based on a
correction coefficient, and determining a defect cluster in the
crystal growth initial state based on the corrected defect
distribution

S670

A

determining a simulated defect in the crystal growth process
based on the defect cluster in the crystal growth initial state and
the reference crystal growth parameter

S680

) J

adjusting a hot zone parameter and a crystal growth processing
parameter based on the simulated defect

S690

31 ) ) D

¢ yes

determining whether
the simulated defect meets a predetermined
condition

not

S611

outputting a target crystal growth parameter

S612
a

Fig. 6
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crystal growth system for
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silicon single crystal
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crystal fabrication |~ | 960
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