
21 
 

 

ABSTRACT 

 

 

SEPARATION OF GASES FROM AIR 5 

 

 

The present invention relates to the use of a zeolitic adsorbent material based on 

faujasite (FAU) zeolite crystals, the Si/Al mole ratio of which is between 1.00 and 1.20, and 

the non-zeolitic phase (NZP) content of which is such that 0 < NZP ≤ 25%, for the non-10 

cryogenic separation of industrial gases by (V)PSA, in particular of the air gases. 

 The invention also relates to respiratory assistance machines comprising at least 

said zeolitic adsorbent material. 
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