
Process for the manufacture of a veneer comprising
steps (i) to (iv): (i) gluing board-like, plane pieces
of wood (10) by means of an adhesive to a beam-like
block of wood (12), (ii) watering and/or tempering
said beam-like block of wood (12), (iii) cutting said
beam-like block of wood (12) to a veneer (14), (iv)
drying said veneer obtained in step (iii) until the
humidity content is below the fiber saturation point. 


