
A method of generating a desired pattern on a
substrate, and a pattern on a substrate formed using
the method. The method comprises forming a resist
structure on the substrate, wherein the resist
structure comprises at least a metallic glass 



thermal absorption layer, irradiating the resist
structure with an energy beam, and developing the
irradiated resist structure to form the desired
pattern. 


