
A process for the production of vinyl acetate which comprises contacting
ethylene, acetic acid and an oxygen-containing gas with a supported
palladium catalyst prepared by a process comprising the steps of (a)
impregnating a catalyst support with a palladium compound, (b) converting
the palladium compound to substantially metallic palladium, and (c)
sintering the supported palladium at a temperature of greater than
500[err]C.    


