
A process for the production of acetic acid, which process comprises
contacting ethane and/or ethylene with a molecular oxygen-containing gas in
a fluid bed reactor in the presence of a microspheroidal fluidised
particulate solid oxidation catalyst, wherein at least 90 % of said
catalyst particles are less than 300 microns.    


